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State-of-the-art low-temperature spectroscopic imaging scanning tunneling

microscopy offers a powerful tool to study materials with unprecedented spatial

(subangstrom) and energy (micro-electronvolts) resolution. Imaging the quasi-

particle interference of eigenstates in a material, offers a window into the un-

derlying Hamiltonian. In this thesis, we performed quasiparticle interference

imaging under extreme (milliKelvin temperatures) conditions and developed

novel analysis techniques to address important contemporary problems in su-

perconductivity which have defied complete understanding due to their com-

plex multiband nature and small energy scales.

Discovered almost 25 years ago, the momentum space gap structure of

Sr2RuO4 has remained a mystery despite being an intensely researched topic

due to possibilities of correlated and topological superconductivity. The multi-

band nature of Sr2RuO4 makes the problem complicated because usual thermo-

dynamical probes cannot directly reveal which bands the subgap quasiparti-

cles are coming from. Our first advanced approach addresses this problem by

applying milliKelvin spectroscopic imaging scanning tunneling microscopy (SI-

STM) to visualize the Bogoliubov quasiparticle interference (BQPI) pattern deep

within the superconducting gap at T=90 mK. From T-matrix modeling of the

subgap scattering, we are able to conclude that the major gap lies on α : β bands

and the minima/nodes lie along (±1,±1) directions. Further angular analysis of



the scattering features reveals that the nodes must be within 0.05 radians of the

(0, 0) → (±1,±1) lines. These observations, along with the other theoretical and

experimental literature at the present moment, are most consistent with a B1g

symmetry (dx2−y2-wave) gap on α : β bands of Sr2RuO4. This conclusion indi-

cates that Sr2RuO4 may not be a chiral odd-parity superconductor as believed

for many years.

While many techniques exist to measure the magnitude of the superconduct-

ing gap, only a few can probe its phase. High-quality BQPI patterns can be an-

alyzed for phase information to determine the sign of the gap. Such techniques

rely on centering a single atomic defect in the field of view (FOV). Since the

defect concentration determines the BQPI signal intensity, this usually forces

the choice of a smaller field of view, limiting the momentum-space resolution

and the BQPI signal intensity. As a second advanced approach, we implement

quantum phase-sensitive technique which can work with multiple atomic de-

fects in the FOV. We first show that our multiple atom phase-analysis technique

reproduces the results for FeSe, a material previously studied with single im-

purity phase-analysis. Then we implement our technique to study LiFeAs. Our

multi-atom analysis reveals that the gap sign changes from hole band to electron

band. This establishes that the gap symmetry in LiFeAs is s±. This multi-atom

innovation extends applicability to more disordered superconductors, enables

its application to larger fields of view thereby enhancing k-space resolution, and

greatly increases the signal to noise ratio by suppressing phase randomization

due to scattering interference coming from multiple atomic centers. Overall, it

represents a powerful and general new approach for the determination of the

superconducting order-parameter for complex superconductors.
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CHAPTER 1

COMPLEX SUPERCONDUCTIVITY

The first glimpses of superconducting phenomena, a chunk of material float-

ing on the top of a magnet and moving on a rail are really awe-inspiring and

create a lasting impression. As I learned more about their physics, starting from

undergraduate education, the mysteries of mother Nature in creating something

so extraordinary, a macroscopic quantum state of matter was one of the biggest

inspirations for me to take up research in condensed matter physics.

In this chapter, we will discuss the mathematical formalism to see how such

a fascinating quantum state materializes. This will lay the groundwork which

will enable us to look at the systems where observed superconductivity seems

to defy conventional understanding, which we deem complex in this thesis.

We will examine the generalizations in the conventional formalism which are

required to understand complex superconductivity.

1.1 Conventional Superconductivity

On the 8th of April 1911, Henry Kamerlingh Onnes discovered that the resistiv-

ity of mercury wire vanishes when dipped in liquid Helium (at 4.2K). He imme-

diately realized the significance of his discovery as he wrote in his lab notebook

” Mercury has passed into a new state, which on account of its extraordinary electrical

properties may be called the superconductive state” [1]. Many great minds of 20th

century tried to understand why mother Nature produces this new supercon-

ducting state. The names include Einstein, Feynman and many others stalwarts

of Physics, but it was not until after decades later that this mystery of nature was

1



finally solved in 1957 with joint efforts of John Bardeen, Leon Cooper and John

R. Schrieffer (BCS) [2]. In this section, we will follow their treatment to under-

stand why superconductivity occurs. We will also see an equivalent mean-field

treatment which is less cumbersome in dealing with excited states of super-

conducting ground states, which are the excitations involved in our tunneling

experiments.

1.1.1 Cooper Pairs

First came the realization due to Cooper in 1956 [3], that the metals are unsta-

ble! More precisely, a filled Fermi sea of electrons is unstable to the pairing of

electrons for arbitrarily weak attractive interactions. For our purposes, we will

describe this phenomenology by closely following Tinkham [4]. Let us consider

two electrons above Fermi sea (k > kF) which do not interact with Fermi sea

apart from the Pauli’s exclusion principle. The joint wavefunction can be writ-

ten as

ψ(r2, r2) =
∑

k

gkeik·r1e−ik·r2 (1.1)

Notice that we are considering a wavefunction with zero net momentum. The

total wavefunction of a pair of electrons has to be antisymmetric. Anticipating

an attractive interaction, we can the choose cosine part in the exponential, as

it has higher values for r1 close to r2. Since the orbital part is this chosen to be

even, the spin part has to be odd i.e. a spin-singlet 1 Hence overall wavefunction

1One of the materials under study in this thesis was touted to be a spin-triplet superconduc-
tor with an odd parity wavefunction. In general, depending upon the nature of the interactions
leading to the attractive potential to pair the electrons (pairing glue), the wavefunction may
differ from this ideal form. We revisit this issue in section 1.2 and generalize this formalism to
include spin-triplet pairing as well.

2



can be written as:

ψ(r2, r2) =
∑
k>kF

gk cos k · (r1 − r2) (|1 ↑〉|2 ↓〉 − |2 ↓〉|1 ↑〉) (1.2)

We insert the Cooper wavefunction (1.2) into the schrödinger equation

Hunpert.ψ + Vkk′ψ = Eψ, where we have a possible attractive term, Vkk′ which

scatters a Cooper pair (k′,−k′) to (k,−k). Collecting coefficients of state k, we

get the unperturbed energy of the two electrons εk and the additional term due

to the attractive potential, adding to give the total energy as:

2εkgk +
∑
k′>kF

Vkk′gk′ = Egk (1.3)

If for some set of gk satisfying the Schrödinger equation (1.3), the total energy

E < 2EF , then there is a net energy gain of 2EF − E from forming a pair and

the Fermi surface (metal) will be unstable! Cooper introduced a simplifying

assumption to see this. We take Vkk′ = −V , where V is a positive number, up to

a cutoff energy ~ωc outside the Fermi level, and 0 beyond the cutoff ~ωc. This is

basically an attractive force, close to the Fermi surface.

Vk,k′ =


−V if εk and εk′ are both < EF + ~ωc

0 otherwise
(1.4)

With this assumption, the Vkk′ can be taken out of the sum in schrödinger equa-

tion (1.3) and we get:

2εkgk − V
∑
k′>kF

gk′ = Egk

=⇒
gk

V
=

∑
k>kF

gk

2εk − E

(1.5)

3



We can sum over both sides
∑

k>kF
to cancel out

∑
k>kF

gk and get

1
V

=
∑
k>kF

1
2εk − E

(1.6)

This sum can be changed to an integral, using the density of states at the

Fermi level N(0), and keeping in mind that this integral will only run from EF to

the cutoff energy EF + ~ωc, where N(0) is (effectively constant) density of states.

This is true only when ~ωc � EF , which is generally true for most metals. This

gives us

1
V

= N(0)
∫ EF+~ωc

EF

dε
2ε − E

=
1
2

N(0) ln
2EF − E + 2~ωc

2EF − E

=⇒ e
2

N(0)V =
2EF − E + 2~ωc

2EF − E

=⇒ 2EF − E = 2EFe−
2

N(0)V − Ee−
2

N(0)V + 2~ωce−
2

N(0)V

=⇒ E(1 − e−
2

N(0)V ) = 2EF(1 − e−
2

N(0)V ) − 2~ωce−
2

N(0)V

(1.7)

In most classic superconductors N(0)V < 0.3 and we can make the approxi-

mation N(0)V � 1 =⇒ 1 − e−
2

N(0)V ≈ 1. This finally gives us:

E ≈ 2EF − 2~ωce−
2

N(0)V (1.8)

Hence, there is energy of the order of 2~ωce−
1

N(0)V is to be gained by pairing,

and the Fermi surface will be unstable to formation of these Cooper pairs! It can

be noted that the form of the binding energy is not analytic as V goes to 0, i.e. it

cannot be expanded in powers of V, this is the reason that this was outside the

realm of perturbation theory and cracking this problem took so long.
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Question now is, where does this weak attractive interaction may come from

in a metal? The ideas for this weak attractive force were actually developed

before the BCS theory by Fröhlich who realized that the ion of lattice might

have a role to play in superconductivity [5]. An intuitive picture is that when

a negatively charged electron travels in a lattice, it pulls the positively charged

lattice towards it a bit and leaves this trail of slightly positive charge, which

might attract another moving electron towards it. This is possible since the lat-

tice dynamics are much slower compared to electrons due to their enormous

mass difference. However, at much shorter distances, this interaction becomes

repulsive and limits the highest achieved critical temperature [6], at which the

superconductivity goes away.

Since the size of a Cooper pair is critical to ensure attractive interaction, let us

make a quick hand waving estimation about the size of the Cooper pairs using

the Uncertainty principle limit.

δxδp ≈ ~ (1.9)

The energy of a Cooper-pair can be estimated to be of the order of 2∆ where ∆

is the superconducting gap, ∼ the energy to break a Cooper-pair (we will see in

a later section). Then

δ

(
p2

2m

)
≈ 2∆

=⇒ δp
( pF

m

)
= 2∆

=⇒ δp =
2m∆

pF

(1.10)

Where we have used the estimate for the momentum of the Cooper pair, since
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they are close to Fermi surface, as pF . This gives us the size of Cooper pair ξ as:

ξ ≈
~

δp
=
~pF

2m∆
=
~2kF

2m∆
=
~2k2

F

2mkF∆

=⇒ ξ ≈
EF

kF∆

(1.11)

This number is on the order of 1000 Å for conventional superconductors,

which is about 1000 atomic spacings! Hence Cooper pairs are highly overlap-

ping and extend over 100s of atoms!

1.1.2 BCS Formalism

We start with the BCS Hamiltonian, which involves the attractive pairing inter-

action Vkk′ suggested by Cooper, which leads to Cooper pairing and resulting

instability of Fermi-surface:

HBCS =
∑
kσ

εkc†kσckσ +
∑
k,k′

Vk,k′c
†

k↑c
†

−k↓c−k′↓ck′↑ (1.12)

The most general N-particle wavefunction which can be written for this Hamil-

tonian is

|ψN〉 =
∑

g(k1, . . . ,kM)c†k1↑
c†
−k1↓

. . .†kM↑
c†
−kM↓
|0〉 (1.13)

Where |0〉 is the vacuum state with no particles and N/2 pairs are created with

creation operations c†ki↑
c†
−ki↓

which occupy 1 to M values which are occupied in a

given term with the weight g. The number of terms to determine however will

be MCN , which will be huge ( 101020
)!

Another genius in the story of the solution of the issue of superconductivity

was the flash of brilliance a 25-year-old graduate student Schrieffer had while
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riding on a New York subway to attend an APS meeting in 1957. He realized

that with such a large number of particles, one can only work with average

occupancy and treat total number N in mean-field or only statistically. Then in

a grand canonical ensemble, the total number need not be conserved. He wrote

down the wavefunction on the subway [7]!

|ψBCS〉 =
∏

k

(
uk + vkc†k↑c

†

−k,↓

)
|0〉 (1.14)

Where uk and vk are complex coefficients with |uk|
2 + |vk|

2 = 1. Inspecting the

wavefunction, one can see that the probability of a pair state (k ↑,−k ↓) being

occupied is |vk|
2 and the probability of it being unoccupied is |uk|

2 = 1 − |vk|
2.

Also, it can be noted that this wavefunction is actually a superposition of states

each containing a fixed number of Cooper pairs. Due to the superposition, the

number is uncertain in this wavefunction, but due to number and phase being

conjugate variables [4], the phase for this wavefunction is fixed, as uk and vk

are complex numbers and, in general, will have a phase relationship between

them. This well-defined phase or macroscopic phase coherence of wavefunction

is the key property of a superconductor which makes it a macroscopic quantum

material and we discuss this at length in Appendix B and derive electrodynam-

ical properties of Superconductors from this property of having a well-defined

phase. The mean number of particles and fluctuations from this mean can also

be calculated and it can be seen that the assumption of mean N being large and

fluctuations from this mean being small is also valid [4].

This wavefunction can be used to variationally minimize the free energy

H−µN in the grand canonical ensemble, to find the values for uk and vk and solve

the Hamiltonian to get energy spectrum. However this is quite cumbersome

and we will solve the problem using a more modern approach of Hartree-Fock

mean-field theory [8] in the next section. For variational treatment, please see
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Tinkham [4].

1.1.3 Mean-Field Formalism

The key idea in BCS theory is that the statistical mean number of pairs is large

in the superconducting state and the fluctuations from this mean are small. This

allows us to use Hartree-Fock mean-field treatment to rewrite the BCS Hamil-

tonian. In Hartree-Fock mean-field treatment, we choose a mean-field order

parameter, a quantity which is non-zero in the phase of interest. In our case of

superconductivity, due to the phase coherence (or conversely because the num-

ber not being conserved, as number and phase are conjugate variables [4]) the

operators like c−k↓ck↑ will have a non-zero value in the superconducting state,

rather than averaging out to 0 as in normal metals. Hence we can write this

operator as a sum of the mean-value (mean-field) and the fluctuations from this

mean value, which will be small as BCS showed.

c−k↓ck↑ = 〈c−k↓ck↑〉 +
(
c−k↓ck↑ − 〈c−k↓ck↑〉

)
(1.15)

Inserting this expression into the BCS Hamiltonian (1.12), and ignoring the

second-order terms in the fluctuation which is in the parenthesis in (1.15), we

get the mean field Hamiltonian.

HMF
BCS =

∑
kσ

ξkc†kσckσ+
∑
kk′

Vkk′
(
c†k↑c

†

−k↓〈c−k′↓ck′↑〉 + 〈c−k↓ck↑〉
∗c−k′↓ck′↑ − 〈c−k↓ck↑〉

∗〈c−k↓ck↑〉
)

(1.16)

where we are measuring energies from chemical potential and ξk is simply εk−µ,
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µ being the chemical potential. We define the order parameter for superconduc-

tivity as

∆k = −
∑

k′
Vkk′〈c−k′↓ck′↑〉 (1.17)

Then the final Mean-field Hamiltonian becomes

HMF
BCS =

∑
kσ

ξkc†kσckσ −
∑

k

(
∆kc†k↑c

†

−k↓ + ∆∗kc−k↓ck↑
)

(1.18)

where
∑

k ∆k〈c−k↓ck↑〉
∗ is a scalar and absorbed in the chemical potential. Hartree-

Fock mean-field is a self-consistent solution method and the ∆k needs to be de-

termined self-consistently using (1.17). Notice that the number in the Hamil-

tonian is no longer conserved and this mean-field Hamiltonian can create or

destroy pairs. However, now the mean-field, the superconducting order pa-

rameter in (1.17) has a fixed phase. This again demonstrates the number and

phase conjugation and is the defining feature of a superconductor as we discuss

in Appendix B.

The mean-field Hamiltonian in (1.18) can be written as a matrix equation

(after absorbing some scalar/non-operator terms into the chemical potential),in

the basis vectors Ψ
†

k =
(
c†k↑, c−k↓

)
as

HMF
BCS =

∑
k

Ψ
†

kHBdGΨk (1.19)

The matrix HBdG usually called the Bogoliubov de Gennes Hamiltonian as Bo-

goliubov [9] (and independently Valatin [10]) showed how to to diagonalize this

Hamiltonian and is given as:

HBdG =

ξk ∆k

∆∗k −ξk

 (1.20)

The linear transformations which diagonalize this Hamiltonian are called

9



Bogoliubov Transformations and given as [8]: γk↑

γ†
−k↓

 =

 u∗k vk

−v∗k uk


 ck↑

c†
−k↓

 (1.21)

It can be shown that the values of uk and vk which diagonalize the HBdG

are [8]

|uk|
2 =

1
2

(
1 +

ξk

Ek

)
|vk|

2 =
1
2

(
1 −

ξk

Ek

) (1.22)

where

Ek =

√
ξ2

k + |∆k|
2 (1.23)

with these values, the mean-field Hamiltonian (1.18) becomes [8]

HMF
BCS =

∑
kσ

Ekγ
†

kσγkσ + constant. (1.24)

Here we can see that we have new quasiparticles, with number operator

γ†k,σγk,σ and energy Ek! These quasiparticles are called Bogoliubons and these

are what, as we shall see in later chapters, SI-STM detects while tunneling into

superconductors. Also, since they appear with energy Ek, given by (E.11), the

minimum energy required to spawn a Bogoliubon is the magnitude of the mean-

field order parameter |∆k|. Hence the order-parameter plays the role of an en-

ergy gap, below which there are no quasiparticles as can be seen in fig. 1.1 and

one needs to supply this energy ∆k to a Cooper-pair in the BCS ground state to

break it and create a Bogoliubon γk.
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Figure 1.1: The Superconducting gap and the Bogoliubov quasiparticle dispersion. A
gap of magnitude 2∆ opens at Fermi level EF (black dashed line)in the normal state
dispersion (blue dashed line) and Bogoliubov quasiparticle spectrum (red solid line)
appears in the superconducting state.

1.2 Complex Superconductivity

We saw in the previous section that the defining characteristic of a superconduc-

tor is the appearance of a mean-field order parameter ∆k given in (1.17). This

order parameter was defined with the pairing potential Vkk′ which in the most

simplified version (1.4) is just taken as a constant for all k on the Fermi surface

for energies within a cutoff energy ~ωc and the spins were always considered

to pair in singlets, so we did not consider spin-dependence at all. We also dis-

cussed on how it comes about due to an electron-phonon (lattice) interaction in

section 1.1.1. The Cooper-pair wavefunctions which form with this attractive

interactions have a maximum at zero separation to take advantage of this at-

tractive interaction to pair-up. This pairing is called s-wave which peak at r = 0

(think of s-orbitals on H-atom which also peak at r = 0, we will look at proper

11



group theoretical classification and nomenclature in sec 1.3.).

Mother Nature, however, is ever mysterious and it turns out that there are

materials where the pairing interaction Vkk′ may not be as simple and may have

a spin-dependence and a form which doesn’t allow a Cooper-pair to form with

a constant ∆, but only if the ∆k has a form which creates an attractive interac-

tion (pairing glue) out of the Vkk′ . Such superconductors are usually referred

to as unconventional superconductors. The first discovered example of this im-

portant generalization was not a solid, but superfluid 3He, a discovery made

at Cornell [11]! The atoms are much larger than electrons and obviously have

a hard core. It would be energetically costly to have a pairing wavefunction

which is peaked at zero separation. It was discovered that the pairing actually

occurs with a node at zero separation instead, in a p-wave symmetry (think

of p-orbitals on H-atom, we will look at proper group theoretical classification

and nomenclature in sec 1.3) [12]. Another well-known example is the high-

temperature superconductor family of cuprates which have an order parameter

symmetry of d-wave [13].

Even for such unconventional paired-fermion systems, my advisor Prof.

Davis, a pioneer in superfluid 3He physics [14] as well, likes to remark that

superfluid 3He is the spherical cow of solid-state physics!, This (I infer) is because it

is a fluid and due to the lack of a lattice, the Fermi-surface is spherical which

admitted to theoretical developments on standard models of condensed matter

physics [12]. With a solid, having a lattice, one has to take into account the Fermi

surface, the spin-orbit coupling and possible presence of multiple orbitals in the

picture. Especially for multi-orbital systems, it is important to understand the

∆k for a complete understanding of the superconducting state in these materi-
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als. In this section, we look at very basic definitions to enable us to talk about

these new exotic states of matters. We first talk about important generalization

where ∆k is no longer constant. The description of such superconductors is not

so simple anymore [15] and one needs to expand the horizons of theory and ex-

periment to understand these complex superconductors, which was the primary

aim of this thesis.

1.2.1 Generalization of Order Parameter: Spin

The discussion of superconductivity in section 1.1 has been limited to a pairing

interaction given in (1.4), where it is taken to be a constant, independent of k

for energies within a cutoff energy ~ωc over EF . Also, in the BCS Hamiltonian,

(1.12), the interaction term was constructed for only spin-singlets , pairing k ↑

and −k ↓. Mother nature provides examples of exotic states where these spe-

cial cases are violated and exotic states of matter emerge. In this part, we will

develop a theoretical framework to be able to address these generalizations.

We write the most general form of BCS Hamiltonian [16]:

H =
∑
kσ

ξkc†k,σckσ +
∑

kk′αβγδ

Vαβγδ(k,k′)c†kαc†
−kβc−k′γck′δ (1.25)

Following the usual steps in the mean field treatment as spelled out in sec-

tion 1.1.3, General BCS Hamiltonian (1.25) in the mean-field approximation be-

comes

HMF =
∑
kσ

ξkc†k,σckσ +
∑
kαβ

(
c†kαc†

−kβ∆αβ(k) + ∆∗αβ(k)c−kαckβ
)

(1.26)
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where we have defined the order parameter as a 2 × 2 matrix

∆αβ(k) =
∑
k′γδ

Vαβγδ(k,k′)〈c−k′γck′δ〉 (1.27)

Notice that the Fermion anti-commutation implies the parity symmetry for

the order parameter will be given as

∆αβ(k) = −∆βα(−k) (1.28)

The 2 × 2 matrix order-parameter can be expressed in terms of a scalar order

parameter ∆k and a vector order parameter d(k) as∆↑↑(k) ∆↑↓(k)

∆↓↑(k) ∆↓↓(k)

 = i(∆kI + d(k) · σ)σy =

−dx(k) + idy(k) ∆k + dz(k)

−∆k + dz(k) dx(k) + idy(k)

 (1.29)

The parity of the general order parameter (1.28) now implies

∆k = ∆−k

d(k) = −d(−k)
(1.30)

Hence, the scalar order parameter is even and the vector order parameter is

odd. Usually these cases occur separately because near Tc, the gap equation is

linear and the solution must have a definite parity, while away from Tc, if Tc

is different for both solutions, the one with more energy gain will win. How-

ever, we should not count out the wonders of Mother Nature as in principle,

they are allowed. We have discussed spin-singlet systems in section 1.1.3. The

14



only confirmed system with a spin-triplet pairing till date is superfluid 3He [11],

however a lot of early research on Sr2RuO4 claimed that Sr2RuO4 may be a spin-

triplet superconductor as well. This equivalently2 means that the order parame-

ter will be odd, meaning ∆k = 0 and the vector order parameter d(k) is non-zero.

The Bogoliubov quasiparticle energies for this case of odd-parity supercon-

ductor, analogous to the case in mean-filed theory (E.11) is given as [16]:

EOdd-Parity SC
k =

√
ξ2

k + d(k) · d∗(k) ± |d(k) × d∗(k)| (1.31)

If |d(k) × d∗(k)| = 0, the pairing state is referred to as unitary and all elec-

trons are Cooper paired. Also, the vector d(k) then can be physically identified

as a vector having magnitude of the excitation-gap in Bogoliubov quasiparticle

spectrum for pairs (k,−k). If |d(k) × d∗(k)| , 0, the the pairing state is referred to

as non-unitary and the resulting states can have two gaps, one of which might

even be zero, leading to finite quasiparticle density (not all electrons Cooper

paired) at T = 0. Another notable fact about d(k) is that it is always perpendic-

ular the the spins of the Cooper pair. A quick way to see is to have a d(k)||z i.e.

d(k) = (0, 0, dz). Then, from (1.29), it can be seen that ∆↑↑(k) = ∆↓↓(k) = 0, hence

the total spin S lies in xy plane , and d(k)||S . (For detailed proof, see Appendix

of [17, 18])

For Sr2RuO4, the triplet order parameters under scrutiny were:

d(k) = (kx + iky)ẑ chiral p-wave

d(k) = kxx̂ + kxŷ helical p-wave
(1.32)

2Overall Cooper pair wavefunction needs to be antisymmetric under exchange. Spin Triplet
means that the spin part is symmetric, hence the orbital part has to be odd.
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We will discuss what our experiment, in light of all the other experiments till

date, implies for the fate of these order parameters in chapter 4 of this thesis.

1.2.2 Generalization of Order Parameter: k-dependence

Having seen that the freedom in choosing spin leads to more exotic order pa-

rameters, let us now examine the k-dependence. In this discussion we will sup-

press the spin index as we already discussed that in the previous section. Let us

allow Vkk′ to depend on k, however it should still be invariant under simultane-

ous rotation of k and k′ so it can be expressed as [12] :

Vkk′ =
∑

k

Vl(k, k′)Pl

(
k̂ · k̂′

)
(1.33)

where Pl

(
k̂ · k̂′

)
= Pl(cos(θkk′)) are the usual Legendre polynomials and θkk′ is

the angle between k and k′. This pairing potential is still unmanageable to solve

the gap equation (1.3). To solve this issue, we can introduce a cutoff ~ωc (as

Cooper did originally) for each Vl:

Vl =


−V if εk and εk′ are both < ~ωc

0 otherwise
(1.34)

With this constraint and assuming that this cutoff ~ωc is much larger than the

maximum possible gap magnitude |∆|, if we solve the gap equation (1.3) with

the generalized pairing potential (1.33), we find that different l values approxi-

mately decouple and the solution corresponds to l = l0 for which the Vl is most

negative (most attractive). A fairly well approximated expression for solution

∆k can be written in terms of Laplace’s spherical harmonics Yl0m(θ, φ) where θ
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Figure 1.2: Illustration of various order parameter symmetries. a) A s-wave order pa-
rameter with a constant gap all around the Fermi surface. b) A d-wave order parameter
with gap magnitude having 4 nodes and the sign of order parameter changing every
π/2 rotation around Fermi surface. c) A chiral p-wave order parameter (A-phase of
3He [11]) with constant magnitude around the Fermi surface but continuously chang-
ing phase. Figure reproduced from S. Yonezawa, Condens. Matter, 4(1), 2 (2019)

and φ are angles of k [12]

∆(k) =
∑

m

amYl0m(θ, φ) (1.35)

This is where the nomenclature s-wave, p-wave and d-wave etc. comes from.

Depending on l0 where the attractive interaction Vl0 is maximum, a supercon-

ductor can be s-wave for l0 = 0, p-wave for l0 = 1 and d-wave for l0 = 2 and

so on. Superfluid 3He [11] is a well-known example of a p-wave symmetry and

and Cuprate superconductors [19, 20] are well-known examples of a d-wave

symmetry. Fig. 1.2 shows an illustration of different order parameter symme-

tries.

We should remind ourselves here that the nomenclature s-wave, p-wave,

d-wave etc. to refer to the symmetry of an order parameter makes sense in

the spherically symmetric system where angular momentum l is a conserved
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quantity. A more accurate way to refer to the pairing symmetry is to use Group

symmetry classification scheme [21], which we shall discuss next.

1.3 Classification of Order Parameter Symmetry

For a quantum mechanical state ψ in a crystal, one can consider following sym-

metries

• Gauge symmetry: ψ→ ψeiθ (see Appendix A for details)

• Time translational symmetry: ψ(t)→ ψ(t + T ),∀T

• Space translational symmetry: ψ(r)→ ψ(r + R)∀R

• Spin rotational symmetry

• Crystal point group symmetry

Gauge Symmetry

Despite popular terminology of spontaneous breaking of gauge symmetry, the

gauge symmetry is never actually broken but a macroscopic phase is acquired

in the superconducting state. Gauge invariance and gauge covariance of super-

conducting order parameter then, can explain all its fascinating properties like

perfect conductivity, Meissner effect, flux quantization etc. See Appendix B for

details. Apart from picking a macroscopic phase, if a superconductor breaks

symmetries which are present in the normal state of the system, it is referred to

as an unconventional superconductor [22].
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Time and Space Translational Symmetry

The Cooper pairs we have considered thus far are of the form ∼ c†kσc†
−kσ. This

describes a Cooper pair with zero net center-of-mass momentum (k − k = 0)

and no time dependence. Hence the space translational and time translational

symmetry are preserved for such superconductors. There are two exotic states

which break these symmetries. The translational symmetry can be broken if the

Cooper-pairing takes place with finite momentum Q. Such a state will have the

cooper-pair density modulate in real-space and generate a pair-density wave

or PDW. It was originally proposed to exist in the magnetic-field by Fulde and

Ferrel, and Larkin and Ovchinnikov hence it is dubbed FFLO state. Cuprate

superconductors were also hypothesized to have this PDW [23] and it was dis-

covered for the first time in Davis group [24, 25]! Similarly time translational

symmetry can also, in principle be broken to lead to the so-called odd-frequency-

pairing[26] and such states are proposed to exist in ferromagnet-superconductor

multilayer systems.

Spin Rotational Symmetry

This has been discussed in detail in the section 1.2.1 and in conclusion, the odd

(d(k)) or even (∆(k)) parity of the superconducting order parameter can be used

to classify this symmetry.

Crystal Point Group Symmetry

A crystallographic point group is a set of symmetry operations, where each op-

eration S in the set leaves the atoms of a crystal in the same place (ψ(S r) = ψ(r)).
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A unique list of such operations is called an irreducible representation of the crys-

tallographic point group. Among all these possible irreducible representations

of symmetry operations allowed by a crystallographic point group, the super-

conducting order parameter ∆(k) in eq. (1.27) may pick one. This choice is a

reflection of the pairing glue Vkk′ . Rather than using s-wave, d-wave, p-wave

which are terminologies coming from a spherically symmetric system where an-

gular momentum is conserved, a more accurate way of referring to the symme-

try of ∆(k) is to use the character table of the crystal under consideration which

lists all possible irreducible representations. These irreducible representations

can be figured out using the machinery of group theory [27, Chapter 12],[28],

but are widely available for crystal point groups. Knowledge of magnitude and

sign of ∆(k) enables figuring out how it would transform under the symmetry

operations S , listed under different columns of the character table, by applying

S ∆(k) = q∆(k). A list of such q’s will match one of the rows and that will be the

symmetry of the superconducting order parameter ∆(k)

For example, a character table of one of the materials studied in this thesis,

Sr2RuO4 which has a D4h crystallographic point group is shown in table 1.1.

If a D4h crystal point group material had a gap ∆(k) = ∆0, a constant, then it

will be invariant under all the symmetry operations listed under the row i,e,

S ∆(k) = ∆0 for all symmetry operations S in the columns. Hence all the q’s

are 1. The corresponding row is the first row, and such an order parameter

would be called having an A1g symmetry, which in the looser terminology of

a spherically symmetric system referred to as a s-wave. Our SI-STM study of

Sr2RuO4 is consistent with having a fourfold minima/node along diagonals of

the Brillouin zone as we shall discuss in Ch. 4. In light of recent evidence, the

simplest explanation is the order parameter having a B1g which is referred to
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as dx2−y2-wave in the looser but more common spherically symmetric system

terminology.

Respecting Brillouin Zone boundaries

Once the crystallographic point group symmetry of the gap is determined, the

character table also lists the simplest functions which follow the same symme-

try, hence they can be used to represent the function. However, to respect the

Brillouin zone boundaries i.e. making sure that the function is periodic with

respect to Brillouin zone, as a state in a crystal should be, we make the replace-

ments

k → sin(k) k2 → 1 − cos(k) (1.36)

For example, the B1g symmetry for a D4h crystal as listed in table 1.1, has the basis

function k2
x − k2

y . Hence with the above scheme, the gap function in a Brillouin

zone can be represented as:

∆(kx, ky) = ∆0((1 − cos(kx)) − (1 − cos(ky)))

= ∆0(cos(ky) − cos(kx))
(1.37)

In this section for the classification of symmetry, we have not discussed the

spin-orbit coupling. This works when the spin-orbit coupling is small. When

spin-orbit coupling is large, the spin-rotation and crystal point group symme-

tries may be combined and transform together. We do not go into these details

here but interested readers can find this discussion in Ref. [22, 21] and for the

special case of Sr2RuO4, a list of all group theoretical possibilities can be found

in Ref. [29].
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CHAPTER 2

SPECTROSCOPIC-IMAGING STM (SI-STM)

I was really awestruck by quantum tunneling while learning quantum mechan-

ics as a new student. It is one of the most striking quantum phenomena which

has no classical analog. Imagine a hill: a potential energy barrier, and a ball on

one side of it. If the ball has enough energy, it will climb up and go down to

pass this barrier and emerge on the other side of the hill. If the ball doesn’t have

enough energy, the ball cannot pass this barrier and emerge on the other side.

However in the quantum world, the probability of a particle passing through an

energy barrier is always finite, even if the energy of the particle is less than the

energy of the barrier. This amazing phenomenon of tunneling forms the basis of

the techniques used for the research presented in this thesis.

In this chapter, I introduce the formal tunneling framework under which we

interpret SI-STM results. I explain briefly how an SI-STM functions, a technique

which has led to important directions in quantum material research [30, 31, 32].

I mention some SI-STM specific issues and how to resolve them. I describe the

dilution fridge at Cornell which enabled us to make discoveries about the order

parameter of Sr2RuO4, a superconductor with very low TC = 1.45K. I also layout

the vibration and RF isolation employed in our lab which makes the sensitive

measurements using our SI-STM possible by bringing the signal to noise ratio

low enough so that measurements can be completed in time before the dewar

runs out of liquid helium.
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Figure 2.1: The tunneling setup a) STM schematic where a tip is in proximity with
the sample surface. b) Corresponding potential energy landscape and wavefunctions
in sample and tip. Wavefunctions existing in tip/sample decay in vacuum which acts
as the energy barrier. Tunneling can take place if the distance is small enough for the
wavefunctions to overlap. Figure reproduced from [33]

2.1 Tunneling Framework

Figure 2.1 shows a typical tunneling setup. There are two materials separated

by an energy barrier. In the case of an STM, they are tip and sample separated by

vacuum as shown in a). Tunneling takes place when particles from one side can

pass through the barrier to appear on the other side. Essentially the Hamiltonian

involves three parts: the sample Hamiltonian HS , the tip Hamiltonian HT and

the Tunneling Hamiltonian HM:

H = HS + HM + HT (2.1)
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Bardeen [34] first provided the theoretical framework to track this problem

with important assumptions which are employed in the interpretation of typ-

ical tunneling experiments. Tunneling is essentially treated as single-particle

problem and electron-electron interactions in the tunneling Hamiltonian are ig-

nored (However the sample and tip Hamiltonians can be many-body states). A

direct interaction of tip and sample is not supposed to lead to coupled electron

states, a reasonable assumption for typical tip-sample distances ( 5 Å).

When tip and sample are far from each other or unperturbed, the energy

eigenstates ψi
k (where i can be S for the sample or T for the tip, k denotes the

momentum basis) in them satisfy the Schrödinger equation:(
−
~2

2m
∂2

∂z2 + Ui

)
ψi

k = Eiψ
i
k (2.2)

When tip is close enough so that the tunneling can occur, the time evolution

of the wavefunction ψ, is governed by the Schrödinger equation with the full

potential US + UT as: (
−
~2

2m
∂2

∂z2 + US + UT

)
ψ = i~

∂ψ

∂t
(2.3)

Since the time scale of electron dynamics is on the order of femtoseconds

(10−15s), much faster than the motion of the tip which is of the order of sec-

onds, the term UT can be considered to be turned on adiabatically. Under these

assumptions, the term UT can be treated under time-dependent perturbation

theory and first-order result, famously known as Fermi’s golden rule [35] gives

us the rate of probability of transition from sample eigenstate to tip eigenstate,

the tunneling rate PT
kq(t) as:

PT
kq(t) =

2π
~
δ(ES

k − ET
q )

∣∣∣Mkq
∣∣∣2 (2.4)
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Figure 2.2: Schematic view of the tunneling from the sample to the tip. The sample
is shown on the left and the tip on the right. Green color indicates occupied states.
Tunneling can take place only from occupied states to unoccupied states (region II).
The tip density of states (DOS) is shown flat, as is required to make useful inference
about the sample density of states (DOS)

where Mkq is the tunneling matrix element

Mkq = 〈ψk|UT |ψq〉
2 (2.5)

To get to the steady-state current, we need to sum over this single-particle

tunneling rate. The tunneling can only occur from an occupied state in sample

to unoccupied state in tip as shown in figure 2.2. We need to take care of this fact

by introducing Fermi-Dirac density of states fk which represents the occupation

at non-zero temperatures. The steady-state current from sample to tip then, is

given as:

IS→T =
4πe
~

∑
k,q

∣∣∣Mkq
∣∣∣2 fk

(
1 − fq

)
δ
(
Ek − Eq

)
(2.6)

An additional factor of 2 takes the spin degeneracy of electrons into account, if

the tip is not spin selective. Similarly, transition rate from the tip to the sample
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can be written as:

IT→S =
4πe
~

∑
k,q

∣∣∣Mkq
∣∣∣2 fq (1 − fk) δ

(
Eq − Ek

)
(2.7)

The net current from the sample to the tip is:

I = IS→T − IT→S

If the chemical potential is the same for the tip and the sample, no current flows

in equilibrium as IT→S and IS→T are both occupied to the same level and tunnel-

ing cannot take place (see Fig. 2.2). For a net current from the sample to the tip,

a chemical potential difference between the sample and the tip is needed. This

is provided in STM by a voltage difference of V between the tip and the sample.

We can simplify the current expression by assuming that the matrix element

is constant within eV of the chemical potential and we are very low tempera-

tures T ≈ 0 so that the Fermi-Dirac distribution is very sharp, and effectively

a Heaviside distribution (step function) at Ei
F . The sum over momentum states

k,q can be converted into integral over energies using the density of states N(E)∑
k →

∫
N(E)dE. This gives us:

I =
4πe
~
|M|2

∫ eV

0
NS (ES

F + E)NT (ET
F + E − eV)dE (2.8)

To make a useful interpretation of the sample density of states NS (E), the tip

density can be made independent of energy in the region of our interest. We

ensure this in each of our measurements by preparing our Tungsten tip in-situ

under cryogenic vacuum by applying a high voltage between the tip and a gold

sample which causes field emission and changes the end of the tip. We continue

this process unless we establish a sharp tip with a flat density of states in the tip

as shown in figure 2.3. Assuming the tip density of states constant in our region

of interest within eV, we finally get the tunneling current as:

I =
4πe
~
|M|2 NT (ET

F)
∫ eV

0
NS (ES

F + E)dE (2.9)
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Figure 2.3: A typical spectrum of a prepared tip on a gold substrate. The density
of states over a wide range of -100meV to 100meV varies only by 0.1 nS, effectively a
constant density of states for our purposes.

Thus, the tunneling current in STM is the integrated density of states up to the

bias voltage V. In SI-STM, we can also measure the differential conductance. By

performing the differentiation with respect to V, we obtain:

dI
dV

=
4πe
~
|M|2 NT (ET

F)NS (ES
F + eV) ∝ NS (ES

F + eV) (2.10)

This equation shows the unique power of SI-STM that it can access both occu-

pied and unoccupied states (by applying positive or negative voltage bias) as

the differential conductance is proportional to the density of states at any given

location. At finite temperatures, the Fermi-Dirac distribution actually leads to a

thermal smearing ∼ 3.5kBT [30] as it is no longer sharp like a step function. This

is why our dilution fridge STM operating at 90mK offers an energy resolution

of ∼ 30µeV , making the study of low Tc superconductors like Sr2RuO4 possible.

The matrix element M may play an important role in the interpretation of

STM data [33] and we will discuss it as needed in further sections. However for
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general purposes, we treat it as constant within our energy range eV. As figure

2.1 shows, the wavefunctions from the tip and sample decay exponentially in

the barrier. Formally it can be treated under WKB approximation [35] for a

square barrier. Though the bias voltage induces a tilt in the square barrier, the

bias induced tilt eV is much smaller than the height of the barrier which is the

energy required to pull an electron out of a material to the vacuum, the work

function φ. According to WKB approximation |M|2 ∝ e−2γ where

γ =

∫ z

0

√
2mφ
~2 dz

=

√
2mφ
~2 s

(2.11)

Hence the tunneling current depends on the tip-sample separation z as

I ∝ e−2z
√

2mφ
~2 (2.12)

Hence the tunneling current decays exponentially with the tip-sample separa-

tion z and the work-function φ of the material under study. Typical values for

work-function is ∼ 3-5 eV and typical values of tip-separation distance are 5-8Å.

2.2 SI-STM Observables

STM, as the name suggests, involves scanning a sharp tip across a sample with

distance small enough so that the tunneling current is measurable. The tip

movement is controlled by a piezo tube which can move up and down and

scan in the 2D plane by application of voltage to the tube. A bias can be ap-

plied between the tip and the sample and the tunneling current acquired by the

tip can be measured. We will discuss how this is achieved via the electronics

in section 2.3.2. In this section, we describe the various measurements we can
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make using an SI-STM and what are the steps involved in performing these

measurements. We will also mention what are some error-correction techniques

required to interpret these measurements to make physical deductions.

2.2.1 Topography

For our STM, we perform topographic scanning in constant current mode. From

the expression for tunneling current in (2.9) and the the WKB approximation of

matrix element as discussed in (2.12), the expression for tunneling current at a

location r and bias voltage V can be written as [32]:

I(r,V) = Ce−
T (r)
T0

∫ eV

0
N(r, E)dE (2.13)

Where N(r) is the local density of states of the sample, C is a constant which

includes matrix element and T (r) is the tip-surface distance, the so called topo-

graph. If we set the current I = IS , a constant setup current at a chosen setup

voltage VS , then the topograph T (r), at a given junction at r is fixed by relations:

IS = Ce−
T (r)
T0

∫ eVS

0
N(r, E)dE

=⇒ T (r) = T0 ln
[∫ eVs

0
N(r, E)

]
+ const.

(2.14)

As the tip scans and starts to encounter variation in the tunneling current as

a function of position (see eq. (2.13)), a feedback mechanism (as described in

section 2.3.2) applies a suitable voltage to the scanning piezo-tube so that T (r) is

adjusted with the aim of keeping the tunneling current constant at I = IS . T (r) is

recorded at each location and constitutes the topograph as shown in figure 2.4

recorded on Sr2RuO4.

One important caveat to note in the expression for topograph T (r), is that
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Figure 2.4: Topographic image recorded as explained in section 2.2.1 on Sr2RuO4. It
clearly resolves the atoms and the point defects. The inset zooms in on the atoms.
We believe that the cleaved layer is SrO as the crystal cleaves along the natural mirror
symmetry plane.

it is a logarithmic measure of the integrated local density of states N(r) up to

the setup voltage VS . Hence the bright spots seen in topographs need not al-

ways represent the atoms, as some other techniques like transmission electron

microscopy (TEM) would as they are sensitive to the nuclei. But this is where

the power of STM lies in being able to investigate exotic electronic phases of

matter [32].

2.2.2 Spectroscopy

As equation (2.10) shows, the differential conductance g = dI/dV is proportional

to the density of states N, at a given height where the matrix element can be
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taken to be constant (eq. (2.12)). The differential conductance can be measured

accurately using a Lock-In technique where a particular frequency component

in a signal can be locked-in and measured with high precision. We park our tip at

a set height determined by the junction resistance between the tip and the sam-

ple which we set by choosing setup current IS and setup voltage VS and turn the

feedback off so that the height does not change. Then we apply a small sinu-

soidal bias modulation v(ω) = v0 cos(ωt + φ) to the tip from the Lock-In and the

current response is measured. The current response for a small bias modulation

added on top of a setup voltage can be written using Taylor’s expansion as:

I(V + v(ω)) = I(VS ) +
dI
dV

∣∣∣∣∣
VS

· v0 cos(ωt + φ) +
d2I
dV2

∣∣∣∣∣
VS

· v0 cos2(ωt + φ) (2.15)

Hence the response at the bias modulation frequency ω is the first-order re-

sponse which the Lock-In locks at and measures. This gives us dI/dV by direct

measurement. These measurements can be done at a grid of desired V points

V1,V2, . . . yielding dI/dV(E = eV1), dI/dV(E = eV2), . . . which is essentially the

spectrum of density of states at the location of the tip (local density of states or

LDOS). Figure 2.5 shows a spectrum obtained on superconducting Sr2RuO4 at

T = 90mK. This shows the coherence peaks and suppression of the density of

states in the superconducting gap.

2.2.3 Spectroscopic Imaging

The power offered by SI-STMs at Cornell arises from combining the scanning

capabilities with spectroscopic capabilities, enabled by a design which is sta-

ble enough to perform these tasks as we will discuss in further sections in this

chapter. This enables us to acquire g(r, E) = dI/dV(r, E), a three-dimensional
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Figure 2.5: Spectrum recorded as explained in section 2.2.2 on superconducting
Sr2RuO4 at T=90mK. It shows the suppression of density of states inside the super-
conducting gap of Sr2RuO4

dataset which contains immense amount of information and is analyzed in nu-

merous ways to reveal various aspects [32]. To perform spectroscopic imaging,

we choose the region of sample (spatial grid points) and the energy grid points

at which we want spectrum g(xi, yi, Ei) = dI/dV(xi, yi, Ei = eVi) to be recorded.

We define topographic setup by Itopo
S and V topo

S at which we perform the scan-

ning and spectroscopic setup by I spec
S and V spec

S at which we want to perform

spectroscopy (see section 2.2.2). These values are chosen to fit the needs of the

experiment and guided from earlier point spectroscopy and topography mea-

surements. Then the SI-STM follows the following steps:

1. The tip moves to the point (x1, y1) scanning using the topographic setup

(Itopo
S , V topo

S ).

2. After being located at (x1, y1), the setup changes to the spectroscopic setup

(I spec
S , V spec

S ).

3. The feedback is turned off to maintain the same height (see eq. (2.9) and
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(2.12))

4. The bias voltage moves to the first desired Energy grid E1 = eV1.

5. The response current I1(x1, y1, E = eV1) is recorded.

6. The small bias modulation is applied to the tip.

7. The response at the frequency of bias modulation dI/dV(x1, y1, E = eV1) is

recorded. (as detailed in section 2.2.2)

8. Steps 3-7 are repeated for each Ei = eVi

9. The feedback is turned on.

10. The tip moves back to the topographic setup

11. The tip moves to the next point in the desired spatial grid (x2, y2) and

the process repeats for all (xi, yi), yielding the three-dimensional datasets

I(xi, yi, Ei = eVi) and g(xi, yi, Ei) = dI/dV(xi, yi, Ei = eVi)

2.2.4 Relevant Error Correction Techniques for SI-STM

The procedure for establishing the tunneling junctions as described in section

2.2.3 can lead to a systematic error called setup effect. The tunneling current

I(r, z,V) and differential conductance g(r, z,V) at tip-sample separation z, at a

point r on 2D sample surface and at a bias voltage V can be written as:

I(r, z,V) = C(r, z)
∫ eV

0
n(r, E)dE

g(r, z,V) = C(r, z)n(r, E)

(2.16)

where C(r, z,V) captures the surface corrugation, matrix element and current

decay due to tip-sample separation (see eq. (2.9) and (2.12)). As explained in

section 2.2.3, spectroscopic imaging requires establishing a tunnel junction at
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spectroscopic setup I spec
S and V spec

S at each point (which we will denote in fol-

lowing discussion as just IS and VS for brevity) r. Hence we have:

IS (r, z,VS ) = C(r, z)
∫ eVS

0
n(r, E)dE

=⇒ C(r, z) =
IS (r, z,VS )∫ eVS

0
n(r, E)dE

(2.17)

Using eq. (2.16)

I(r, z,V) =
IS (r, z,VS )∫ eVS

0
n(r, E)dE

∫ eV

0
n(r, E)dE

g(r, z,V) =
IS (r, z,VS )∫ eVS

0
n(r, E)dE

n(r, E)
(2.18)

Hence the measured current and differential conductance at E = eV will con-

tain the modulations in density of states at energies E < VS via the factor∫ eVS

0
n(r, E)dE. This imprint will depend on chosen setup voltage VS . Also note

that as eq. (2.16) contains a prefactor C(r, z) which has an exponential depen-

dence on z and can obscure the study of changes with respect to only energy

E = eV which is what we are usually interested in [36]. These effects are col-

lectively known as the setup effect. There are multiple ways to counter this ef-

fect for specific conditions and requirements [30, 32, 36]. We employ a tech-

nique we call setup correction to our acquired g(r, E) = dI/dV(r,E) images to

get rid of the exponential prefactor C(r, z). We perform a pixelwise division of

g(r, Ei = eVi) = dI/dV(r, Ei = eVi) images at each energy layer Ei = eVi with the

current image recorded at the setup voltage (see section 2.2.3) IS (r, Es = eVs).

This operation yields:

I(r, z,V)
IS (r, z,VS )

=

∫ eV

0
n(r, E)dE∫ eVS

0
n(r, E)dE

g(r, z,V)
IS (r, z,VS )

=

∫ eV

0
n(r, E)dE∫ eVS

0
n(r, E)dE

(2.19)
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Hence these quantities are now free of exponential pre-factor C(r, z) and enable

study physical phenomena caused by change in density of states with respect

to energy. This also has advantage of removal of bit noise. Bit noise is caused

because a setup in our software IS leads to an actual setup current only with the

precision of least significant bit (LSB) of the digital to analog converter (DAC)

which has a finite number of bits. Hence the setup current IS at each pixel r can

differ by LSB. This will lead to different tip-sample separation z and exponen-

tially sensitive pre-factor C(r, z) might lead to random noise at each r. Hence

getting rid of C(r, z) by pixelwise division using the setup-correction helps with

bit noise.

2.3 BOREAS: Dilution Fridge SI-STM at Cornell

Performing cryogenic SI-STM is a challenging task as measurements with sub-

angstrom spatial and microelectronvolt energy resolutions are to be made with

enough signal to noise ratio such that the averaging time for an accurate mea-

surement is small enough so that the dewar does not run out of the cryogen.

There are various techniques pioneered in this group which has made this pos-

sible. In this section I briefly mention some salient features of SI-STM which

enabled the collection of data presented in this thesis. For more details please

refer to the Ph.D. thesis of Curry Taylor [37].
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2.3.1 STM Head

The STM head is a homemade design detailed in [38]. Figure 2.6 shows differ-

ent parts of the STM-head. The STM tip is mounted inside a piezo tube which

performs the scanning in x-y and provides the fine z-motion while scanning.

The piezo tube is held in a sapphire prism with shear piezo stacks which pro-

vide coarse z-motion required to move large distances towards or away from

the sample during insertion/removal of samples. The piezo stacks use a slip-

stick motion: they extend(shrink) slowly and static friction keeps them stuck to

the sapphire prism and the whole sapphire prism moves up(down). Then they

shrink (extend) fast to neutral shape and kinetic friction which is lower than

static friction is small enough such that the sapphire prism doesn’t stick and

move back. Hence a net up (down) displacement is achieved in this fashion.

The pressure on sapphire prism against the piezo stacks determines the total

frictional force hence the extent of this slip-stick motion or step size. This pres-

sure is controlled by a ruby ball with screws on a Be-Cu plates which presses

the prism against the piezo stacks. Hence the step-size can be tuned by using

those screws. The body is made of macor which offers high thermal conductiv-

ity and is an excellent insulator. It is also a material with high rigidity which

makes the resonant frequency of the head very high and discourages the cou-

pling of noise. For measuring the location of the sapphire prism with respect

to the macor body, two conducting tubes: one attached to the macor body and

the other to the sapphire prism form a cylindrical capacitor and the capacitance

is measured using a lock-in amplifier in the balanced condition of an electronic

resonance bridge (for more details, please refer to [37]). The sample is glued

onto a brass a sample stud using a silver epoxy which maintains good thermal

and electrical contact and inserted using an insertion rod from the top of the
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Figure 2.6: STM head. a) Front View b) Sectioned view c) Photograph of STM Head

cryostat. The sample stud is pressed in the STM head with Be-Cu plates which

hold it rigidly.

2.3.2 Feedback and Control Electronics

In this section we describe the electronics which are used to control and per-

form the experiments. Figure 2.7 shows a schematic of our feedback and control

electronics. The tip current is passed through a pre-amplifier which amplifies

and converts the current into voltage. This is recorded in an electronic control

unit (ECU). The ECU is controlled by a computer software (Topometrix) which
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allows control over operations and parameters. The topographic scanning is

determined by software parameters and corresponding voltages are output by

ECU which are applied to the piezo-tube to perform scanning. The z-voltage is

determined by PID control with the aim of keeping the tunneling current con-

stant and recorded as the topograph (as described in section 2.2.1). The sample

bias is set by software and output by ECU and passed through a D:1 divider

(typical D=10). The voltage divider is used for a finer control of bias voltage.

For spectroscopy measurements, we connect the Lock-in via a spectra switch.

The Lock-In amplifier applies a bias modulation (after passing through a 100:1

voltage divider and the D:1 divider, to get small energy resolution from a Lock-

In output of 0-5V), takes the response current as input and performs the dI/dV

measurement as described in section 2.2.2 which is finally output to the ECU

for recording via the software. All the coaxes going in the cryostat to the STM

are equipped with π-filters to filter the ambient electromagnetic radiation which

can be a source of noise/heating for ultra-low temperature measurements.

2.3.3 Dilution Fridge

The SI-STM I used for the data collection is aptly named BOREAS, the winged

Greek god of Northern winds and winter. It is equipped with a Kelvinox di-

lution fridge from Oxford Instruments which could go down to 50mK in our

experiments. A schematic diagram of a dilution fridge is shown in figure 2.9.

The mixture 3He/4He is condensed by 1K pot. The temperature of the mixture

needs to be brought down to 860mK where phase separation between lighter

concentrated 3He rich phase and heavier dilute 3He poor phase occurs (see fig-

ure 2.8). The cooldown up to 860 mK from a temperature of 1.2K at the 1K Pot
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Figure 2.7: STM feedback and control schematic showing various components and
interconnections to enable topography and spectroscopy measurements. Figure repro-
duced from [37]

is achieved by evaporative cooling by pumping on the mixture via still with a

powerful circulation-pump (combined with a turbo-pump in some cases). Once

the phase separation occurs, since the enthalpy of 3He in concentrated and di-

lute phases is different, cooling can be obtained by removing 3He from the con-

centrated phase and sending it to the dilute phase, hence the term dilution fridge.

For continuous operation dilution has to occur in a dynamic cycle and 3He

must be removed from the dilute phase to prevent over-saturation and returned

to the concentrated phase to continue the dilution cycle in a dynamic equilib-

rium. Still is maintained at a temperature of 600mK to 700mK at which the
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Figure 2.8: Phase diagram of the 3He/4He mixture. The phase separation occurs start-
ing at T=860mK. Figure from dilution refrigerator article Wikipedia under creative com-
mons license.

partial pressure of 3He is 1000 times that of 4He. Hence pumping on still causes

3He to evaporate preferentially leaving the mixture in still more dilute than in

mixing chamber, creating an osmotic pressure which pulls 3He from the mixing

chamber to the still. The 3He leaving from the mixing chamber is cold and is

used to cool down the returning 3He to concentrated phase via a series of heat

exchangers. At temperatures above 50mK, conventional coiled heat exchangers

work fine. At lower temperatures the Kapitza resistance, the resistance between

the liquid and solid walls increases as 1/T 3 and hence surface contact must be

increased as much as possible. This is achieved by sintered silver heat exchang-

ers. The mixture flowing in the cycle is filtered of impurities by freezing them

using a liquid nitrogen (oil from pump and other organics) and a liquid helium

trap (hydrogen and others) in series. The STM head is mounted on the mix-

ing chamber and all incoming cables are thermalized at various points in the
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Figure 2.9: Schematic of a dilution refrigerator showing various stages. Notice the
phase separated mixture in the mixing chamber where the 3He is removed from lighter
3He rich phase and returned via circulation to the heavier 4He phase, thus producing
cooling by dilution. Mash is a slang for 3He/4He mixture. Figure reproduced from [37]

fridge to ensure excellent thermal contact. We have a thermometer mounted at

the STM-head to monitor the temperature of the sample, which is thermalized

very well due to the choice of BeCu, macor and brass in construction of the STM

head and careful thermal anchorization of all the Nb-Ti coaxes used to carry the

signal.
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2.3.4 Vibration isolation

The tunneling current depends exponentially on the tip-sample distance as

shown in eq.(2.12). Hence to perform a complicated technique as spectroscopic

imaging, we need to maintain the tip-sample distance as constant as possible

to ensure high signal to noise ratio and smaller averaging times, otherwise the

cryostat will warm up before one can finish a measurement. The SI-STM at Cor-

nell has a dedicated structure to achieve this as shown in figure 2.10. The key

in the design of this architecture is to provide a successive stage of resonant fre-

quencies which are very different and hence minimal noise couples to the STM

head eventually. The foundation on which the room rests is separate from the

building for vibrational impedance mismatch. There is an acoustic outer room

which has sand-filled walls and acoustic padding which absorbs sound. The

inner acoustic room is supported on a 30-ton concrete slab (resonant frequency

below 1Hz) which is floated on air-springs for measurements. The dewar con-

taining the experiment is mounted on a 1.5-ton table (resonant frequency ∼ 1.2

Hz) which is supported by air-springs via three 0.5-ton lead-filled legs. Finally

as we mentioned in section 2.3.1, the STM Head has a resonant frequency ∼

3kHz, so this series of vibration isolation structures ensure that almost no vibra-

tions couple the STM head causing a tip-sample distance variations.

2.3.5 RF isolation

For dilution fridge experiments at millikelvin temperatures, RF energy present

in ambient due to phone signals and transmission cables etc. usually at high

frequencies 100MHz-GHz can cause heating. They also contribute to current
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Figure 2.10: Schematic of SI-STM vibration and RF isolated room. Figure is not to
scale. Reproduced from [37]

noise by EMF coupling. To isolate this, the inner acoustic room for our exper-

iments is lined with a Cu sheet which creates a Faraday cage, shielding the SI-

STM from RF noise. The wall need not be very thick as the penetration depth

(δ = 1/(πµσ f )) for Cu at f =100MHz is ∼ 6µm. We employ a 2mm thick Cu sheet

around our inner acoustic room as shown in figure 2.10.
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CHAPTER 3

ADVANCED QUASIPARTICLE INTERFERENCE TECHNIQUES

It was really awe-inspiring when I first learned about the wave-particle duality

and matter waves. One of the most striking moments in my life was to actually

see a matter-wave with my own eyes! SI-STM makes this possible and one such

image recorded for Sr2RuO4 is shown in Fig.3.1.

Before we get into mathematical details, let us have an intuitive idea in col-

loquial terms. A metal is a sea of electrons. More generally, a solid-state system

described by a Hamiltonian H0(k) has eigenstates: quasiparticles which have

wavefunctions ψ(k, E). Small disorder in potentials due to impurities or crys-

tal defects will cause interference of the quasiparticle waves, creating stand-

ing wave modulations in this quasiparticle sea. As we saw in section 2.2.3,

SI-STM can reveal local density of states (LDOS) by imaging conductance

g(r, E) ∝ N(r, E) (Chapter 2). As we shall see in this chapter, this provides a

direct visualization of these modulations in N(r, E) (as can be seen strikingly in

Fig. 3.1) and provides a wealth of information about the waves ψ(k) and hence

about the system Hamiltonian H0(k) itself.

I start by explaining the fundamentals of QPI. Then I will describe how to

calculate quasiparticle interference patterns using a T-matrix formalism. We

look at how to do such calculations for Bogoliubov quasiparticles in a super-

conducting state (also called Bogoliubov quasiparticle interference or BQPI) for

both single and multi-band superconductors. We used these techniques in this

thesis for comparison to experiments on Sr2RuO4 presented in the next chapter.

I will describe a recent advanced analysis technique developed in our
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Figure 3.1: QPI pattern for Sr2RuO4 at T=2K

group [39] to get the information about the sign of superconducting gap out

of the QPI patterns, a technique we dubbed HAEM after the theorists who pro-

posed it [40] (P. J. Hirschfeld, D. Altenfeld, I. Eremin and I. Mazin). For retaining

the phase information of a QPI pattern (a wave), one requires the origin of the

QPI pattern (the defect) to be centered in the field of view (FOV). In a novel

work in this thesis, we have extended this technique to work for multiple de-

fects present in a FOV. I will describe the details of this novel technique here

and show its application to LiFeAs in a later chapter.

3.1 Fundamentals of QPI

A periodic potential in a crystal H0 leads to Bloch eigenstates ψk(r) = eik·ruk(r)

[41]. Where uk(r) is a periodic function with the period of the potential (crystal

lattice). Bloch eigenstates are characterized by well defined quantum numbers,
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momentum k and energy ε(k) given by H0ψk(r) = ε(k)ψk(r). The dispersion

ε(k) is the important sought after quantity which characterizes the system and

probes like ARPES can measure it directly [42]. SI-STM measures LDOS (E, r),

which is given as:

LDOS (E, r) =
∑

n

|Ψn(r)|2 δ (E − εn) (3.1)

where n denotes quantum numbers for eigenstates with energy εn. Substituting

the Bloch wavefunction, one can see that the k information is lost because the

expression involves absolute value squared of the factor eik·r. Hence in a perfect

crystal, SI-STM will not be able to see any dispersion in the form of a QPI but

will only see |uk(r)|2 which will just be a periodic function.

However, any real material will have disorder in the perfectly periodic po-

tential in the form of missing atoms, impurity atoms etc. This can cause scat-

tering of the Bloch eigenstates (which are no longer true eigenstates), leading

to mixing of states with different momenta k but same energy ε(k) in the case

of elastic scattering. This is what gives birth to quasiparticle interference or QPI

patterns. Consider SI-STM LDOS measurement for a simple case of mixing of

two Bloch eigenstates with k1 and k2 with the same energy E. From eq. (3.1),

we see that we will measure at energy E:

|Ψ(r)|2 =
∣∣∣eik1·ra1uk1(r) + eik2·ra2uk2(r)

∣∣∣2
=

∣∣∣a1uk1(r)
∣∣∣2 +

∣∣∣a2uk2(r)
∣∣∣2 +

(
a1uk1(r)a∗2u∗k2

(r)ei(k1−k2)·r + c.c
) (3.2)

Hence we see that we get modulations in LDOS at q = k1 − k2, which will

be observed in the recorded images at a wavelength λ = 2π/q. This is the QPI

pattern.
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3.2 A Simple QPI Example Study: Determining the Dispersion

of The Quasiparticles

The ability to directly image the quasiparticles in a system gives us a wealth

of information about the underlying Hamiltonian. One key information is the

dispersion relation (the band structure for a conventional metal), the energy-

momentum states which the quasiparticles live in. We illustrate how this is

done practically using a simple case of a free electron gas, an ideal metal.

Consider the Hamiltonian for a free electron gas:

H(k) =
~2|k|1

2m∗
(3.3)

where m∗ denotes the quasiparticle effective mass. The scattering will mix eigen-

states of different k. The kinematic constraint q(E) = k1 − k2, which is an ”‘on-

shell”’ approximation, ensures that the scattering intensity response at these q

are distinct from the rest of the q-space. Moreover, for any E > 0 such a kine-

matically constrained q, defines the interior of a constant energy contour (CEC),

which in the case of an ideal metal will be given by:

4E =
~2(k2

x + k2
y)

2m∗
(3.4)

If we hold the direction of the scattering q = q̂ fixed, the on-shell processes are

allowed for 0 < |q| < 2kF(q̂). This is denoted by blue arrows on a CCE in Fig. 3.2.

However, it turns out [? ] that the response is singular at extremal points of this

construction. Hence we get a high intensity at k(E) − (−k(E)) = 2k(E) which is

denoted by a red arrow on the CCE in Fig. 3.2. 1

1This is a very simplistic interpretation. The type and strength of impurity can strongly affect
the magnitude and phase of scattering and cause a non-trivial response in q.
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Figure 3.2: QPI wavevectors for a constant energy contour at E for an ideal metal.
Blue arrows indicate the allowed wavevectors q. The red arrow indicates the extremal
q(E) = 2k(E)

𝒒 𝐸 = 2𝒌(𝐸)

a. b.

𝒒 𝐸

Figure 3.3: Simulated QPI response in an ideal metal. a) The real space QPI in an ideal
metal. b) The Fourier transform of the real space BQPI pattern showing the response at
q(E) = k(E) − (−k(E)) = 2k(E)

Fig. 3.3a shows a simulation (we will discuss how to do a QPI calculation in

3.3) of QPI in real space for an ideal metal with a single impurity in the center of

the FOV. The Fourier transform as shown in Fig. 3.3b shows that the response

is singular at q(E) = 2k(E). From these constraints on the intensity of QPI, we

can figure out the dispersion of quasiparticles. Fig. 3.4 shows this procedure.
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𝑞(𝐸)

𝐸(𝑘)

𝑘

real-space q-space k-space

𝑘(𝐸)

a. b. c.

Figure 3.4: Extracting the dispersion of quasiparticles using QPI. a) The real-space
g(r, E) measured with SI-STM.(For demonstration here, we show simulations for an
ideal metal.) b) The Fourier transform of the real space images revealing wavevectors
q(E) at each E. c) k(E) inferred from set of images in b). Here for an ideal metal, k(E) =

q(E)/2, but c) is evidently not to scale but zoomed to show the parabolic dispersion for
demonstration purposes.

We first image the QPI by recording g(r, E) using the procedure described in

the section. 2.2.3 at the desired energies. This leads to the real-space images

(simulated here using methods described in section 3.3 for a single impurity in

the center of a FOV.) shown in Fig. 3.4a. Then we take the Fourier transform of

all the images which shows the q-vectors q(E) present in the QPI pattern at each

energy E as shown in Fig. 3.4b. From this information, the k can be inferred at

each energy wherever possible. For the case of an ideal metal, as we discussed

and as shown in Fig. 3.3, q(E) = 2k(E). Hence k(E) = q(E)/2. This relationship

can be used to construct the band dispersion, as shown for the case of ideal

metal in Fig. 3.4c. (Note that the Dif. 3.4c is not to scale, but zoomed to show the

parabolic dispersion clearly.)
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This is a very powerful tool to determine quasiparticle dispersion in a va-

riety of important condensed matter systems to reveal the physics of the un-

derlying Hamiltonian [32, 31]. Some notable examples are topological insula-

tors [43], Kondo systems [44], cuprate superconductors [45], iron-based Super-

conductors [46, 39], heavy-fermion superconductors [47], candidate topological

superconductors [48]. ARPES also reveals this information in a more direct way

by measuring the momenta k(E) of photoexcited electrons directly [42] (as op-

posed to SI-STM which reveals q(E) and getting to k(E) from q(E) is a matter of

solving a puzzle and it might get complicated for certain systems.). However,

the STM has the advantage that it can reach really low temperature of opera-

tion (this thesis reports QPI at 90mK for Bogoliubov quasiparticles in Sr2RuO4

in Ch. 4) which leads to a much higher energy resolution going as high as micro-

electronvolts (as compared to millielectronvolts for an ARPES operating at few

K. This limitation in temperature occurs because ARPES needs an optical access

to the sample to excite the electrons.). Also, ARPES can measure the dispersion

only below the Fermi level, as it needs to excite the electrons in the sample from

the filled states. However, since tunneling can occur into the empty states as

well as out of the filled states, SI-STM can measure the dispersion both below

and above the Fermi level.

3.3 T-matrix Formalism for Calculating QPI

In this section, we describe how to calculate the scattering pattern resulting from

QPI. Let us consider a tight binding Hamiltonian in the real-space

H0(k) =
∑
α,β,k

εαβ,kc†αkcβk (3.5)
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where α, β denote the orbitals. The Green’s function for this unperturbed sys-

tem, also called the bare Green’s function can be written as

G0(k, E) = (E + iδ − H0(k))−1 (3.6)

where δ is the energy broadening parameter inherent in any real probe. In

SI-STM, we take it to be energy resolution/bias modulation (see sec. 2.2.3).

Now let us consider elastic scattering due to an impurity potential. The

impurity potential interacts via Coulomb potential to the rest of the electronic

states in the system. For good metals, the Coulomb interaction is screened at

a length scale of the order of lattice spacing, hence impurity potential is usu-

ally taken to be localized in space and represented by a delta function such as

U(r) = U0δ(r− r0) for an impurity located at r0 [49]. Since the impurity potential

breaks translational symmetry, in momentum space, Ukk′ mixes two different

momentum eigenstates k and k′ by scattering one eigenstate into another at the

same energy. Multiple scatterings from this impurity can be taken into account

exactly using a T-matrix which is best explained by a Feynman diagram [49] as

shown in Fig. 3.5:

From the Feynman diagram 3.5, we can write the full Green’s function for the

system including the scattering process in terms of the bare Green’s functions

using T-matrix T as:

G(k,k′, E) = G0(k, E) + G0(k, E)Uk,k′G0(k′) +
∑
k′′

G0(k, E)Uk,k′′G0(k′′)Uk′′,k′G0(k′) + . . .

= G0(k, E) + G0(k, E)T (k,k′, E)G0(k′, E)

(3.7)
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Figure 3.5: Feynman diagram for T-matrix treatment of the QPI process. The thick
line represents the full Green’s function while the thin lines represent the bare Green’s
function. The dashed lines represent the scattering process. Figure reproduced from
[49]

Where by definition, T-matrix is given by an infinite series

T (k,k′, E) = Ukk′ +
∑
k′′

Ukk′′G0(k′′, E)Uk′′k′

= Ukk′ +
∑
k′′

Ukk′′G0(k′′, E)T (k′′,k′, E)
(3.8)

Imagine a scattering process at a given difference wavevector k′ −k = q. The

number of particles per unit energy, the density of states is given as:

δN(q, E) = −
1
π

Im
∑

k

G(k,k + q, E)

= −
1
π

Im
∑

k

G(k, E) −
1
π

Im
∑

k

G0(k, E)T (k,k + q, E)G0(k + q, E)

= N0 + δN(q, E)

(3.9)

where − 1
π
Im

∑
k G0(k) = N0 is the unperturbed density of states. Thus the mod-

ulation in the density of states, the QPI pattern in q-space is given as:

δN(q, E) = −
1
π

Im
∑

k

G0(k, E)T (k,k + q, E)G0(k + q, E) (3.10)
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Since energy is conserved in elastic scattering, only the directions of the mo-

menta of eigenstates are changed by the scattering. If scattering is considered

isotropic, then the k-dependence of potential is lost as Ukk′ = U which leads

to a much-simplified expression for the T-matrix in a closed form in terms of

potential U and bare Green’s function G as:

T (E) = U + U
∑

k

G0(k, E)T (E)

T (E) − U
∑

k

G0(k, E)T (E) = U

(I − U
∑

k

G0(k, E))T (E) = U

T (E) =

I − U
∑

k

G0(k, E)

−1

U

(3.11)

3.4 Calculating Bogoliubov QPI

As discussed in section 3.1, QPI pattern results from elastic scattering from the

defects and encodes the k-space structure of the states at a given energy. Hence

k-space structure of constant contours of energy or CCEs can be inferred from

QPI experiments. In a superconductor, we are interested in the momentum-

space structure of the superconducting gap ∆(k). The canonical excitations in

a superconducting ground state are Bogoliubov quasiparticles as mentioned in

section 1.1.3. CCEs for Bogoliubov quasiparticles follow the dispersion relation:

E(k) =
√
ε(k)2 + ∆(k)2 (3.12)

where ε(k) is the normal state dispersion.

Therefore, the CCEs for Bogoliubov quasiparticles encode the k-space struc-

ture of superconducting gap ∆(k) which can be revealed by Bogoliubov quasi-
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particle interference (BQPI).

In a spinor basis (c†k↑, c−k↓) The Bogoliubov de Gennes Hamiltonian is given

by (section 1.1):

HBdG(k) =

 ε(k) ∆(k)

∆∗(k) −ε(k)

 (3.13)

Where ε(k) =
∑

kσ tc†kσ, ckσ is the normal state dispersion (usually in tight binding

parametrization) and ∆(k) is the superconducting gap.

The Green’s function is given as:

G0(k, E) = (E + iδ − HBdG(k))−1 (3.14)

where we take the energy broadening parameter to be the thermal energy res-

olution 3.5kBT or bias modulation for SI-STM experiments (see section 2.2.3).

Bare Green’s functions can be used to calculate the spectral density function

A0(k, E), which is useful to visualize how the local density of states of quasipar-

ticles is affected by the superconducting gap (though it should be kept in mind

that they are not CCEs). A0(k, E) is given as:

A0(k, E) = −
1
π

ImG0(k, E) (3.15)

The leftmost column of Fig. 3.6 shows the A0(k, E) calculated for

Bi2Sr2CaCu2O8+δ for multiple subgap energies. It can be seen how a dx2−y2-wave

gap of the form ∆(k, E) = ∆(cos kx − cos ky) with nodes along [1, 1] leaves quasi-

particles along [1,1] as we go inside the gap and gaps out the other states.

We perform the Fourier transform to get Green’s functions in real-space as
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they are useful in saving computations as we shall see.

FG0(k, E) = G0(r, E) (3.16)

where F denotes the Fourier transform.

We assume isotropic scattering and hence the T-matrix is momentum-

independent and is given using (3.11) as:

T (E) =

I − Us

∑
k

G0(k, E)

−1

Us (3.17)

where Us is the scattering potential strength, we choose it to be usually t, the

tight binding parameter. This expression for T-matrix can be simplified in terms

of the real-space Green’s function because
∑

k G0(k, E) = G0(0, E). Thus

T (E) = (I − UsG0(0, E), E))−1Us (3.18)

Finally, the perturbation in the density of states can be calculated using

eq. (3.10) as:

δN(q, E) = −Im

∑
k

G0(k, E)T (E)G0(k + q, E)


11

(3.19)

Where [. . . ]i j denotes the spinor index for the basis used in BdG Hamiltonian.

We are, hereby counting only one spin, but the other spin is trivially related as

the number of spin-up and spin-down species will be equal in the absence of

magnetic scattering.

Let us try to write the expression in eq. (3.19) as a convolution.

δN(q, E) = −Im
∑

k

G0(k, E)T (E)G0(q + k, E)

= −Im T (E)
∑

k

G0(k, E)G0(q − (−k), E)
(3.20)
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The sum is over whole of k-space. Hence the summing variable k can be

replaced by −k. Also, let us define G1(k) = G0(−k). Then, in terms of κ = −k,

dk = dκ and G0(k) = G1(κ). The expression for δN then clearly can be written as

a convolution using these definitions as:

δN(q) = −Im

∑
κ

G1(κ, E)T (E)G0(q − κ, E)


11

(3.21)

Now we can use convolution theorem of Fourier Transforms:

F [ f ∗ g] = F [ f ] · F [g] (3.22)

Hence we can express the convolution in k-space in eq. (3.21) with their

Fourier transforms counterparts using the convolution theorem mentioned in

eq. (3.22) to get δN(r) as:

δN(r, E) = −Im [T (E)G1(r) · G0(r)]11

= −Im [T (E)G0(−r) · G0(r)]11

(3.23)

where G denotes the real-space Fourier counterparts of momentum-space G0

and · denotes element-wise multiplication (as opposed to matrix product). Us-

ing this expression, we can get δN(r, E) and performing a Fourier transform, we

can get δN(k, E).

The middle column of Fig. 3.6 shows the real-space BQPI pattern δN(r, E)

calculated for Bi2Sr2CaCu2O8+δ for multiple subgap energies. The rightmost

column shows the Fourier Transform of these images, the δN(q, E), which was

originally calculated by Wang and Lee [50] to show that the experimental scat-

tering pattern visualized by Hoffman et.al [45] in a pioneering first of its kind

experiment, indeed comes from BQPI.
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Figure 3.6: Example of T-matrix calculations of BQPI in Bi2Sr2CaCu2O8+δ. Left column
shows A0(k, E) calculated using eq. (3.15). As we cautioned, it is not exactly the constant
contours of energy, but it is good indication to see how electron bands are gapped as
we move within the superconducting gap. Middle column shows the real-space BQPI
pattern δN(r, E) in local density of states (LDOS). The right column shows δN(q, E), the
Fourier transform of BQPI δN(r, E) which helps us visualize the subgap momentum-
space structure [45, 50]

.
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3.4.1 Calculating Multi Band BQPI

The main subject of this thesis, Sr2RuO4 is a multiband system. In this section

we discuss how to deal with a multiband system. For multiband systems, apart

from usual intraband scattering, interband scattering also needs to be taken into

account. We will present a two-band model for bands x and y. For more bands,

a similar approach can be followed. We first choose a spinor basis for writing

down the BdG Hamiltonian: ψ† = (c†x,k↑, cx,−k↓, c
†

y,k↑, cy,−k↓) we get a Bogoliubov de

Gennes Hamiltonian
∑

k ψ
†(k)Ĥ(k)ψ(k) where:

Ĥ(k) =



εx(k) ∆x(k) εh
xy(k) 0

∆∗x(k) −εx(k) 0 −εh
xy(k)

εh
xy(k) 0 εy(k) ∆y(k)

0 −εh
xy(k) ∆∗y(k) −εy(k)


(3.24)

where εx, εy are the normal state dispersion of x and y, εh
xy is the hybridization

term between x and y and ∆x,∆y are the gap functions for bands x and y.

The overall scattering potential, taking both the interband and the intraband

scattering into account can be expressed in the same basis as:

Us =



Uintra 0 Uinter 0

0 −Uintra 0 −Uinter

Uinter 0 Uintra 0

0 −Uinter 0 −Uintra


= (UintraI + Uinterσx) ⊗ σz

(3.25)
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With this U, the T-matrix for all scattering processes is given as:

T (E) =

I −
∑

k

G0(k, E)Us

−1

Us (3.26)

Finally the change in the density of states is given as:

δN(q) = −Im
∑
i=1,3

∑
k

G0(k + q, E)T (E)G0(k, E)


ii

(3.27)

Where, we are summing over Bogoliubons (Bogoliubov quasiparticles) spin

indices 1, for x band and 3 for y band for a single spin species, as explained

in the previous section. Similar to the previous section, for practical ease we

Fourier Transform the k-space Green’s functions to r-space. And the simplified

final expression becomes:

δN(q, E) = −Im
∑
i=1,3

[T (E)G0(−r) · G0(r)]ii (3.28)

For examples of such calculations, please see our work on Sr2RuO4 in chap-

ter4 of this thesis.

3.5 HAEM Scheme for Phase Information

As we saw in previous sections, Bogoliubov quasiparticle interference encodes

the information about ∆(k). While there are many techniques to measure |∆(k)|,

there are few techniques for measuring the phase of the superconducting gap
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∆(k). P. J. Hirschfeld, D. Altenfeld, I. Eremin and I. Mazin (HAEM) proposed

a scheme [40] where the sign of superconducting gap can be determined with

the help of BQPI. Let us consider the scattering of Bogoliubov quasiparticles

between two bands µ and ν. The BQPI scattering intensity is given by eq. (3.27)

:

δN(q, E) = −Im
∑
α=µ,ν

∑
k

G0(k + q, E)T (E)G0(k, E)


αα

= −Im
∑
k,µ,ν

Gµ
0(k + q, E)T µν(E)Gν

0(k, E)

= −
1
2

Im
∑
k,µ,ν

Tr(τ0 + τ3)Gµ
0(k + q, E)T µν(E)Gν

0(k, E)

(3.29)

Where Pauli matrices τi represent Nambu space. As in our BQPI calcula-

tions, we take the T-matrix to be independent of momentum(assuming point-

like potential scatterer ). This allows us to take it outside the summation and

use the approximate expression for integrated Green’s function [40] for an ideal

free 2D electron gas (ideal metal) having a flat DOS near Fermi level.∑
k

Gν
0(k, ω) ' iπρν

ωτ0 + ∆ντ1√
ω2 − ∆2

ν

(3.30)

Under Born approximation for weak scatterers, the T-matrix can have con-

stant components in different Nambu channels, depending on the scattering

mechanism. Magnetic scattering is in the τ1 channel, where spins are required

to be flipped; while non-magnetic spin preserving potential scattering is in τ3

channel. Since we will be considering non-magnetic potential scattering only,

we take the T-matrix to be T = t3τ3. Using these simplifications and the inte-

grated Green’s function in eq. (3.30), the interband scattering between the bands

61



µ and ν can be written as:

δNinter(ω) ' −2π2t3ρµρνIm
Tr(τ0 + τ3)(ωτ0 + ∆µτ1)τ3(ωτ0 + ∆ντ1)√

ω2 − ∆2
µ

√
ω2 − ∆2

ν

= −2π2t3ρµρνIm
ω2 − ∆µ∆ν√

ω2 − ∆2
µ

√
ω2 − ∆2

ν

(3.31)

Where we don’t have the q-dependence as we sum the δN around q = q0 where

q0 is the scattering vector where the in-gap scattering between the bands µ and

ν occurs in q-space in BQPI.

From this expression, it can now clearly be seen that the imaginary part will

be non zero for energies between the two gaps ∆µ and ∆ν. For analysis of this

expression analytically, limit ∆µ → ∆ν helps. Under this limit

δNinter(ω) =


−2π2t3ρµρνδ(ω − |∆µ|) for sgn ∆µ∆ν < 0

0 for sgn ∆µ∆ν > 0
(3.32)

Hence, this establishes a quantity which is clearly different depending upon

whether the sign of the gap on the two bands are the same or opposite. In reality,

without all out simplifying assumptions, we look at the particle hole symmetric

BQPI which we define as:

ρ−(E) = Re δN(E) − Re δN(−E) (3.33)

The realistic calculations not in the limits mentioned in our derivation of ex-

pression, do not actually lead to ρ−(E) being singular for sgn∆µ∆ν < 0 like delta

function but it peaks at ω ≈ ∆µ,∆ν and does not change sign between them.

Similarly deviating from the analytical expression in realistic case, ρ−(E) is not

exactly 0 for sgn∆µ∆ν > 0 for all energies, but now has a significantly smaller

peaks at ω ≈ ∆µ,∆ν than the case with sgn∆µ∆ν < 0 and changes sign between

them. Hence measurement of ρ−(E) in the region around q = q0 for interband
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scattering between two pockets, can tell us whether the sign of superconduct-

ing gap is the same on both of them or does the sign change from one pocket to

another.

3.5.1 Applied HAEM For Single Impurities

This idea was applied for the first time in our group by Sprau et al. [39] on FeSe

to determine that the superconducting gap changed sign between electron and

hole bands and establish that the gap symmetry is s± in FeSe. In this section

below, we briefly mention how this technique was applied practically on real

data. This also serves as a motivation as to why the improvement we propose

for this technique is important.

FeSe is an iron-based superconductor with a lattice shown in Fig. 3.7a. Se

atoms are either above Fe plane or below Fe plane, forming a square lattice. The

Fermi surface can be represented in so-called 1Fe or 2Fe-zone, represented by

dashed and solid lines in Fig. 3.7b. It consists of a hole pocket α around Γ-point

and electron pockets ε/δ around X/Y points.

Sprau et al. analyzed the scattering between the α and ε pockets [39]. This

scattering vector is shown in Fig. 3.8a labeled as p1. G1 and G2 denote the Bragg

scattering vector. Since HAEM is a phase-sensitive technique, the interference

pattern in BQPI needed to be recorded for a single impurity which is centered

in the FOV as shown in Fig. 3.8b. This was a key part of realizing the HAEM

scheme. The ρ−(E) calculated from BQPI for the single atomic defect from FeSe

is shown in Fig. 3.8c, where the feature for scattering which was under study

(Fig. 3.8) is circled. The ρ−(E) calculated from ρ−(q, E) summed over the circle
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Figure 3.7: FeSe lattice and Fermi Surface. a) shows the lattice structure of FeSe with
2-Fe unit cell shown with solid lines and 1-Fe unit cell shown with dashed lines. b)
shows the Fermi surface with hole pocket α around Γ-point and electron pockets ε/δ
around X/Y points. Figures reproduced from [39]

shown in Fig. 3.8c in Fig. 3.8 as black data points. As mentioned in the previous

section outlining the scheme, ρ−(E) does not change sign and peaks within the

gap values. The theoretical calculations were performed for both sign-changing

s± and sign-preserving (s++) gaps and the curves are overlaid on the data and it

can be seen that sign-preserving ρ−(E) is much smaller than sign-changing ρ−(E)

as expected with s± case tracking the data much closely. This established that

FeSe has spm gap symmetry [39], which was the first use of HAEM scheme for

gap sign determination.

3.5.2 HAEM Scheme for Multiple Atom

Centering the FOV to a single atomic defect was key to realize the HAEM

scheme as a phase-sensitive technique. However this also imposes certain limi-
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Figure 3.8: BQPI experiment on FeSe for implementing HAEM scheme. a) The scat-
tering vector between α and ε band which was studied for superconducting gap sign.
b) the FOV with a single atomic defect where BQPI was recorded. Red crosses denote
the Se above atoms which are seen as bright atomic features in topograph. The yellow
pluses denote the Fe which lie between Se sites as shown. c) The ρ−(q, E) calculated
from the BQPI pattern recorded in FOV shown in b), the scattering feature expected
from a) is circled. d) The experimental data points for ρ−(E) obtained by summing
ρ−(q, E) over the region circled in c) for the scattering under study as shown in a) and
the theoretically predicted ρ−(E) curves for s++ and s± overlaid. Figures reproduced
from [39].
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tations on this technique. It can be used only on materials where a) the disorder

intensity was low enough that a single atomic defect can be isolated b) the BQPI

signal from a single atomic defect is strong enough. We remedy these limita-

tions in the new multi-atom scheme we propose in this thesis. It can be seen

that the q-resolution is limited because of the FOV size restrictions which arise

because single atomic defect centered FOV is required. Our new scheme also re-

moves this issue. Please see chapter 5 for the details of this technique where we

reproduce the results for FeSe and apply it on LiFeAs to find the gap symmetry.
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CHAPTER 4

Sr2RuO4: MILLIKELVIN MULTIBAND QPI

When I first joined the Davis group, I was very excited to work on topological

systems. Sr2RuO4 was a primary candidate for bulk topological superconduc-

tivity at the time and this formed the motivation for our studies. We have one

of the few milliKelvin SI-STMs in the world which are capable of performing

Bogoliubov quasiparticle interference (BQPI) hence this was an ideal albeit a

very challenging problem for us to tackle. In this chapter, I first describe why

the superconductivity in Sr2RuO4 has been a mystery for 25 years. Then I detail

our experimental work aimed at understanding the superconducting state of

Sr2RuO4. I describe the BQPI calculation which was instrumental for us to test

our experimental results against different models. Finally, I put our results in

the context of recent remarkable developments based on our experimental stud-

ies, I discuss what conclusions can be made about the superconducting state of

Sr2RuO4.

4.1 Sr2RuO4: Mystery for 25 years

This section presents important developments in the saga of Sr2RuO4 which are

important to put our work into perspective. For such an intensively investi-

gated material, it is difficult to cite all the relevant work. Any omissions are

results of my ignorance and I apologize for that. I owe immense gratitude to

the researchers who have worked tirelessly on this challenging problem over

the years and our work presented in this thesis is indeed standing on the shoulder

of giants.
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Figure 4.1: The Fermi surface of Sr2RuO4

Discovered in 1994 [51], the year this thesis is being written (2019) completes

25 years of mysterious superconductivity [52] in Sr2RuO4. The discovery of

cuprates spurred a search for superconductivity in other transition metal ox-

ides. Success was achieved with Sr2RuO4. However, the properties of Sr2RuO4

are very different from cuprates. The superconductivity appears at a very low

temperature and is very sensitive to impurities [53] as compared to high tem-

perature and robust superconductivity of cuprates. The normal state is a well

defined and well understood Landau-Fermi liquid [54, 55, 56] as compared to

highly anomalous normal state of cuprates. The Fermi surface of Sr2RuO4 con-

sists of three bands derived from Ru t2g orbitals as shown in Fig. 4.1. Quasi-1D

dxz and dyz orbitals hybridize to yield an electron like pocket around Γ-point,

called β band and a hole like pocket around X point, called α band. Quasi 2-D

dxy orbital leads to an electron like pocket around Γ-point, called γ band.
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Sr2RuO4 started garnering attraction for being an exotic superconductor

very early. Just after a year of its discovery, based on the similarity of effec-

tive masses to 3He and strong Hund’s rule coupling, Rice and Sigrist proposed

that Sr2RuO4 can be an electronic analog of 3He [57]. A triplet pairing was pro-

posed to be arising from ferromagnetic fluctuations on γ band leading to an

odd parity superconductor which is topological in nature [58]. Knight shift [59]

experiments are an important tool to probe triplet pairing. In simple terms,

Knight shift is the shift in NMR frequency of an atomic nucleus when the atom

is in a magnetic vs. non-magnetic environment. In the case of superconductiv-

ity, as a material enters superconductivity, Cooper pair form from the individ-

ual metallic electrons. If pairing is singlet, the magnetic environment caused

by metallic free electrons gets weaker as 2 spin-1/2 electrons combine into a

Cooper pair of spin-0. Hence a drop in Knight shift is expected. However, if the

pairing is triplet, 2 spin-1/2 electrons combine into a Cooper pair of spin-1 and

the magnetic environment at the probed nucleus remains unchanged. Hence

Knight shift remains unchanged as a result. First Knight shift experiment for

Sr2RuO4 using 17O NMR showed no change in Knight shift causing much excite-

ment [60]. Early µSR [61] and Kerr effect experiments [62] showed time-reversal

symmetry breaking. All this evidence pointed towards a gap of the form kx + iky,

on the gamma band originating from Ferromagnetic fluctuations.

However, the story was far from complete. A kx + iky order parameter leads

to a full gap around the Fermi surface: |∆(k)2| = kx
2 + ky

2. But linear depen-

dence of electronic specific heat capacity in the gap [63], temperature depen-

dence of London penetration depth [64], attenuation rate of ultrasound [65] and

field-oriented specific heat measurements [66] all pointed towards gap nodes or

deep minima in the gap. A lot of development in the theory followed to rec-
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oncile these observations without changing the main idea of a gap on γ band

due to ferromagnetic fluctuations. Orbital dependent superconductivity was

proposed with γ band harboring the major gap or active gap, while induced

gap occurs on α : β bands which might have deep minima to explain residual

quasiparticles at low temperatures [67]. Though very unlikely for a 2D material

like Sr2RuO4, an accidental horizontal node may occur if inter-planar hopping

is taken into account [68] which may also explain some of the observed effects in

experiments. Orbital dependent calculations were done showing deep minima

on α : β bands exist but the major gap of the form sin(kx) + isin(ky) gap on γ band

was still considered the mainstay [69, 70, 71, 72].

Despite these important developments, this picture still had multiple unre-

solved issues. An important one is the absence of spontaneous magnetic fields

and edge currents which a kx+iky gap should possess as a result of topology [58].

Very sensitive SQUID and scanning hall probe measurements have not found

such fields/currents within 1mG [73, 74, 75] which stand in contrast with the

time-reversal symmetry observations in µS R and polar Kerr effect experiments.

An alternative view for the mechanism of superconductivity Sr2RuO4 was born

out of neutron scattering revelations that ferromagnetic fluctuations on the γ

band are quite weak but strong antiferromagnetic fluctuations existed at nest-

ing wavevectors (±0.6π,±0.6π, 0) for α : β bands. This led to the development

of a picture that α : β bands are major bands instead of γ band and the gap has

minima lying along [1,1]. It turned out that this picture could also explain many

experimental results [76] including the important absence of edge currents in

SQUID experiments [77, 78]. These fascinating developments in the study of

Sr2RuO4 have been reviewed in Ref. [17] and [18].
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In recent years, the landscape of Sr2RuO4 research has been changed radi-

cally by multiple experiments and this is where our studies of Sr2RuO4 enter

the scene. In the following sections we will describe our experimental effort in

detail and discuss the results and conclusions in the light of the latest status in

the fascinating story of Sr2RuO4 in the last section.

4.2 Experimental Details for QPI and BQPI studies

It is clear from the discussion in the previous section that the gap on Sr2RuO4

possesses deep-minima/nodes. An important part of the problem is then, to

probe the quasiparticle excitations at ultra-low energies: which bands and what

k-space locations they come from; so as to finally figure out the gap structure

which is a big experimental lead to figure out the pairing mechanism (1.2). We

employed our dilution-fridge equipped SI-STM (chapter 2) to address this is-

sue. High purity samples were grown using the floating zone technique [79] by

Maeno group at the University of Tokyo. In this section we describe the meth-

ods and procedures for data acquisition and analysis for Sr2RuO4 BQPI studies.

4.2.1 Normal State of Sr2RuO4

We first studied Sr2RuO4 at 2.1K, with the aim to study the normal state to form

the basis for our superconducting state studies later. We performed the scan-

ning dI/dV spectroscopy acquire a map (as explained in section 2.2.3) on a grid

of 256x256 pixels in a 50 nm field of view (FOV) with Vs = 20mV and Is = 40pA

and an energy range of E = +20meV to E = −20meV. The resulting g(r, E) images
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reveal vivid beautiful quasiparticle interference (QPI) in real space. A represen-

tative image is shown in Fig.4.2a. These images are setup-corrected as described

in section 2.2.4. I must add, this was one of the biggest moments of awe in my

physics journey to see electrons (quasiparticles) behave so clearly as waves. We

take the power spectral density of the real space images to reveal the scattering

wavevectors present at each energy, which encode the information about the

electron spectral density, the normal state bands in this case. Fig.4.2b shows the

corresponding power spectral density image in q-space . The major scattering

vectors are shown with color-coded arrows. The same arrows are overlaid on

the bands of Sr2RuO4 in Fig.4.2c to show what scattering in the k-space leads

to the features in the measured q-space. This analysis shows that the tunneling

occurs preferentially to α : β bands in Sr2RuO4 rather than γ band, a fact con-

sistent with other STM experiments on Sr2RuO4 [76, 80]. This perhaps happens

because the 2-D character of dxy-band allows for a negligible overlap with the

orbital at the end of the STM-tip. To get k-vectors from q-vectors, we can use

the following equations which result from identification as shown in Fig.4.2c.

kα =
π

a
−

qα
2

kβ =
qβ
2

(4.1)

We extract q-vectors from each energy and extract k-vectors using eq.(4.1). We

overlay (kx, ky) extracted from our QPI on the ARPES Fermi surface [56] in

Fig.4.2d, which shows very good agreement with bulk bands and hence estab-

lishes that we can identify α : β bands with great accuracy regardless of surface

state contributions. Moreover we extract Fermi surface parameters and com-

pare it with quantum oscillation experiments [54] in Table 4.1. For such com-

parison it should be kept in mind that we derive our k-vectors from measured
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Figure 4.2: The normal state studies of Sr2RuO4. a) Vivid QPI oscillations as seen in
setup corrected g(r, E = 20meV) image at recorded at T=2.1K. b) Fourier Transform of the
image in a. Arrows indicate the major scattering features. Red (Blue) arrow indicates
intra (inter) beta (alpha) band scattering as shown in c. c) Fermi Surface of Sr2RuO4
with major scattering vectors as identified in b. overlaid. d) The (kx, ky) points for β
(pink) and α (cyan) bands calculated using eq. (4.1) from the q-vectors identified from
E = 0 layer overlaid on ARPES Fermi Surface [56]

.
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q-vectors along maximum intensity directions [1,0] (Fig.4.2b) while quantum

oscillation averages the quantities along the whole Fermi surface.

Quantity Our Experiment Mackenzie et al. [54]
kF,α measured at E = 0 (1/A) 0.30 ± 0.02 0.30 ± 0.0006
kF,β measured at E = 0 (1/A) 0.55 ± 0.02 0.621 ± 0.008

Table 4.1: Comparison of FS parameters determined by our experiment and by Quan-
tum Oscillation experiments by Mackenzie et al. [54]

In conclusion, the normal state studies establish:

• The tunneling occurs preferentially to α : β bands.

• We can identify the α : β bands accurately.

These observations are key to what follows in our quest to study the super-

conducting state of Sr2RuO4

4.2.2 Superconducting State of Sr2RuO4

To study the superconducting state of Sr2RuO4, we cool down to 90mK using

our dilution fridge. We do that with the same sample we used during our nor-

mal state studies. Measurements at such low temperatures to achieve high en-

ergy resolution are challenging because one has to use a very small bias modu-

lation ( 75µeV). In Sr2RuO4, this is especially challenging because the supercon-

ductivity is quite fragile in this material [53]. Since we want to probe supercon-

ductivity deep within the gap, the Tc needs to as high as possible which allows

for a very small impurity density. And the fewer impurity scatterers means

smaller BQPI signals. Our SI-STM as described in detail in chapter 2, is one of
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Figure 4.3: The tunneling spectrum on the superconducting Sr2RuO4

the few in the world which could have achieved this feat and I am fortunate to

work with it and I feel grateful to all collaborators in having this opportunity.

Fig.4.3 shows a typical tunneling spectrum on the surface of Sr2RuO4 which

shows a well-developed superconducting gap of size ∆ = 350µeV. The gap is V-

shaped which indicates that the gap is anisotropic and possesses minima [76].

We perform dI/dV spectroscopy as mentioned in section 2.2.3 on a 128x128 pixel

grid in a 20nm FOV with Vs = 1mV and Is = 40pA. Fig.4.4a shows the topograph

recorded while recording the map (see section 2.2.3). the impurities are circled

with a red dashed line. Fig. 4.4b shows real space g(r, E) image which are setup

corrected (as mentioned in section 2.2.4). It can be seen that the quasiparticle

density diminishes inside the gap. However it stays finite and even at E =

0, a finite density of Bogoliubov quasiparticles exists. This immediately tells

us that the gap is anisotropic in this material and the gap minima has to be
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greater than the bias modulation (75µ)eV. Fig.4.4c shows the g(r, E) images with

a self-normalized color scale. This reveals the Bogoliubov quasiparticle density

modulations at the sites of impurities and encodes the information about the

superconducting gap we want to reveal.

4.3 Data Analysis

With almost 25 years of conflicting literature [52], it was very challenging to

understand the data to come up with valid conclusions for the superconducting

state of Sr2RuO4. In this section we describe our analysis techniques for the

superconducting state of Sr2RuO4.

4.3.1 Modeling the Superconducting State of Sr2RuO4

To aid in understanding of the Fourier transform of the BQPI images which

encode the gap information, we present a pedagogical superconductivity model

for Sr2RuO4. We start with the tight binding model which has been shown to fit

superconducting STM spectra in previous work [76]:

εxz = −µ0 − 2t cos(kx) − 2t⊥ cos(ky)

εyz = −µ0 − 2t cos(ky) − 2t⊥ cos(kx)

Vhyb = −2Vm sin(kx) sin(ky)

εα =
1
2

[
(Exz + Eyz) −

√
(Exz − Eyz)2 + 4V2

hyb

]
εβ =

1
2

[
(Exz + Eyz) +

√
(Exz − Eyz)2 + 4V2

hyb

]
εγ = −µz − 2tz

(
cos(kx) + cos(ky)

)
− 4t′z cos(kx) cos(ky)

(4.2)
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Figure 4.4: The real-space BQPI in Sr2RuO4. a) The topograph recorded at T=90mK
simultaneously with the g(r, E) = dI/dV(r, E) measurements. Red dashed circles denote
the impurity atoms. b)The setup corrected g(r,E) images. Spectroscopic setup condi-
tions were I=40pA and V=1mV. Notice how the overall quasiparticle intensity decreases
as we enter the gap, but stays finite even at E = 0. Just looking at this picture tells us that
we are dealing with minima deeper than our bias modulation. c) The images presented
in b. with a self-normalized color scale for each image. the scattering interference can
be seen as intensity modulation at the locations of impurities as marked in a.
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where the parameters in the unit of t are given as (µ0, t⊥,Vm, µz, tz, t′z) =

(1.0, 0.1, 0.1, 0.55, 0.2, 0.7) and we take t = 100meV as in [76]. We explore a gap

with nodes along (±1,±1) on α : β-bands: ∆α/β(k) = ∆0

(
cos(kx) − cos(ky)

)
We set

the gap size as measured in our experiments ∆0 = 350µeV . Fig.4.5a indicates the

relative gap sizes |∆α(k)|,|∆β(k)| on the bands with the thickness of curve overlaid

on α : β Fermi surface. Following the formalism described in section 3.4.1, in the

basis ψ† = (c†
α,k↑, cα,−k↓, c

†

β,k↑, cβ,−k↓) we get a Bogoliubov de Gennes Hamiltonian∑
k ψ
†(k)Ĥ(k)ψ(k) where:

Ĥ(k) =



εα(k) ∆α(k) 0 0

∆∗α(k) −εα(k) 0 0

0 0 εβ(k) ∆β(k)

0 0 ∆∗β(k) −εβ(k)


(4.3)

where εα(k),εβ(k) are the band dispersion of α : β-bands as given in (4.2). The

unperturbed Green’s function is given by G0(k, ε) = [(ε + iδ)I − Ĥ(k)]−1 where I

is identity matrix and δ is the energy width broadening parameter. We use the

experimental parameters by setting δ = 150µeV which is ≈ our bias modulation.

Both interband and intraband scattering within α : β bands is considered using

the scattering potential:

Vs =



Vintra 0 Vinter 0

0 −Vintra 0 −Vinter

Vinter 0 Vintra 0

0 −Vinter 0 −Vintra


= (VintraI + Vinterσx) ⊗ σz

(4.4)

78



T-matrix for all scattering process can be written as:

T (E) =

I −
∑

k

G0(k, E)Vs

−1

Vs (4.5)

Finally, the Bogoliubov quasiparticle density due to the scattering is given

by

δN(q, E) = −Im

∑
i=1,3

∑
k

G0(k + q, E)T (ε)G0(k, E)




ii

(4.6)

We take (Vintra,Vinter) = (1.0, 0.1). Fig.4.5b shows the resulting spectral den-

sity A(k, E) = − 1
π
Im

(
G0(k, E)

)
of Bogoliubov density of states calculated with

the α : β-bands with our pedagogical gap. The scattering between Bogoliubov

quasiparticles is dominated by scattering between the banana-tips [50], which

we indicate with color-coded arrows. Fig.4.5c shows the Bogoliubov quasipar-

ticle interference calculated via (4.6) (for detailed theory, technical procedures

and codes, please refer to chapter 3). The major scattering arrows expected as

in Fig4.5b are seen clearly as shown by the overlaying of the same arrows on

Fig.4.5c. This internal consistency validates our simulations and parameters.

We have not included γ-band in this model as we did not see tunneling into

the γ-band. The interband-scattering from γ-band to α : β-bands is also not con-

sidered as they are different in character (γ : dxy and α, β : dxz, dyz ) and theoretical

models till date have not considered it [81, 82, 83]. We however, present what

the BQPI patterns, if γ bands were present would look like. We follow the single

band BQPI model as we discussed in section 3.4 and use a common gap model

from literature [72, 70, 71] ∆γ = ∆0(sin(kx)+isin(ky)). The Hamiltonian in the basis
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Figure 4.5: Model for the superconducting state of Sr2RuO4. a) Gap magnitude on
the Fermi surface for α : β-bands and with gap minima along (±1,±1). b) Regions of
significant quasiparticle density E → 0 for α : β-bands when gapped as shown in a). c)
Major scattering vectors are labeled as q j; j = 1, 2, 3, 4, 5. d) Calculated g(q, E) pattern
as described in section 4.3.1 for α : β-bands from the model in a) at E = 100µeV . Key
scattering wavevectors are indicated by q j; j = 1, 2, 3, 4, 5.
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(c†
γk↑, cγ−k↓) is given by

Ĥ(k) =

εγ(k) ∆γk

∆∗γk εγ(k)

 (4.7)

Unperturbed Green’s function is G0(k, E) =
[
(E + iδ) − Ĥ(k)

]−1
and the T-matrix

is given as T (E) = (I − Vs
∑

k G0(k, E))−1Vs and finally the BQPI pattern can be

calculated as δN(q, E) = −Im
[(∑

k G0(k + q, E)T (E)G0(k, E)
)]

11
. We present the

results of these calculations in Fig.4.6a-d. For comparison we show the results

of same calculations for α : β bands at corresponding energies. A comparison

to the data and simulations presented in the Fig.4.7 makes it clear that we see

no γ-band BQPI features. We put the arrows expected from our pedagogical

model for superconducting Sr2RuO4 as shown in Fig.4.5b and c. on Fig.4.6d

and l. to show that the features we expect are not likely to come from γ-band

BQPI Fig.4.6d.

4.3.2 Discussion of BQPI results

Fig.4.7a-d show the power spectral density obtained by Fourier Transforming

the recorded g(r, E) images as shown in Fig. 4.4. The signal to noise ratio in

these images reflects the challenge of this experiment as the density of scatterers

has to be low to maintain a high Tc, leading to low signal and then the probing

bias modulation also has to be small for high energy resolution which leads to

much larger averaging time and one needs to optimize greatly. The activity at

low-q is usually from long-range disorder/drift rather than any specific low-q

scattering hence we usually ignore the region −π/2a < q < π/2a. There are a few

things immediately obvious from looking at the images. The images change

from one to another in 100µeV steps, this means that our energy resolution is
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Figure 4.6: Gamma band BQPI patterns.a)-d) show the result of BQPI calculations
done using only γ-band. For comparison e)-h) show the BQPI calculations done with
α : β-bands. The arrows in d) and l) are the five principle q-wavevectors we expect from
scattering within our pedagogical model as shown in Fig.4.3.1b and c. which show that
they are not likely to result from γ-band BQPI.
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manifestly less than 100µeV and we are not averaging over energies larger than

100µeV. The BQPI image at E = 0 in Fig. 4.9b shows significant signal, hence

the gap has to be anisotropic with minima deeper than our bias modulation:

∆min
α,β (k) < 75µeV. Fig.4.7a shows energy layer at E = 1meV which we can com-

pare with normal state QPI image shown in Fig.4.2b to immediately see that the

tunneling is occurring preferentially in α : β bands. With the simultaneous tun-

neling spectrum as shown in Fig.4.3 showing a gap maximum ∆max = 350µeV, it

can be concluded that this superconducting gap is hosted by α : β-bands. More-

over, since the observed ∆max = 350µeV is a consistent gap maximum for bulk

superconducting critical temperature Tc = 1.45K, this indicates that α : β bands

host the major gap in the superconducting state of Sr2RuO4 which we probe in

our experiments.

The BQPI for E < ∆max (Fig.4.7b-d) exhibit a new distinctive pattern for

g(q, E) when compared with E > ∆max (Fig.4.7a). The patterns show clear max-

ima which evolve but do not disappear as E → 0. To understand these re-

sults, Fig. 4.7e-h show theoretical simulations performed using our pedagogical

gap model with nodes along (±1,±1) as shown in Fig.4.5 and discussed in sec-

tion 4.3.1. The dispersion in main features is weak within the gap. This fact

is in agreement with our simulations and also with other theoretical studies of

the BQPI patterns in Sr2RuO4. The pattern in Fig.4.7d. is quite representative

and agrees well with the modeling presented in Fig.4.7h. To compare the main

q-wavevectors expected from the model as shown in Fig.4.5b and c, we put cir-

cles on these wavevector locations in Fig.4.8 showing both the simulations of

our model and the measured BQPI. The good agreement between the measured

and the simulated model shows that the superconducting gap in Sr2RuO4 has

nodes/minima in the are along the (±1,±1) directions on α : β bands.
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Figure 4.7: Comparison of the BQPI images and simulations for superconducting state
of Sr2RuO4 at T=90mK. a) to d) Measured g(q, E) images at T=90mK. in superconduct-
ing state of Sr2RuO4 at E = 1eV, 300µeV, 200µeV and 100µeV. Red crosses denote Bragg
peaks. e) to h) Predicted δN(q, E) for α : β-bands with minima along (±1,±1) as calcu-
lated as described in section 4.3.1 at E = 1meV, 300µeV, 200µeV and 100µeV. Red crosses
denote Bragg peaks
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Figure 4.8: Key wavevectors in the BQPI images. a) Predicted BQPI scattering pattern
with red (blue) circles at the locations of wavevectors expected as shown in Fig.4.3.1b
and c. b) Measured BQPI pattern with circles at similar locations as in a.

We analyze the nature of nodes further by constraining the maximum angle

they can subtend with the (0, 0) → (±1,±1) or ΓX-direction. Fig.4.9a shows the

scattering wavevector range for q3 and q4, which leads to a finite width in the

features as can be seen in the E = 0µeV image shown in Fig.4.9. This width w

and the length of scattering wavevector d can be used to estimate the farthest

angle the nodes can be from ΓX-direction as shown in Fig.4.9a. Fig.4.9c and

d show zoomed in view of q3 and q4 and indicates the w and d. Using θX =

atan(w/d), we find the angle subtended about X-point by the nodes is θX = 0.18

and θX = 0.22 for q3 and q4 respectively. About Gamma point then, the angle

subtended is approximately θΓ = 0.1 radians. Hence, the gap minima/nodes in

Sr2RuO4 along (±1,±1) are at a maximum angular distance of 0.05 radians away

from ΓX-direction measured about Γ-point.

This analysis is important because there are two main candidates for the

gap-nodes along ΓX-direction: accidental nodes as predicted in helical p-wave

85



Figure 4.9: Angular distance of gap minima/nodes from ΓX-direction. a) Schematic of
the scattering in k-space which leads to scattering features q3 and q4 in BQPI. b) Exper-
imental g(q,E) measured at 0µeV showing q3 and q4. c) Zoomed view of q3 showing w
and d to determine θ. d) Zoomed view of q4 showing w and d to determine θ

gap [84] or symmetry imposed nodes resulting from a dx2−y2-wave gap. There is

no strict criterion for accidental nodes in helical p-wave gap to be pinned o ΓX-

direction while obviously, the dx2−y2-wave gap must be along ΓX-direction. This

analysis indicates that dx2−y2-wave gap seems a more natural conclusion from

our data because for this observation to be consistent with helical p-wave gap,

fine-tuning and coincidence is required.
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4.4 Discussion

Since a lot of experimental data exists and multiple recent experiments have

raised new questions, in this section, we put our results presented in this thesis

into context here and reflect on the overall picture of the problem of supercon-

ductivity in Sr2RuO4.

4.4.1 Recent Experimental Context

For the last 25 years, the intense research in Sr2RuO4 has gone through many

ebbs and flows. Please refer to section 4.1 and references therein for a histor-

ical overview. Recently, lots of experiments have challenged the ancien regime

in Sr2RuO4. We list some important ones to put our experiments in the recent

context. One of the most important recent evidence comes from the NMR exper-

iments [85] which shows that there is a significant drop ( 50%) in the Knight shift

in the superconducting state of Sr2RuO4. This immediately rules out the chiral

odd-parity parameters which has an out of plane d-vector [18] (see section 1.2.1

for a discussion of d-vector), which predicts no drop in the Knight shift for prob-

ing magnetic fields along the ab-plane. This is because the chiral d-vector is out

of plane and hence all the triplets are in the plane and contribute to the magnetic

susceptibility with no drop. The results in [85], which show a drop in Knight

shift are in contrast with earlier Knight shift results [60] which showed no drop.

The earlier results actually were a result of sample heating which brought the

sample to the normal state, leading to pair breaking and effectively normal state

leading to no Knight shift as the temperature was lowered below Tc. A compre-

hensive study of the magnetic field and temperature dependence of thermal
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conductivity was performed by Hassinger et al. [86] which revealed a lot of im-

portant facts about the superconducting state of Sr2RuO4. Values of thermal

conductivity along the c-axis in the superconductivity show that the quasipar-

ticles have non-zero velocity along the c-axis, and they are excited at a much

smaller magnetic field in the superconducting state which is a strong evidence

that the nodes have to be vertical. A recent Josephson experiment [87] shows

that reversing both the bias current and magnetic field across a Nb-Sr2RuO4

corner Josephson junction leads to the same Ic vs. H curve, implying that the

time-reversal symmetry is actually preserved, which is strong evidence against

chiral order parameters which will break time-reversal symmetry.

4.4.2 Results and Conclusions

Despite multiple recent experiments providing pieces of the puzzle, the key

questions for this enigmatic multiband superconductor still remained:

• Which bands contain major superconducting gap?

• What is the k-space structure of the superconducting gap on these bands?

Direct visualization with techniques which can distinguish bands and k-

space structure were needed.

Our work in this thesis answers these two important experimental ques-

tions by direct visualization as we have mentioned in this chapter. The

presence of full bulk superconducting gap (∆ = 1.73kBTc) while our tip

was demonstrably sensitive to α : β-bands shows that α : β bands pos-

sess the major gap. The BQPI pattern we observe is consistent with nodes

along (±1,±1) directions and exist within 0.05 radians of the ΓX-line. These
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Figure 4.10: Superconducting gap structure of Sr2RuO4 determined by BQPI. The ar-
rows show the major scattering vectors we observe in our experiment, consistent with
this picture.

findings are most consistent with a dx2−y2 symmetry gap structure on both

α and β bands as shown in Fig. 4.10.

What does this tell us about the origin and nature of superconductivity in

Sr2RuO4? Inelastic neutron scattering [88] has shown strong incommen-

surate antiferromagnetic (AFM) fluctuations at (±0.6π/a,±0.6π/a, 0). This

indicates that the superconductivity in Sr2RuO4 may emerge out of AFM

fluctuations acting as the pairing glue. Indeed recent first-principles cal-

culations [89, 84, 90] taking into account the orbital weights, spin fluctua-

tions and charge fluctuations show that close to this magnetic instability,

a d-wave singlet state is favored. Most importantly, our experiments in-

dicate that Sr2RuO4 maybe a singlet-even parity superconductor, hence

not a topological superconductor. This is a revolutionary conclusion for

the field, as Sr2RuO4 has been touted as a topological superconductor for

89



many years and much work has also been done in touting it as a platform

for topological quantum computing. Our work guides the field in the right

direction by providing more direct evidence for non-topological nature of

Sr2RuO4 and encouraging the search for topological superconductivity in

other candidate systems.
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CHAPTER 5

LiFeAs: MULTI-ATOM HAEM

As most students of superconductivity, I was first introduced to the standard

BCS kind, where the superconducting order parameter is a constant. When I

first heard of unconventional superconductors, I was quite fascinated to learn

about cuprates which have an order parameter having a d-wave symmetry,

which changes sign every π/2 rotation on Fermi surface! There are multiple

techniques to measure the magnitude of the superconducting order parameter,

but very few to measure the phase or the sign of the superconducting order

parameter. While working on my research in Davis group, Peter Sprau, An-

drey Kostin and colleagues developed a technique to measure the sign of the

superconducting gap for iron-based superconductor FeSe [39] which was based

on a theoretical proposal dubbed HAEM based on the last names of theorists

who proposed it (please see section 3.5). This chapter describes a novel scheme

which extends the applicability of HAEM in important ways.

I start with an intuitive discussion of why the superconducting order pa-

rameter might change sign and why this information might be important to

learn. (For more mathematical treatment, please see section 1.2) Then I describe

the multi-atom analysis technique we developed. We show that the technique

works by applying it to previously studied material FeSe [39] and comparing

our results with the original work. Equipped with our new technique, we

address an important standing problem of gap symmetry in LiFeAs. I give a

brief overview of why studying the superconducting order parameter sign for

LiFeAs is an important step in the overall understanding of superconductiv-

ity and iron-based superconductivity in particular. Then we finally present the
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results of our multi-atom analysis on LiFeAs which show that LiFeAs supercon-

ducting gap has a s± symmetry.

5.1 Sign of a Superconducting Gap

For BCS superconductors, the reason for electrons to come together and form a

Cooper-pair is electron-phonon interaction [2]. A hand waving picture is that

the electron attracts the lattice of positive ions around it when it passes through

and that generates a momentary positive charge at that location that attracts

another electron. This works because lattice dynamics are much slower than

electrons because of their enormous mass difference. The Cooper-pair wave-

function has a maximum at zero separation and its magnitude is constant all

around the Fermi surface in the most standard picture as shown in Fig.5.1a. This

is known as the s-wave symmetry (recall spherically symmetric s-orbitals, this

nomenclature derives from angular momentum harmonics. See section 1.2.2 for

details)

However, there might be cases where the interactions causing the pairing

of electrons into Cooper-pairs is different from standard BCS superconductors.

For other interactions than electron-phonon interactions, it might cost energy

to have wavefunction peaked at zero separation, but favorable to have node at

0 separation. This might lead to Cooper pair formation in higher angular mo-

mentum channels [91]. For example, Fig. 5.1b shows an order parameter with

d-wave symmetry, which has 4 nodes and changes sign every π/2 rotation. Such

superconductors are usually known as unconventional superconductors. Un-

conventional superconductors pose a lot of questions: What interactions act as

a glue to form the Cooper-pairs? What are the properties of the superconduct-
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Figure 5.1: Order parameter symmetries for superconductors. a) A s-wave order pa-
rameter with phase ϕ = 0 for all momenta k. b) A d-wave order parameter showing
nodes and varying phase (sign) with each π/2 rotation in k-space from ϕ = 0 to ϕ = π.
Figure reproduced from S. Yonezawa, Condens. Matter, 4(1), 2 (2019)

ing state itself? In what respects are they similar/different to well known BCS

superconductors? To attempt to answer all these questions and have a complete

understanding of a superconductor, it is essential to understand the symmetry

of the order parameter [15]. This involves understanding the phase or the sign

of the order parameter as well, along with the magnitude. BQPI measurements

using SI-STM can address both these issues (please see Chapter 2). The HAEM

scheme which uses BQPI for gap sign determination is thus an important ad-

vance in our toolbox to study these fascinating states of matter.

5.2 Phase Recovery with Multi-Atom Fourier Transform

The HAEM technique established by Sprau et. al [39] required that the atomic

defect be centered precisely at the origin of coordinates, with respect to which
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Re δN and Im δN are then properly defined. This requirement is critical because,

on the scale of a crystal unit-cell, a small error in the coordinate of the origin (at

the impurity atom) produces major errors in Re δN and Im δN as they oscillate

rapidly and their sign cannot be determined accurately which is required to

make interpretation regarding sign of the gap (eq. (3.33)). In this section, we

will discuss how this error occurs mathematically and how it can be corrected

using a multi-atom Fourier transform.

5.2.1 Pathology in Fourier Transform due to the Shift in The

Origin

For a perfectly centered atomic defect, the BQPI ψ(r) would be even with respect

to the origin and the Fourier transform ( we denote the operation of Fourier

transforming by F ) would be completely real (a well-known theorem of Fourier

transform).

F δN(r) =

∫
δN(r)eiq·rdr

= δN(q) ∈ R
(5.1)

Hence

Re F δN(r) = δN(q); Im F δN(r) = 0 (5.2)

Now if we shift the impurity by δ, we have

F δN(r + δ) =

∫
δN(r + δ)eiq·rdr

= e−iq·δ
∫

δN(r + δ)eiq·(r+δ)d(r + δ)

= e−iq·δδN(q)

(5.3)
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Hence

Re F δN(r + δ) = cos(q · δ)δN(q); Im F δN(r + δ) = − sin(q · δ)δN(q) (5.4)

Now the Fourier transform has a real and an imaginary part which oscillates

with a spatial frequency of q, which can be quite high.

The effect of shift of the origin is illustrated in Fig. 5.2. We have simulated

Friedel oscillations with a functional form cos(k0·r+ϑ)
k0r e−κr. The exponentially de-

caying factor simulates the real situation in experimental BQPI where the BQPI

decays away from the origin of the defect. Fig. 5.2a shows Friedel oscillations

emanating from an atomic defect centered at the origin. As eq. (5.2) predicts, the

imaginary part is almost zero, as shown in Fig. 5.2c and the real part is strong

as shown in Fig. 5.2b. The azimuthally integrated real part of the Fourier trans-

form shows the peak in the Fourier transform at q = k0 as expected and the sign

is clear. Setting the phase ϑ = 0 to ϑ = π in the Friedel oscillations, the sign of

the real part of the Fourier transform changes as expected. In Fig. 5.2e, we show

a Friedel oscillation with origin shifted by δ and the Fourier transform now has

rapidly oscillating real (Fig. 5.2f) and imaginary (Fig. 5.2g) parts as predicted by

eq. 5.4. The azimuthally integrated real part as shown in Fig. 5.2h now contains

these rapid oscillations and they make determining the sign of real part impos-

sible and hence no distinction can be made in the case of Freidel oscillations

with phase ϑ = 0 and ϑ = π.

Hence we can see clearly that with multiple atomic defects with random lo-

cations, there is no hope to recover the sign of the real part of Fourier transform

and make any conclusions, which are key to the HAEM technique(eq.(3.33)).

We discuss how we can recover the sign information scrambled by the issue of

randomized origins of BQPI.
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Figure 5.2: Effect of a shift of the origin on Fourier transform. a) Simulated Friedel
oscillations from an atomic defect at the origin. b) The real part of Fourier transform
of a) c) The imaginary part of Fourier transform of a) d)The azimuthally integrated real
part plotted for ϑ = 0, π and ϑ = π. e) Simulated Friedel oscillations from an atomic
defect with a shift δ from origin. f) The real part of Fourier transform of e) g) The
imaginary part of Fourier transform of e) h) The azimuthally integrated real part of
Fourier transform of e)
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5.2.2 Treating the Pathology using Multi-Atom Fourier Trans-

form

In the problem, lies the cure as some wise person would have said! We look at

the eq. (5.3) describing the pathology we discussed in the previous section.

Fψ(r + δ) = e−iq·δψ(q)

If we know δ with enough precision and accuracy (this is where our SI-STM

technology described in Ch. 2 at Cornell are crucial! Lawler-Fujita algorithm,

wherever possible, can also help a great deal to register the locations of the

defects with picometer precision [92, 32, 93] as described in sec. 5.3.1), Fourier

transform of the BQPI with atomic defect centered at δ, F δN(r + δ) can yield the

Fourier transform of the BQPI with the atomic defect shifted to be centered at

origin δNS (q) using accurately recorded δ as

δNS (q) = eiq·δF δN(r + δ) (5.5)

This equation essentially performs a shift of origin by −δ using periodic

boundary conditions and is known as shift theorem of the Fourier transform.

We demonstrate the effect of shift theorem in Fig. 5.3. Fig. 5.3a shows a to-

pograph recorded on FeSe. We are interested in the dumb-bell shaped atomic

defects, which are vacancies due to missing Fe atoms. We denote the center of

one of them by a red cross. We apply shift theorem as outlined in eq. (5.5) to this

topograph, taking δ as the coordinates of this atomic defect which gives the to-

pograph in q-space. Then we inverse Fourier Transform this back to real-space

and the resulting topograph is shown in Fig. 5.3b. It can be seen that the impu-

rity denoted by the red cross in Fig. 5.3a has moved to the center with periodic

boundary conditions. This is what the shift theorem achieves.
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Figure 5.3: Centering the impurity in FOV with shift theorem of Fourier transform.
a) The topograph showing an impurity with a red cross. b) Inverse Fourier transform
showing the topograph after applying the shift theorem to a) using the impurity coor-
dinate shown by a red cross in a). It can be seen that the impurity denoted by red-cross
is moved to the center now with periodic boundary conditions.
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Now for a density of states map δN(r) with multiple defects at R1,R2, . . . ,RN,

with a Fourier transform δN(q), we define a quantity we call a multi-atom

Fourier transform δNMA(q), where we apply the shift theorem to each atomic

defect and then add them up.

δNMA(q) =

N∑
i=1

eiq·RiδN(q) (5.6)

This essentially ensures that the Fourier transform of BQPI at the origin, with

no rapid oscillations (eq.(5.2)) gets added in phase, while oscillations due to the

other atomic defects being random, are severely suppressed. The success of

this technique is demonstrated in Fig. 5.4. A simulation of Friedel oscillations

from N=50 atomic defects, δN(r) =
∑50

i=1
cos(k0·(r−Ri)+ϑ)

k0 |r−Ri |
e−κ|r−Ri | is shown in Fig. 5.4a.

The real and imaginary part of the Fourier transform δN(q) show rapid oscilla-

tions eq. (5.4) as can be seen in top half of Fig. 5.4b. The azimuthally integrated

Re δN(q) shows a peak at q = k0, but the oscillations are so dominating that de-

termining the sign of Re δN(q) is hopeless and this is reflected in the plots with

ϑ = 0, π which cannot be clearly distinguished. This problem is remedied by

calculating the multi-atom Fourier transform δNMA(q) (eq. (5.6)) whose real and

imaginary parts are shown in the bottom half of Fig. 5.4. It can be seen that with

this technique, the real part has a higher and deterministic sign in the signal

and the imaginary part, which is noise, is much reduced. This can be compared

with the real and imaginary parts of the Fourier transform of the ideal case of a

single origin-centered atomic defect shown in Fig. 5.3b and c. The azimuthally

integrated Re δNMA(q) shows peak at q = k0 as expected and a deterministic

sign which enables distinction in ϑ = 0, π. Comparing this to the ideal case of

the single origin-centered atomic defect results in Fig. 5.3d, we can see that this

definition of multi-atom Fourier transform in eq. (5.6) indeed treats the pathol-

ogy of the origin shifts and enables the recovery of the sign of the real part of
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the Fourier transform which is essential to apply HAEM scheme (eq. (3.33)). A

MATLAB script to demonstrate this process is provided in the Appendix F.2.

5.3 Multi-Atom HAEM analysis

We have described the formalism of the HAEM scheme and how to use it for

a single atomic defect in Chapter 2 of this thesis. Here, we describe the new

technique we developed to apply HAEM to multiple atomic defects which is

based on the concepts discussed in the previous section. This extends the appli-

cability of HAEM for a broader range of materials and also increases signal and

-space resolution as one can have multiple impurities contributing to the BQPI

signal in-phase and a larger FOV. Since the choice of origin affects the Fourier

transform greatly (as described in sec. 5.2.1), we first need to start with a way

to make sure that the atomic impurity coordinates are perfect. This is achieved

by a state-of-art STM (Ch.2) and if possible, by applying a technique developed

in our research group for picometer scale registration [92, 32, 93] of recorded

atoms in a topograph to a perfect crystal lattice. We call this technique Lawler-

Fujita (LF) correction based on its inventors and our colleagues. In this section,

we first describe the LF correction and then we describe the steps involved in a

MAHAEM analysis procedure.
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Figure 5.4: Recovering the phase of the BQPI using multi-atom Fourier transform. a)
Simulated Friedel oscillations from N=50 atomic defects in real space. b) Top left: Real
part of Fourier Transform Re δN((q)). Top right: Imaginary part of Fourier Transforms
Im δN((q)). Bottom left: Real part of multi-atom Fourier transform Re δNMA((q)) cal-
culated using eq. (5.6). Bottom right: Imaginary part of multi-atom Fourier transform
”Im δNMA((q)). c) Re δN((q)) for ϑ = 0, π, integrated azimuthally from top left in b. d)
Re δNMA((q)) for ϑ = 0, π, integrated azimuthally from bottom left in b.
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5.3.1 LF Correction: Atomic Scale Registration to a Perfect

Crystal Lattice

An atomic scale perfect topograph with orthogonal unit cell vectors a and b

recorded by STM can be represented as:

T (r) = T0 [cos (Qa · r) + cos (Qb · r)] (5.7)

where Qa = (Qax,Qay) and Qb = (Qbx,Qby) are the two Bragg wavevectors at

which the atomic modulation occurs. In a real experiment, the ideal T (r) may

suffer from a slowly varying distortion [92, 32, 93] u(r). Hence the topographic

image recorded in a real experiment can be written as:

T̃ (r) = T0 [cos (Qa · r + u(r)) + cos (Qb · r + u(r))] (5.8)

It can be seen that this distortion has led to an additional phase at location r

given by: θa(r)

θb(r)

 =

Qax Qay

Qbx Qby


ux(r)

uy(r)

 = Qu(r) (5.9)

This allows us to solve for the displacement field u(r) as:

u(r) = Q−1

θa(r)

θb(r)

 (5.10)

To find θi, we employ a computational lock-in technique in which the topo-

graph, T (r) is multiplied by reference sine and cosine functions with period Qa

and Qb. The resulting four images are filtered to retain only the q-space regions

within the radius δq = 1
λ

of the four Bragg peaks. The magnitude of λ is chosen

to capture only the relevant image distortions. This procedure results in retain-

ing the local phase information θa(r), θb(r) that quantifies the local displacement
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from perfect periodicity:

Xi(r) = cos θi(r), Yi(r) = sin θi(r) (5.11)

Dividing the appropriate pair of images leads allows one to extract θi(r)

θi(r) = tan−1 Yi(r)
Xi(r)

(5.12)

Once we have θi(r), we get the displacement field u(r) using eq. (5.10). The

value of recorded topograph T̃ (r) as given by eq. (5.8) can now be registered to

a perfect ideal lattice as given by eq. (5.7) using:

T (r) = T̃ (r − u(r)) (5.13)

5.3.2 Steps Involved in MAHAEM Analysis

We start by recording the coordinates Ri = (xi, yi) of all the impurities from the

topograph or the G-map. If resolution permits, this should be done on an LF-

corrected map following the procedures described in the previous section 5.3.1.

One must be careful to check if there is a relative shift of coordinates from to-

pograph to G-map. This can occur is the tip is not well-rested and the spectro-

scopic measurements take relatively larger time than recording the coordinates.

In case of a relative shift, the coordinates from the G-map(LF corrected, if pos-

sible) must be used as it contains the BQPI scattering information we want to

analyze. From the recorded and corrected g((r), E), we get the Fourier trans-

form g(q, E) We then calculate the shifted Fourier transforms gS
i (q, E) for each

impurity i as described in eq. (5.5).

gS
i (q, E) =

N∑
i=1

eiq·Rig(q, E) (5.14)
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These shifted Fourier transforms are shifted with periodic boundary condi-

tions. If we look at Fig. 5.3, we notice that this leads to discontinuous boundaries

in the image. This can lead to spurious features in Fourier transforms. To get

rid of these edge discontinuities, we perform the inverse Fourier transform of

the shifted Fourier transform gS
i (q, E) and multiply it by a sinusoidal window,

which makes the values go smoothly to zero on edges under a sinusoidal en-

velop. For this purpose, if we have a nx × ny image, we define linearly spaced

vectors θx/y = [0, π] with nx/y points. The sinusoidal window is defined as:

sinw = sin(θx)T sin(θy) (5.15)

Using this sinusoidal window to smoothen edge discontinuities in the in-

verse Fourier transform gS
i (r, E) of the shifted Fourier transform gS

i (q, E), we get

windowed and shifted data gWS
i (r, E)as:

gWS
i (r, E) = sinw · gS

i (r, E) (5.16)

where · denotes the elementwise multiplication. The Fourier transform of this

quantity finally, gives us the clean Fourier transform gi(q, E) for a single impu-

rity. This whole sequence of operations to get gi(q, E) from the recorded data

g(r, E) can be described in a single equation as:

gi(q, E) = F
(
sinw · F −1

(
eiq·RiF g(r, E)

))
(5.17)

From these clean shift corrected single impurity Fourier transforms gi(q, E), we

can now define the multi-atom Fourier transforms as defined in eq. (5.6):

gMA(q, E) =

N∑
i=1

gi(q, E) (5.18)
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Figure 5.5: The inter-pocket scattering in FeSe to be studied for sign using HAEM.q =

p1 is the scattering vector which we will integrate over to get the sign from HAEM.

From these multi-atom Fourier transforms, which we have shown to be equiva-

lent to a single origin-centered atomic-defect, we are now in a position to calcu-

late the key HAEM indicator quantity ρ−(q, E) in terms of gMA(q, E)

ρ−(q, E) = Re gMA(q, E) − Re gMA(q,−E) (5.19)

5.4 Results on FeSe

To test whether this scheme for ρ−(q, E) works, we apply it to FeSe, where a

single impurity calculated ρ−(q, E) was studied earlier [39]. For details of the

problem itself, please refer to [39] or refer to section 3.5.1 for a quick overview.

In Fig. 5.5, we show the scattering vector between the hole pocket α and the

electron pocket ε in the k-space labeled as p1.

To test the validity of our technique, we compare the results obtained from

our analysis of this scattering using multiple atomic defects with the results
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obtained from the single atomic defect HAEM analysis performed in [39]. The

scattering under study appears as a feature in BQPI which is denoted by a circle

at q = p1 in Fig. 5.6b and d. G1 and G2 denote the Bragg scattering vectors. Single

impurity ρ−(q, E) integrated over the circle is plotted in Fig. 5.6c (black dots)

along with theoretical predictions for s±(black curve) and s++ (red curve). The

data agrees with the s± predictions and satisfies the two characteristics which a

sign-changing gap possesses from HAEM theory i) the ρ−(q, E) does not change

sign within the superconducting gap and ii) there is a peak at approximately

≈
√

∆e∆h ≈ 2 meV. We set out to test our algorithm to reproduce these results by

recording δN(q, E) in larger FOV with multiple atomic defects. Fig. 5.6d shows

the topograph of the FOV we used for the application of our multiple impurity

algorithm. The measurement parameters for the topographs and the BQPI maps

were the same as in [39]. We calculate the multi-atom HAEM signal ρ−MA(q, E) as

described in section 5.3 for all the impurities visible in the FOV and integrate it

in a circle as shown in a representative ρ−(q, E) layer at E=1.05 meV in Fig. 5.6e.

We plot ρ−(q, E) using our algorithm in Fig. 5.6f. We can see that our scheme,

despite having not chosen a FOV centered on a single atomic defect, leads to

a very good match with the ρ−(q, E) calculated using single impurity FOV as

shown in Fig. 5.6c and also the theoretical curve for s±, which is overlaid on the

plot. Our multi-atom HAEM signal ρ−MA(E) shows both the characteristics of no

sign-change and peak at the right position within the gap, which is expected

from HAEM theory for a sign-changing gap. This establishes the validity of

our technique for multiple atomic defects. We use it to determine the sign of

the superconducting gap on LiFeAs next, which is a subject of contemporary

interest.
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Figure 5.6: Comparison of multi-atom HAEM results with previously studied single
impurity results. a) Topograph recorded for a single atomic defect centered FOV used
for HAEM analysis in [39] b) The ρ−(q, E) calculation for the FOV in a). c) The ρ−(E)
summed over the circle shown in b. d) The FOV used for analysis using our technique
with multiple atomic defects. e) The ρ−(q, E) calculation using our multi-atom HAEM
technique for FOV in a). f) The ρ−MA(E) summed over the circle shown in d) and the
theoretical prediction curves for s++ gap symmetry (pink) and s± gap symmetry (black).
Figures a to c are reproduced from [39]
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5.5 Iron Based Superconductivity and LiFeAs

Discovered in 2008 [94], iron-based superconductors opened doors for a new

class of unconventional superconductors [95]. The question of gap symmetry

in FeSc is inherently more complex than cuprates, where a d-wave gap is fairly

well established for a variety of material classes and dopings [96]. This com-

plexity arises from the presence of multiple Fe d-orbitals on the Fermi surface.

These d-orbitals lead to small electron and hole like pockets which are quite

sensitive to pressure and doping (for a review of these experiments, see section

IV-B in [95]). General arguments based on this sensitivity have been presented

to argue for a sign-changing gap structure of s± symmetry for Fe-based super-

conductors [97]. This is also considered a natural way to create pairing glue out

of repulsive Coulomb interactions for the ground state of iron-pnictides based

on the Fermi surface structure [98, 99]. However, it was also discovered that

due to multi-orbital nature and doping or pressure causing changes in the Fermi

surface where only electron or hole pocket may be present, a competition exists

between d-wave and s-wave states. These complex but interesting possibilities

lead to multiple possibilities for superconducting gap symmetry as shown in

Fig. 5.7. Also it must be noted that since the s-symmetry does not distinguish

between angular momentum, experiments like corner-junction Josephson ex-

periments are not possible. In general due to sample quality issues, the Joseph-

son experiments on this class of materials have been challenging. Hence the

experimental probes for resolving the issue of gap sign in iron-based supercon-

ductors are very valuable for understanding the gap symmetry and eventually

the pairing mechanism.

LiFeAs has a special place among iron-based superconductors [100].
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Figure 5.7: Possible order parameters for iron-based superconductors. The different
colors represent different signs. The circular pockets in the center are the hole pockets
and elliptical pockets at X/Y points are electron pockets.

Fig. 5.8a shows the lattice structure of LiFeAs. STM topography records the

As or Li atoms on the top of the layer as shown in Fig. 5.8. The dumbbell-

shaped impurities are missing Fe atoms. Fig. 5.8c shows the Fermi surface of

LiFeAs calculated using a tight-binding fit [101, 102] to the STM-data [46]. The

Fermi surface consists of three hole pockets h1,h2 and h3 around Γ-point and

two electron pockets e1 and e2 around X-point. The hole pockets around Γ-

point on the Fermi surface (FS) revealed by angle-resolved photoemission spec-

troscopy (ARPES) [103], and spectroscopic imaging scanning tunneling micro-

scope (SI-STM) [46] are much smaller as compared 122 iron-based supercon-

ductors. Local density approximation (LDA) and dynamical mean-field theory

(DMFT) calculations have attributed the small size of hole pocket to stronger

electron-electron correlation in this material. The superconducting gap reported

by both ARPES [103] and SI-STM [46] is substantially anisotropic with fourfold

symmetry. For a s± pairing generally expected for iron-based superconductors,

if both electron and hole pockets are present [104], the pairing arises from spin-
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fluctuation which is enhanced by nesting between electron and hole pockets.

Due to the observed small hole pockets due to electron correlations and result-

ing weak magnetic fluctuations, the picture of a s± gap in LiFeAs is a matter of

discussion [105]. It has a much higher impurity density hence provides a perfect

testbed for our new technique to solve an important issue.

5.6 Multi-Atom HAEM Analysis on LiFeAs

To figure out the sign of the superconducting gap, we wish to analyze the inter-

band scattering between the electron band and the hole band. Fig. 5.10a shows

the Fermi surface with orbital weights and shows the hole pockets around the

Γ-point and electron pockets around X-point in the Brillouin zone. From the

available STM [46] and ARPES [103] data on the superconducting state for this

material, we fit the orbital gaps and calculate the theoretical BQPI pattern which

is shown in Fig. 5.10b. The electron-hole scattering leads to a ”horn”-shaped fea-

ture which is encircled and this scattering vector is labeled qeh. The theoretical

prediction for the HAEM quantity ρ−(E) (eq.(3.33)) is also made by imposing

the sign of the gap by hand and the resulting theoretical curves are shown in

Fig. 5.10c.

For putting this theoretical HAEM model to test we performed BQPI imag-

ing at T=1.2K in a 74x74 nm FOV with a resolution of 512x512 pixels which

has multiple impurities as shown in Fig. 5.8b. The tunneling spectrum mea-

sured using our STM-tip consists of two gaps corresponding to ∆1 = 5.3meV

and ∆2 = 2.6meV as shown in Fig. 5.8d. The electron-hole scattering leads to a

horn-shaped feature in the BQPI as expected from the theoretical model and in-
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Figure 5.8: a) The lattice structure of LiFeAs with 1-Fe (2-Fe) unit cell showed with
dashed (solid) lines. b) Topograph recorded on LiFeAs with multiple atomic defects.
The inset shows a zoomed version of the atomic defects. c) The Fermi surface of LiFeAs
showing 3 hole pockets h1, h2 and h3 around Γ-point and 2 electron pockets e1 and e2
around X-point in a 2-Fe zone. d) The tunneling spectrum in the superconducting state
on LiFeAs seems to suggest two gaps ∆1 = 5.3 meV and ∆2 = 2.6 meV
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Figure 5.9: Atomic defects used in multiple atom HAEM analysis.

dicated by a circle at the same location qeh in the experimental Fourier transform

of BQPI in Fig. 5.10d. We calculate the multi-atom ρ−MA(q, E) with the procedure

we introduced in this work (eq. (5.19)) for N=100 impurities. Our analysis em-

ploys the dumb-bell shaped atomic defects, which are missing Fe atoms. We

show the defects involved in our analysis by red crosses in Fig. 5.9. The result-

ing image at a representative subgap energy E=3.33 meV is shown in Fig. 5.10e
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which has been symmetrized for better visualization, though all the features

visible here are present in the raw data. We take the average of the ρ−MA(q, E)

signal in the region shown by a circle which is at the same location qeh as in

Fig. 5.10b and d, which captures the interband scattering between hole-pocket

and electron-pocket. This averaged ρ−MA(E) is plotted as a function of energy

in Fig. 5.10d. The experimental ρ−MA(E) calculated for the interband scattering

between electron and hole pocket shows a good agreement with the overlaid

theoretical curve for s±. The sign of ρ− doesnt change for the energy values

within the superconducting gap and ρ− peaks at the energy ∼
√

∆1∆2, both char-

acteristics of a sign-changing gap (section 3.5). Thus we conclude that the gap

symmetry of superconducting state in LiFeAs is s±.

5.7 Summary and Conclusions

In conclusion, we have introduced a novel multi-atom HAEM scheme which ex-

tends the HAEM analysis to multiple atomic defects. We test our technique on

FeSe and reproduce the results which were achieved with the original HAEM

scheme [40]. Then we set out to use this technique to determine the supercon-

ducting gap symmetry of LiFeAs, which is of contemporary interest because

small FS pockets cast a shadow on the nesting enhanced spin fluctuations mech-

anism which leads to s± pairing. Using our technique, we show that the super-

conducting gap on LiFeAs changes sign between hole and electron pocket, im-

plying that the superconducting gap symmetry is indeed s±. More disordered

superconductors can be studied with this multi-HAEM now with better sig-

nal to noise and higher k-space resolution due to possibility of using multiple

atomic defects in a large FOV. This advancement offered by multi-atom HAEM
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Figure 5.10: Multi-atom HAEM analysis on LiFeAs. a) The Fermi surface with the
orbital weights showing the electron pocket at Γ-point and hole pockets at X-points.
b) The theoretical BQPI calculated from fits to normal state and superconducting state
experimental data as mentioned in the text. The circle indicates the electron hole scatter-
ing which appears at the scattering vector qeh. Red crosses denote (±π/a,±π/a) points.
c) The theoretical prediction curves for ρ−(E) from the experimentally fitted parameters
and gap sign imposed by hand for s++ (pink) and s± (black) gap symmetry. d) The ex-
perimental BQPI pattern δN(q, E = 3.33 meV) recorded in the FOV with multiple impu-
rities as shown in Fig. 5.8b. The scattering between electron and hole at qeh is observed
and encircled at the same location as in b). Red crosses denote (±π/a,±π/a) points. c)
The multi-atom HAEM indicator quantity ρ−MA(q, E) calculated using (eq. (5.19)). The
circle indicates the electron-hole scattering at qeh, same as in b) and d). Red crosses
denote (±π/a,±π/a) points. d) The ρ−MA(E) calculated by summing over the encircled re-
gion in c) (black dots), which contains the electron-hole scattering and the theory curves
(solid) for s± (black) and s++ (red) overlaid.
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makes BQPI, a powerful tool for sign-determination of superconducting gap in

a broader range of superconductors.
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CHAPTER 6

SUMMARY AND OUTLOOK

In this thesis, we have presented advanced quasiparticle interference imaging

to address two important contemporary problems of superconductivity.

By imaging the quasiparticles at T=90 mK, in Sr2RuO4, we have established

that the major gap lies on the α : β bands and it has eight nodes, all lying within

0.05 radians of the ΓX line. The simplest conclusion agreeing with our exper-

imental data, and consistent with other experiments is a B1g (dx2−y2-wave) gap

symmetry. By developing a novel multi-atom quantum phase-sensitive tech-

nique on LiFeAs, we have shown that the superconducting order parameter

changes sign between the electron and hole pockets, implying that the super-

conducting gap symmetry is s± in LiFeAs.

These experimental facts are crucial ingredients to come up with an explana-

tion for why pairing occurs in these materials. These facts are helpful in ruling

out some of the existing theories and in constraining the future theories. The

understanding of pairing in materials eventually helps to come up with new

recipes and hopefully have a superconductor with desired properties.

In the future, we hope that the millikelvin STM and the analysis techniques

presented in this thesis will be used to solve the problems in heavy-fermion

superconductivity [106] and especially to look at a recent candidate of spin-

triplet topological superconductivity UTe2 [107].

The novel multi-atom HAEM method will enable the gap sign to be deter-

mined on superconductors with higher disorder. The BQPI signal from multiple

impurities can be summed now, to get a higher signal to noise ratio. If need be,
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the scattering features in q-space features can be better resolved and analyzed

as the FOV can be larger because the need for having only a single impurity in

FOV is removed. We hope that this multi-atom HAEM technique will be widely

used to settle the issue of symmetry in more superconductors.
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APPENDIX A

GAUGE SYMMETRY

Gauge symmetry is an important concept in Physics and leads to an elegant

presentation of many concepts. For a superconductor, the non-zero value of the

macroscopic phase is the root of its fascinating macroscopic quantum proper-

ties. In this chapter, we describe the basic definitions and tools to deal with

gauge symmetry in electrodynamics and quantum mechanics.

A.1 Gauge symmetry in Electrodynamics

Let us look at one of the most beautiful set of equations in Physics, the Maxwell

equations:

∇ · E =
ρ

ε0
(A.1)

∇ · B = 0 (A.2)

∇ × E = −
∂B
∂t

(A.3)

∇ × B = µ0j +
1
c2

∂E
∂t

(A.4)

Equation (A.2) here is divergence of a quantity being zero, and vector calculus

identity [108] tells us that divergence of a curl is zero. Hence magnetic field can

be written in terms of a magnetic vector potential as:

B = ∇ × A (A.5)

Another vector calculus identity [108] tells us that the curl of a gradient is also

zero. Hence equation (A.3) can also be satisfied using this definition of magnetic
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vector potential by using a scalar potential ϕ and writing E as

E = ∇φ −
∂A
∂t

(A.6)

But this choice of ϕ and A are not unique for a given E and B. Since curl

of a gradient is always zero, we can transform the magnetic vector potential

as A 7→ A + ∇α, where α(r, t) is a scalar field, without changing the magnetic

field in (A.5). To make sure E is also unchanged, the scalar vector potential has

to be transformed as φ 7→ φ − ∂tα/c. This intrinsic ambiguity in choosing the

electromagnetic potentials is known as gauge symmetry in electrodynamics. The

transformations

A 7→ A + ∇α

φ 7→ φ −
1
c
∂α

∂t

(A.7)

are called gauge transformation and since the choice of α is arbitrary, all phys-

ical observables must be independent of α, which is referred to as being gauge

invariant.

A.2 Gauge Symmetry in Quantum Mechanics

To include electrodynamics coupling in dynamics of a charged particle, momen-

tum p is transformed as p 7→ p − eA/c [27]. The Schrödinger equation with this

transformation looks like [27]

i~
∂ψ

∂t
= −
~2

2m

(
∇ − i

qA
c

)2

ψ + (V + qϕ)ψ (A.8)
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Now, if we gauge transform the electrodynamic fields using (A.7) and also lo-

cally rotate the phase of the wavefunction ψ by the gauge parameter α(r, t) at

each point in space time simultaneously as

ψ(r, t) 7→ ei qα
~ ψ(r, t) (A.9)

Then the Schrödinger equation becomes

i~
∂ψ

∂t
− q

∂α

∂t
ψ = −

~2

2m

(
∇ + i

q∇α
~
− i

qA
c
− iq
∇α

~

)2

ψ +

(
V + qϕ −

q∂α
∂t

)
ψ (A.10)

It can be clearly seen that the α dependent terms drop out and we recover the

original Schrödinger equation (A.8). Hence the quantum mechanics is invariant

under a gauge transformation

ψ(r, t) 7→ ei qα
~ ψ(r, t)

A 7→ A + ∇α

φ 7→ φ −
1
c
∂α

∂t

(A.11)

Quantum mechanics, therefore, is said to possess a local U(1) gauge-symmetry.

Local because the phase of the wave-function can be rotated independently at

each location, unlike weaker global symmetry where the phase of the wave-

function can be rotated by a same fixed amount at each location. U(1) because

the gauge transformations belong to the group of 1-dimensional matrices eiθ.

A.3 Four-vector notation

We introduce four-vector notation [109] which will be convenient for following

the future chapters. We follow the sign convention (+,−,−,−, ) . Spacetime coor-

dinates are written as xµ = (t, x) where µ = 0, 1, 2, 3. The derivatives with respect
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to xµ is written as ∂µ. The scalar and vector potentials of electromagnetism are

combined in a 4-vector as (ϕ,−A). We follow Einstein’s summation convention,

which means that sum over the repeated indices are implied. We define the

field-strength tensor

Fµ,ν = ∂µAν − ∂νAµ (A.12)

The electromagnetic fields can be recovered from the field strength tensor as

Ei = F0i

Bi =
1
2
εi jkF jk

(A.13)

where non-greek indices i, j, k represent the conventional space coordinates.
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APPENDIX B

GAUGE SYMMETRY IN SUPERCONDUCTORS

Both BCS and Mean-field treatments show that the key-property of a super-

conductor is a well-defined phase or macroscopic phase coherence. We have

seen that the BCS wavefunction (1.14) creates Cooper-pairs with well-defined

phase due to complex numbers uk and vk creating each pair from the vacuum,

however, the state is a superposition of all possible numbers of pairs and the

number is not conserved as a result of number and phase uncertainties hav-

ing a conjugate relationship. In the mean-field formalism, the mean-field order

parameter ∆k = −
∑

k′ Vkk′〈c−k′↓ck′↑〉 has a nonzero expectation value in the super-

conducting state, which should only happen if the number is not conserved (For

a number conserving state as a typical metal, such bilinear operators will have

an expectation-value of zero due to Fermi-statistics). Due to the conjugate re-

lationship between number and phase uncertainties [4], this again implies that

the phase in the superconducting state is well-defined. Hence both formalisms

are equivalent and the essence of the superconducting state is the phase. In this

chapter we look at what are the implications of having this macroscopic phase

and how it explains the fascinating electrodynamics properties of a supercon-

ductor.

A symmetry of a Hamiltonian is a transformation under which the Hamil-

tonian remains unchanged. The so called gauge transformations in quantum me-

chanics add a scalar phase to operators (see Appendix B) and given as:

ckσ 7→ ei eα
~ ckσ

c†kσ 7→ e−i eα
~ c†kσ

(B.1)

It can be checked that the HBCS in (1.12) is unchanged under this gauge trans-
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formation 1

However, in the superconducting state, the non-number conserving oper-

ator ∆k = −
∑

k′ Vkk′〈c−k′↓ck′↑〉 acquires a non-zero value. Due to the conjugate

relationship between number and phase, this means that the superconductor

has a well-defined phase and macroscopic phase coherence while the Hamilto-

nian is invariant under a gauge transformation. Under gauge transformation,

superconducting order transforms as

∆ 7→ ei 2eα
~ ∆ (B.2)

Now, ∆ has a phase as ∆ = ∆0eiφ, where ∆0 is a real positive number. Hence

under gauge transformation (B.2), the superconducting phase will transform as

φ 7→ φ +
2eα
~

(B.3)

Any measurable quantity needs to be gauge invariant, hence one can only

measure changes in the phase, not the absolute phase itself. This means that

though, well defined and coherent, the phase of a superconductor can be chosen

arbitrarily from a degenerate manifold of possibilities of ground states. This is

very similar to the spontaneous symmetry breaking in the Landau phase transi-

tion picture (see Appendix C). Hence it is common to say that superconductors

break the gauge symmetry. However, as we shall see in the next section, the

physical state of superconductor also involves electromagnetic field, and once

the complete picture is considered, it turns out that all possible phases are re-

1Note that this will not be the case with the mean-field Hamiltonian (1.15), because there the
order parameter is already introduced and symmetry is lowered.
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ally just gauge equivalent ways to describe the same physical ground state of

superconductor ∆ = ∆0eiφ,E = 0,B = 0 and at no point, gauge symmetry is ac-

tually broken. Also, at least in lattice gauge theories, famous Elitzur’s theorem

prohibits local gauge symmetry breaking[110].

To see this, consider the ground state of superconductor ∆ = ∆0eiφ,E = 0,B =

0. Electromagnetic fields E = 0,B = 0 when the field-strength tensor Fµν =

0 (see (A.13)). Hence, from (A.12), Fµν can be represented as what is known

as a pure gauge i.e. Fµν = ∂µβ, where β is a scalar. Hence the ground state of

superconductor is

∆ = ∆0eiφ, Aµ = ∂µβ (B.4)

Now, if we perform gauge transformation, Aµ 7→ Aµ + α and φ 7→ φ + 2eα
~

, we

get

∆ = ∆0ei(φ+ 2eα
~ ), Aµ = ∂µ(β + α) (B.5)

Here, the phase of the superconductor is changed, and since α is arbitrary it

might give the impression that we have a degenerate manifold of ground states

to choose from and picking one phase breaks this gauge symmetry. However,

two states related by gauge transformations are the same physical state with merely

different descriptions. Hence there is only one physical state with |∆| = ∆0,E =

0,B = 0 and the different phases are gauge equivalent ways of describing this

state. The gauge invariance of the Hamiltonian and gauge covariance of the

ground state superconductor, has important consequences which we discuss in

the next section.
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B.1 Electrodynamics of Superconductors from Gauge Symme-

try: An Effective Field Theory Picture

In effective field theories for phase transition, an analysis pioneered by

Ginzburg and Landau, rather than solving the microscopic Hamiltonian which

might be complicated, we construct a free energy F with an order parame-

ter (see Appendix C) which respects all the symmetries of the problem. Then

this free energy F can be minimized variationally to calculate the quantities

associated with the phase transition [111]. As we saw in the previous section,

the Hamiltonian of superconductivity is gauge invariant and the superconduct-

ing ground state is gauge covariant. These two critical properties can explain

the fundamental electrodynamics of a superconductor using an effective mean-

field.

First we generalize the order parameter to a time dependent one as ∆(r, t).

The free energy will also need an electromagnetic field. In the most general

case, the free energy F can depend on the order parameter, its conjugate, the

electrodynamic field, their derivatives as F
[
∆,∆∗, ∂µ∆, ∂µ∆

∗, Aµ, ∂µAν

]
. However,

the gauge invariance severely restricts the form of F . Due to the gauge covari-

ance ∆ 7→ e−i 2eα
~ ∆ of the order parameter ∆, the corresponding gauge invariant

quantity that can be constructed is simply the magnitude ∆∗∆. We also need to

create a gauge covariant version of the derivative Dµ as the simple derivative ∂µ

under gauge transformation transforms as

∂µ∆ 7→ ∂µ
(
ei 2eα
~ ∆

)
= ei 2eα

~

(
∂µ + i

2e
~
∂µα

)
∆ (B.6)

which is clearly not gauge covariant. Hence to construct gauge invariant terms
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in F , we introduce gauge covariant derivative

Dµ ≡ ∂µ − i
2e
~

Aµ (B.7)

It can be checked that this is now gauge covariant as under gauge transforma-

tion

Dµ∆ =

(
∂µ − i

2e
~

Aµ

)
∆ 7→

(
∂µ − i

2e
~

(Aµ + ∂µα)
)

(ei 2eα
~ ∆) = ei 2eα

~

(
∂µ + i

2e
~
∂µα − i

2e
~

(Aµ + ∂µα)
)

=⇒ Dµ∆ 7→ ei 2eα
~ Dµ∆

(B.8)

Hence the gauge invariant term from this gauge covariant Derivative will be

simply (Dµ∆)∗Dµ∆. However, there can be less restriction if we take into account

some properties of the mean field. Let us have a closer look at ∂µ∆, where we

separate magnitude and phase explicitly as ∆ = |∆|eiφ

∂µ∆ = ∂µ
(
|∆|eiφ

)
=

(
∂µφ +

∂µ|∆|

|∆|

)
∆ (B.9)

From our discussions of the mean field theory (section 1.1.3), we have seen

that the order parameter |∆| has a finite value in the superconducting state and

fluctuations around this mean value is ignored, hence for low energy physics,

it can be safely assumed that ∂µ|∆| � |∆| and the second term can be ignored

and we get ∂µ∆ ≈ ∂µφ∆. We also recall that, the phase transforms under gauge

transformation as φ 7→ φ + 2eα
~

(Appendix B). The gauge transformation of an

electromagnetic field is (Appendix A) Aµ 7→ Aµ − ∂µα. With these observations,

we can construct a gauge-invariant derivative as:

Dµ∆ = i
(
∂µ −

2eAµ

~

)
∆ (B.10)
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It can be checked that with Gauge transformation, this derivative stays invari-

ant as

Dµ∆ = i
(
∂µφ −

2eAµ

~

)
∆ 7→ i

(
∂µ(φ + 2eα/~) −

2e(Aµ + ∂µα)
~

)
∆ = i(∂µφ−2eAµ)∆ = Dµ∆

(B.11)

In fact, no other gauge-invariant combinations of the fields can be

formed and the gauge-invariant free energy should have the dependence

F
[
|∆|, ∂µφ − 2eAµ/~

]
.

Finally the free energy F needs to be minimized using a variational method.

By assumption, this will occur at a non-zero value of order parameter |∆|. Also

for a stable minimum, the term ∂µφ − 2eAµ/~ should appear as a quadratic de-

pendence near the minimum.

F ∼ K
(
∂µφ −

2eAµ

~

)2

(B.12)

Then F is minimized at

∂µφ =
2eAµ

~
(B.13)

The relation in (B.13) is derived purely on the basis of gauge invariance of

the free energy and the gauge covariance of the superconducting state. We will

next derive key properties of superconductors using only this relation.
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B.1.1 Perfect Conductivity

The time component of the eq.(B.13) leads to

∂tφ = 2eϕ/~ (B.14)

where φ is the phase of the superconducting order-parameter and ϕ is the elec-

tric potential. Hence for any time independent field configuration where super-

conducting phase φ is not changing in time and ∂tφ = 0, eq. (B.13) means

ϕ = 0 (B.15)

Hence no voltage or potential difference can be developed in steady-state in a

superconductor. Constant current j is also a steady-state and by this argument,

must flow without developing a potential difference and j = σV then implies

that the conductivity σ is infinite for zero voltage V, if a finite current j flows.

B.1.2 Flux Quantization

Let us consider a thick ring of a superconductor with a closed contour γ inside

it of an area S . The magnetic flux Φ through this contour will be

Φ =

∫
S

B · dS

=

∫
S
(∇ × A) · dS

(B.16)

using Stoke’s theorem, we can convert the integral on the surface S to the con-

tour γ we get

Φ =

∮
γ

A · dr (B.17)
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Since the contour γ is inside a superconducting ring, the spatial components of

eq.(B.13) tell us

∇φ =
2eA
~

(B.18)

Then we get,

Φ =
~

2e

∮
γ

∇φ · dr

=
~

2e
∆φ

(B.19)

Now around a closed loop, the ∆φ, the change in the superconducting phase can

only change by an integer multiple of 2π (since the phase of a superconductor is

well defined, this is necessary for the ensuring single valuedness). Hence

Φ = n
h
2e

(B.20)

B.1.3 Meissner Effect

One easy way to see Meissner Effect is to look at the spatial components of

eq. (B.13)

∇φ =
2eA
~

(B.21)

Since magnetic field is B = ∇ × A, in ground state of superconductor, ∇ × A =

∇ × ∇φ = 0, as curl of a gradient is always zero [108]. Hence magnetic field

cannot exist inside a superconductor.
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APPENDIX C

SPONTANEOUS SYMMETRY BREAKING AND PHASE TRANSITIONS

A symmetry of a system is a transformation under which the Hamiltonian de-

scribing the system remains unchanged. The symmetry can be broken by adding

terms to the Hamiltonian which do not respect the symmetry (with the new

term, the Hamiltonian is no longer invariant under transformation). The sym-

metry is said to be spontaneously broken when no additional term is added to the

Hamiltonian, but the ground state can have a reduced symmetry as compared

to the Hamiltonian i.e., there is a symmetry transformation under which Hamil-

tonian is invariant but the ground state is not. These deep ideas were developed

by Landau to study phase transitions. In terms of phase transition, below the

critical point where the phase transition occurs, the system can develop a non-

zero expectation value for an operator of lower symmetry than Hamiltonian in

a ground state than the ground state before transition where expectation value

of the operator was zero. The expectation value of this operator is referred to

as the order parameter ∆. The reason for the non-zero value of this expectation

value is that the system is no longer ergodic. It picks a ground state among a

possible set of degeneracies, however, the different possibilities are separated

by an energy barrier after phase transition, hence it likes to stay in only one of

them (the phase). If there were to be no barrier between these degeneracies, er-

godicity would ensure that system goes in all of them and that will effectively

average out the order parameter ∆ to be zero. This is illustrated in a free energy

diagram in Fig. C.1. Before the phase transition the ground state of the system

(Free energy minimum) is at ∆ = 0 as shown in Fig. C.1. After phase transition

induced changes in Free energy, the ground state of the system has a degener-

acy at ∆ = ∆0 and ∆ = −∆0 separated by an energy barrier. The system picks
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Figure C.1: Spontaneous symmetry breaking and phase transition. The system before
the phase transition is in the ground state at a minimum in Free energy at order param-
eter ∆ = 0. After the phase transition, the free energy has changed and the ground state
is degenerate at ∆ = ±∆0. System picks one and symmetry is said to be spontaneously
broken.

one of them, and the phase-transition is said to have occurred. An example is a

crystal which breaks translational symmetry of space by having atoms at lattice

points separated in space or a Ferromagnet which breaks rotational symmetry

by picking a direction in the space for the magnetization axis. It will cost energy

to change one lattice to another degenerate one or one magnetization axis to an-

other degenerate one. We reiterate here that in the case of superconductors, the

gauge symmetry is not spontaneously broken.
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APPENDIX D

ANDERSON-HIGGS MECHANISM: MEISSNER EFFECT AS PHOTONS

ACQUIRING MASS

The discovery of Higgs boson was a major discovery in Physics which was

announced in Summer 2012, the time I was learning the ropes in condensed

matter physics and I was very fascinated by it. Soon afterward, this discovery

was awarded the noble prize. However, the initial ideas were worked out by

Anderson in the context of superconductivity [112]. Let us consider a Lorentz-

invariant analog of superconductivity, the Abelian Higgs-model which is de-

fined by a Lagrangian [113]:

L = (Dµ∆)∗(Dµ∆) −
1
4

FµνFµν − V(|∆|) (D.1)

It must be noted that this model does not actually describe a superconductor

but is just a useful pedagogical tool to illustrate Anderson-Higgs mechanism.

For an order-parameter ∆ = |∆|eiφ, the gauge covariant dervative can be defined

as in eq.B.10 in section B.1Dµ∆ = (∂µφ− 2eAµ/~)∆. Like in Field-theory literature,

let us use natural units: ~ = c = 1. Using this, the Lagrangian (D.1)takes the

form:

L = |∆|2(∂µφ − 2eAµ)2 −
1
4

FµνFµν − V (D.2)

We can define a new gauge invariant vector field

Ãµ ≡ Aµ −
1
2e
∂µφ (D.3)

It can be checked that Ãµ is guage invariant since under a gauge transformation,

Ãµ 7→ Aµ + ∂µα −
1
2
∂µ(φ + 2eα) = Aµ −

1
2e
∂µφ = Ãµ (D.4)
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The field strength tensor in A.12 stays invariant under this transformation. With

this new gauge field, the Lagrangian becomes:

L = (2e)2|∆|2ÃµÃµ −
1
4

FµνFµν − V (D.5)

Now, in Field-theory terms, the term quadratic in Ãµ means that this electro-

magnetic vector field, (whose quantum is a photon.) has a mass of m2 = 2e2|∆|2!

This can be seen more explicitly if we use this Lagrangian to write the Euler-

Lagrange equations of motions [114] of the system:

∂L

∂Ãν
− ∂µ

∂L

∂(∂µÃν)
= 0

m2Ãν + ∂µFµν = 0

m2Ãν + ∂µ(∂µÃν − ∂νÃµ) = 0

m2Ãν + ∂µ∂µÃν − ∂ν∂
µÃµ = 0

(D.6)

The current is given by[115]

jµ = −
∂L

∂Ãµ
= −m2Ãµ (D.7)

For this current to be conserved, we must have ∂µ jµ = 0 implying ∂µÃµ = 0. This

sets the last term in Euler-Lagrange equation of motion in eq. (D.6) to 0, leaving

us with simply

(∂µ∂µ + m2)Ãµ = 0 (D.8)

This is Klein-Gordon equation [115] of a classical field of mass m. This can be

made more visible if we decompose the electromagnetic field in its Fourier com-

ponents as

Ãµ =

∫
d4xeipµpµ Ãµ(p) (D.9)
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where 4-momentum pµ = (E,p). Then the Klein-Gordon equation becomes

(−pµpµ + m2)Ãµ(p) = 0

−pµpµ + m2 = 0

E = p2 + m2

(D.10)

Which is readily identified as the relativistic dispersion of a particle with mass

m. Thus, the photons (vector field Ãµ) in a superconductor, due to the interplay of

gauge covariance and gauge invariance, acquire a mass! This mechanism was first

proposed by Anderson [112] in the context of Superconductors. The same mech-

anism generates masses of W and Z bosons1. However it must be noted that,

the ”broken” gauge group in electroweak theory is Non-Abelian, hence the de-

tails of dynamics of course differs from the description here. There have been

experimental observations of Higgs modes in superconductors summarized in

Ref.[116].

To see the Meissner effect resulting from this acquisition of mass by photons,

we can restrict to spacelike components of the Klein-Gordon equation (D.8) and

further restrict to time-independent scenarios (for static magnetic field). Then

Klein-Gordon equation (D.8) becomes

(−∇2 + m2)Ã = 0 (D.11)

Taking curl of this equation, and from relation ∇ × Ã = B, we get

(−∇2 + m2)B = 0 (D.12)

This admits a solution that decays inside the superconductor exponentially ∼

e−mr, which is basically the Meissner effect.

1Anderson-Higgs mechanism also generates the mass of quarks and leptons but with a
Yukawa coupling which is not analogous Superconductors.
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For a more physical result, let us use the Ginzburg-Landau free energy for

superconductors (For details of Ginzburg-Landau theory please see Tinkham??)

F =

∫
d3x
|∆|2

2m∗
(∇φ − 2eA)2 +

1
2

B2 + V(|∆|) (D.13)

In terms of the vector field Ã,

F =

∫
d3x

(2e)2|∆|2

2m∗
Ã2 +

1
2

B2 + V(|∆|) (D.14)

Analogous to the relativistic case, the current is given by [7]

j = −
δF

δÃ
= −

(2e)2|∆|2

m∗
Ã (D.15)

We know from Maxwell’s equation (A.4) that in static field configurations, ∇ ×

B = j, this gives us

∇ × B = −
(2e)2|∆|2

m∗
Ã (D.16)

Taking curl of both sides

∇ × ∇ × B = ∇(∇ · B) − ∇2B = −
(2e)2|∆|2

m∗
∇ × Ã (D.17)

Maxwell’s equation (A.2) tells us that ∇ ·B = 0 and we also have ∇× Ã = B. This

gives us

− ∇2B = −
(2e)2|∆|2

m∗
B (D.18)

Hence, the magnetic field inside a superconductor decays as

B = B0e−r/λ λ−2 =
(2e)2|∆|2

m∗
(D.19)

where λ is the penetration depth, which in SI units is given as [4]

λ =

√
me

2µ0e2|∆|2
(D.20)

Hence, due to the Anderson-Higgs mechanism arising from interplay of gauge

covariance and gauge invariance, the photons acquire a mass in superconduc-

tors, which leads to the exponential decay of magnetic field inside a supercon-

ductor leading to the characteristic Meissner effect given by eq. (D.19).
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APPENDIX E

TOPOLOGICAL SUPERCONDUCTIVITY

In mathematics, topology refers to study of spaces which can be transformed

into one another by stretching, bending, crumpling, but not by cutting or gluing.

Hence the properties of such spaces are based on a global nature in a certain

sense which will be clear as we look at some examples later. This means that

these properties are robust against small distortions of spaces.

Similarly in physics, there are properties which are robust to small changes

in Hamiltonians, unless one opens or closes a gap. The extremely robust quan-

tization in Integer Quantum Hall Effect (IQHE) is a result of Hall conductivity

being a topological quantity. Kosterlitz, Thouless and Haldane won Nobel prize

in 2016 for the theoretical development of topological ideas in Physics. Many

other scientists have contributed to this endeavor greatly through the decades.

Superconductor, being a gapped Hamiltonian, can also have topological classi-

fications and interesting related properties. Since Sr2RuO4, a subject of the thesis

has been touted as a topological superconductor for a long time, I provide an

extremely brief overview here so that we can later put our experimental results

in context. The discussion here is limited only to the very basic definitions and

toy models. Interested readers may refer for more details to the references men-

tioned at relevant locations in the following.
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Figure E.1: Geometric phase and curvature. a) The oriented vector after moving along
the closed path on a flat (zero curvature surface) returns to the same orientation as
beginning. b) The oriented vector after moving along the closed path on a non-flat
(nonzero curvature surface) does not return to the same orientation as beginning.

E.1 Motivation from Mathematics: Geometric Phase, Curva-

ture and Topology

We start with mathematics, where the original ideas come from. Consider trans-

porting an oriented object like a vector across a closed path as shown in Fig. E.1.

This exercise is usually called parallel transport.

In Fig. E.1a, on a closed path, it can be seen that the the parallel transport of

a vector finishes with the same orientation it started from. While in Fig. E.1b,

it can be seen that the parallel transport of the vector changes the orientation

after traveling along a closed path. This difference in the orientation of vector

on traveling a closed path on a manifold is defined as geometric phase. As can be

seen, it is zero for a flat surface and non-zero for a surface with finite curvature.

This is basically a demonstration of the deep relationship between curvature

and geometric phase.

A nice demonstration of topological property is offered by the Gauss-Bonnet
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Figure E.2: Topological equivalence of a coffee mug and a donut.

Theorem, which relates the number of holes (called genus g) in an object to the

curvature κ integrated over the whole manifold.

1
2π

∫
M
κdA = 2(1 − g) (E.1)

This is striking because the integrand on the left-hand side, curvature κ of a

manifold is a local quantity which can be changed by stretching, bending and

crumpling the manifold but as long as these deformations do not poke a new

hole, the theorem states that the value of integration over a closed manifold will

just be a simple constant related to the number of holes g. This means that if we

integrate the curvature in any of the stages of deformation of a mug to a donut

as shown in Fig. E.2, the result will always be zero (corresponding to g = 1).

All the objects in Fig. E.2, including the mug and the donut, belong to the

same topological class of g = 1. A sphere for example, having no holes will be

a different topological class of g = 0 and by Gauss-Bonnet theorem (E.1), the

integration of curvature of any surface with zero holes, will give the same result

2. An example of different topological classes are shown in Fig. E.3, where each

row is in the same topological class.
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Figure E.3: Different topological classes

E.2 Condensed Matter Physics: Berry Phase, Berry Curvature

and Topology

When we talk of topology in condensed matter physics, we are talking about

the spaces of Hamiltonians. Gapped Hamiltonians which can be transformed

into one another without closing the gap or opening a new one, are said to be in

the same topological class.

The concept of parallel transport, as described in previous section, also exists

for condensed matter physics thanks to quantum adiabatic theorem [35] which

states that nth eigenstate of a Hamiltonian H1 is carried over to nth eigenstate

of a Hamiltonian H2, if H2 is obtained by slowly varying the parameters of H1.

Similar to the idea of geometric phase accumulated over a closed loop, the phase

acquired when a Hamiltonian is parallel transported across a closed loop by

adiabatic variation of its parameters, is called Berry Phase.1 Also analogous

1The choice of phase in quantum mechanics is usually considered to be trivial, but Michael
V. Berry [117] in 1986 showed that the phase accumulated around a loop is non-trivial and can
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to the previous section, the Berry phase is non-trivial for non-trivial curvature,

which is known as Berry curvature [119].

Similar to the discussion of Gauss-Bonnet theorem in the previous section,

Berry curvature integrated over a closed manifold of Brillouin zone (BZ) leads

to a topological invariant known as Chern number or TKNN invariant (named

after the theorists Thouless, Kohmoto, den Nijs and Nightingale who developed

topological ideas to explain integer quantum hall effect (IQHE) and found that

hall conductivity is actually a Chern number [120]. )

CTKNN =
1

2π

∫
BZ

dkΩ(k) (E.2)

Analogous to the Gauss-Bonnet theorem creating classes of manifolds, this in-

teger can divide Hamiltonians into different topological classes as shown in fig-

ure E.4. A simple gapped Hamiltonian of an insulator is in class C = 0 and

IQHE with insulating bulk and conducting edge states [121] is in class C = 1

Before we move onto the definition of topological superconductors, I just

want to mention that lately a lot of research is driven into the field of topo-

logical materials [122, 123] because necessity of having the magnetic field to

have a topologically non-trivial material was removed by the idea of time-

reversal symmetry preserving topological insulators [124]. For this class of ma-

terials, Chern number is zero, but there is another Z2 invariant νZ2 which char-

acterizes this class of bulk insulators having conducting counter-propagating

spin-polarized, edge states; and distinguishes it from a trivial bulk insulator as

shown in Fig. E.5.

have physical consequences like Aharonov-Bohm effect [118]
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Figure E.4: Different topological classes based on TKNN invariant. a) A simple atomic
insulator with a gap between conduction and valence band. b) Integer quantum Hall
effect with insulating bulk. Conducting edge states connecting valence and conduction
band and lead to integer quantized Hall conductance.

Figure E.5: Time reversal symmetric topological insulator. a) Trivial insulator. b) Topo-
logical insulator, a topologically non-trivial class realized without external magnetic
field with conducting, counter propagating, spin polarized edge states [124]
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E.3 Topological Superconductors

We have seen that the superconductors also have a gap for quasiparticle exci-

tations in section 1.1.3. Hence these topological classifications can also be ap-

plied to superconductors. I only mention key definitions here for a simple toy-

model and direct the interested readers for more details to excellent reviews on

this subject [125, 126]. A complete classification of topological superconductors

based on symmetries present in a system can be found in [127].

The Bogoliubov de Gennes Hamiltonian is represented in the form of a 2 × 2

matrix (1.20) which we reproduce here

HBdG =

ξk ∆k

∆∗k −ξk

 (E.3)

The Bogoliubov Hamiltonian HBdG can be expressed in the basis of 2 × 2 Pauli

matrices σ = (σx, σy, σz) as

HBdG = h · σ (E.4)

Now this vector h can be used to define a Chern number [125] (we only look at

the 2D case, relevant for claims made on Sr2RuO4 which is being studied here)

as

C =
1

4π

∫
dk

[
ĥ ·

(
∂kx ĥ × ∂kx ĥ

)]
(E.5)

where ĥ is the unit vector from h, which encodes the superconducting Hamil-

tonian HBdG. If this Chern number is non-zero, then the superconductor is time

reversal symmetry breaking, p + ip spinless superconductor [125]. For a intu-

itive picture [125], one can imagine the unit vector ĥ moving on a unit sphere

as k-values are scanned across the Brillouin zone as shown in Fig. E.6. If the

this unit vector does not wind around the sphere completely, it is topologically
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Figure E.6: Intuitive picture for Chern number of Topological superconductors. a) The
vector ĥ does not wind around the whole sphere, hence this is a topologically trivial
superconductor with C = 0. b) The vector ĥ does not wind around the whole sphere
once, hence C = 1 and this is a spinless p + ip topological superconductor.

equivalent to a sphere where there is no winding, hence topologically trivial.

On the other hand, if the unit vector winds around the sphere completely once,

then it is topologically non-trivial as this winding cannot be undone without

poking a hole in the map.

A quick note about material systems, from my perspective. In the HBdG there

are two parameters to be played with: the normal dispersion ξk and the super-

conducting gap ∆k. For obtaining a non-trivial topological invariant, one can

look for systems in mother Nature which have a non-trivial ∆k because of exotic

pairing interactions. For example, an Odd parity ∆k will be a topological super-

conductor [125, 126]. The other way is to engineer a system with an intrinsically

trivial superconductor with a constant s-wave gap ∆ but with materials with

normal state dispersion εk is non-trivial. Hence there is a huge effort to engineer

a topological superconductor by interfacing topological insulators with s-wave

superconductors via doping or heterostructures [125, 126].
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E.4 Majorana Zero Modes in Topological Superconductors

A Majorana fermion is a fermion (i.e. a half-integer spin particle) that is its own

antiparticle, as hypothesized by Ettore Majorana in 19372. It differs from Dirac

fermions in the sense that the creation and annihilation operators are distinct

for a Dirac fermion but the same for a Majorana fermion i.e. γ†i = γi, where

γ†i creates a Majorana fermion in the state i. Because particles and antiparticles

have opposite conserved charges, a Majorana fermion has to be neutral. In the

standard model, all the fundamental half-integer particles have gauge charges

so they are Dirac fermions with the exception of neutrino, whose nature is not

settled and it may be a Majorana fermion. In condensed matter systems, this

property of γ† = γ may be realized for quasiparticles as we discuss in this sec-

tion. Hence Majorana has made a return in condensed matter physics [128]. In

this section, we provide a very brief glimpse at Majorana zero modes in topo-

logical superconductors. For more details on Majorana physics, please refer to

the reviews in [125, 129].

Let us consider solution of Dirac equation, which describes spin-1/2

Fermions. Dirac equation is complex and hence the solutions, the Dirac

fermions are described by complex operators. This is natural because the com-

plex conjugate of a complex Dirac fermions is the antiparticle, the first such

discovery being the positron (antiparticle of electron). However, Before Dirac,

Ising realized that complex fermion operators c† and c can be decomposed using

2Majorana disappeared under unknown circumstances after buying a boat trip a ticket from
Palermo to Naples in 1938. The yet to be discovered elusive Majorana states go hand in hand
with the story of his mysterious disappearance.
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real operators γ1 and γ2 as:

c† =
1
2

(γ1 + iγ2)

c =
1
2

(γ1 − iγ2)
(E.6)

The real operators γi are in a sense half a fermion. The Ising fermion decomposi-

ton in eq. E.6 can be inverted to get:

γ1 =
1
2

(c + c†)

γ2 =
i
2

(c − c†)
(E.7)

It can be seen easily that γ†i = γi. These operators, with the normalization

such that γ2
i = I, I being the identity, follow the anti-commutation relations:

{γi, γ j} = 2δi j (E.8)

The same algebra as outlined in eq.(E.8) describes the Majorana fermions in

the real solution to the Dirac equation Majorana proposed and these operators

came to be known as the Majorana operators.

The defining condition for Majorana fermions γ†i = γ prevents any charged

particles from being a Majorana fermion. Here, the superconductors come to

our rescue as the quasiparticles in a superconductor, the Bogoliubons are a mix

of electrons and holes! We recall from the section 1.1.3 that the mean-field BCS

Hamiltonian is diagonalized by the Bogoliubov-Valatin transformation as given

in eq. (1.21), which defined new quasiparticles γ as.

γk↑ = u∗kck↑ + vkc†
−k↓

γ†
−k↑ = −v∗kck↑ + ukc†

−k↓

(E.9)
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Where the coherence factors uk and vk are given as in eq. (E.10)

|uk|
2 =

1
2

(
1 +

ξk

Ek

)
|vk|

2 =
1
2

(
1 −

ξk

Ek

) (E.10)

where

Ek =

√
ξ2

k + |∆k|
2 (E.11)

If we measure energies from the Fermi-level, then normal state dispersion

ξk = 0 at Fermi level. Hence at Fermi level we get |uk| = |vk| = 1/
√

2. If we have a

bound state at the Fermi level made from Bogoliubons, the Bogoliubons will be

given from eq.(E.9) as

γk↑(E = 0) =
1
√

2
(c†
−k↓ + ck↑) (E.12)

γ†
−k↑(E = 0) =

1
√

2
(c†
−k↓ − ck↑) (E.13)

Where we have assumed real uk and vk. It can be seen that if the spin and mo-

menta indices can be suppressed, then the Bogoliubons in eq. (E.12) at zero en-

ergy evidently satisfy γ†(E = 0) = γ(E = 0), the Majorana condition! These states

are called Majorana zero modes, which is a more accurate way to refer to them

rather than calling them Majorana fermions (the distinctions is not always main-

tained in literature) as they no longer follow the fermion statistics. For a simple

two body state, the Fermion statistics implies ψ(r1, r2) = −ψ(r2, r1). Instead, Ma-

jorana fermions follow the non-abelian anyon statistics. The anyon statistics for

a simple two body state implies ψ(r1, r2) = eiφψ(r2, r1). The non-abelian anyon

statistics means that the state resulting from a clockwise-exchange of the two

particles will be different from the state resulting from an anti-clockwise ex-

change of the two particles. In the next section, we will see how we can achieve
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the Majorana zero modes with vortices in a chiral odd-parity superconductor.

E.5 Majorana Zero Modes in Half Quantum Vortices in Chiral

Odd-Parity Superconductors

From the discussion in the previous section, we see that to realize Majorana

condition, we will need a Bogoliubon state at zero energy, within the supercon-

ducting gap. One way to get the states in the superconducting gap is to apply a

magnetic field to a superconductor. As been shown in appendix D in eq. (D.19),

the magnetic field exponentially decays within a Superconductor. However, for

certain superconductors, up to a certain critical magnetic field, the magnetic

field can penetrate the superconductor as tubes known as vortices [4]. The su-

perconducting gap goes to zero at the core of such vortices as the magnetic field

cannot survive in a superconductor(eq. (D.19)). The Hamiltonian describing a

vortex in a superconducting plane can be written as [130]:

H =

∫
d2r

[
ψ†

(
−
−∇2

2m
− EF

)
+ ψ†[eiθ∆(r)ψ†] + H.c.

]
(E.14)

where (r, θ) represent the 2D coordinates. Caroli, de Gennes and Matricon

solved the equation (E.14) using the Bogoliubov-Valatin transformation (see sec-

tion 1.1.3 and eq. (1.21)) γ† = uψ† + vψ and showed that there are bound states at

the vortex [130]. These bound states are known as Caroli-de Gennes-Matricon

(CdGM) states and for an even-parity superconductor studied, the CdGM states

are located at energies E = (n + 1/2)~ω0, where n is an integer and ~ω0 ∼ ∆2/EF .

Hence there are no states at 0 energy for even parity superconductor.

Let us look at the Hamiltonian for a vortex in a chiral p-wave superconduc-
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Figure E.7: A half quantum vortex. The arrows denote the d-vector. Figure reproduced
from [131].

tor:

H =

∫
d2r

[
ψ†

(
−
−∇2

2m
− EF

)
+ ψ†[eiθ∆(r) ∗ (∇x + i∇y)ψ†] + H.c.

]
(E.15)

where ∗ is the symmetrized product given as A ∗ B = (AB + BA)/2. The wave-

function ψ for the condensate in the vortex can be given as [131]:

ψ(r, θ) = ∆(r)[eiθ| ↑↑〉 + | ↓↓〉](kx + iky) (E.16)

The condensate in the vortex of an odd-parity chiral superconductor is very

different from the vortices in the even-parity chiral superconductor. We have

seen in section 1.2.1 that the order parameter for odd-parity superconductors is

a vector order parameter, the d-vector (eq.(1.29)). Since the phase of the super-

conductor is well defined, the overall wavefunction should change the phase by

2π when the loop occurs around a vortex. If the d-vector can be rotated, then the

overall phase of the cooper pair can be changed by both rotating the d-vector,

and rotating the phase of the orbital part of the wavefunction. Hence to achieve

an overall phase change of 2π around a vortex core, we can rotate the spatial

wavefunction ϕ by π and the d-vector by π as schematically shown in Fig. E.5.
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Since the orbital part of wavefunction rotates only by half of the usual 2π, these

vortices are called half quantum vortices. The spin-up and spin-down sections

here decouple and the spin-down sector has no vortex and hence no bound

states, while the spin-up sector is described by Hamiltonian in eq. (E.14). This

makes the model effectively spinless. This cannot be achieved with an even-

parity superconductor as the spins, in that case, have to be singlet. Hence the

Bogoliubons to diagonalize Hamiltonian (E.14) ,

γ† = uψ† + vψ (E.17)

γ = v∗ψ† + u∗ψ (E.18)

can be spinless. This diagonalization has been performed [132] and the resulting

bound state energies are given as n~ω0, where n represents an integer. Hence

now, there can be a bound state at zero energy! Since this model is effectively

spinless, u and v represent the same spin (same fermion). Hence we get from

eq. (E.12), the zero-energy bound state as:

γ†(E = 0) =
1
√

2
(ψ + ψ†) = γ(E = 0) (E.19)

Thus we have a Majorana Zero mode at the vortex core of a chiral-odd parity

superconductor! Majorana zero mode is a better-suited term than Majorana

fermions as these states follow non-abelian anyon statistics rather than fermion

statistics. In the next section, we look at the statistics of these Majorana zero

modes in Half quantum vortices of a chiral p-wave superconductors next.
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E.6 Non Abelian Anyon Statistics of Majorana Zero Modes in

A Chiral p-wave Superconductors

Quantum statistics, the existence of symmetry rules for what happens to many-

body wavefunctions when two particles are interchanged, is important for the

existence of the world as we know it. Pauli exclusion principle, metals, super-

conductors, bose-einstein condensate etc. are a manifestation of quantum statis-

tics at play. In 3+1 dimensional world, the world lines of the particles cannot get

tangled (all knots in 3D are trivial in 4D, as whenever one finds an intersection

in 3D, one can move to 4th dimension and untangle it.) and all world lines

are basically representations of permutation group S N , the two irreducible rep-

resentations in one dimension being fermions and bosons. Let us look at the

simplest case of two particles. Let the particle exchange be denoted by µ

one exchange: ψ(r1, r2) 7→ µψ(r1, r2) = ψ(r2, r1) (E.20)

two exchanges: ψ(r1, r2) 7→ µ2ψ(r1, r2) = µψ(r2, r1) = ψ(r1, r2) (E.21)

Hence we have µ2 = 1 for two exchanges from eq. (E.20), because as discussed

the state after two exchanges is trivially related to the initial state. This statistics

leaves us with the two possibilities µ = +1 for a boson and µ = −1 for a fermion.

However in 2+1 dimensions, the world lines can most definitely get tangled

3! Let us consider performing two interchanges, which bring a particle back

to the initial positions. For 3+1 dimensional world lines, this is a topologically

trivial operation because the winding of world lines can be undone (like knots

in 3D can be undone in 4D). But if the particles are confined to 2+1 dimensions,

3This concept of non-trivial statistics in 2+1 D was realized first by Leinaas and
Myrheim [133] and Wiczek [134] further contributed to it.
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Figure E.8: Worldlines showing non-trivial topology of exchange of two anyons. It can
be noticed that the worldlines cannot be untangled in 2+1 dimensions as shown and
allow for anyon statistics. For 3+1 dimensions, such worldlines can be unentangled
by moving into the 4th dimension whenever one encounters an intersection, hence this
operation of two exchanges will be trivial in 3+1 dimensions which only allows boson
and fermion statistics. Figure from Wikimedia Commons.

the world lines contain an imprint of these operations which cannot be undone

and hence are topologically non-trivial as can be seen in Fig. E.8.

Since the two particle exchange is no longer trivial, if we let σ denote an ex-

change of two particles, since it is not going to ever return to the initial state,

σ2 , 1. This is the crucial distinction between anyon and fermion/boson statis-

tics, which materializes in 2+1 D. For 2 anyons, σ is in fact given by the operator

σ = eiφ. For N-such worldlines in 2+1 D, now the group becomes the braid

group BN as opposed to permutation group S N for 3+1 D. Notice that the braid

group has infinite number of elements even for two particles, while the num-

ber of elements for a permutation group is |S N | = N!. The braid group BN can

be represented in terms of the exchange operators, which are called generators

in group theory language. For arbitrarily ordered N anyons 1, 2, . . .N, let us

denote the anti-clockwise (clockwise) exchange of ith and i + 1th anyons by σi
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(σ−1
i ). Then, the defining algebra for the braid group is given by [135]:

σiσ j = σ jσi for |i − j| ≥ 2, (E.22)

σiσi+1σi = σi+1σiσi+1 for 1 ≤ i ≤ N − 1 (E.23)

Let us discuss the simplest member of the braid group, which is the set of 1D

operations simply denoted as σ = eimφ, where m denotes the difference between

the number of anti-clockwise exchanges and clockwise exchanges. The order of

performing these operations will not matter and the statistics of a two anyon

system is abelian. (the operator eimφ commutes: eimφeinφ = einφeimφ)

However, for higher dimensional representation of the braid group, the

statistics may not be abelian. Consider a set of g degenerate states ψ1, ψ2 . . . ψg

at n locations R1,R2 . . .Rn. An element of braid group, is denoted now by a g × g

unitary matrix M(σi) acting on these states as (Einstein summation convention

implying sum over repeated indices is used).

ψα 7→ [M(σi)]αβψβ (E.24)

If matrices M(σi) do not commute (M(σi)M(σ j) , M(σ j)M(σi)), then the statistics

are non-abelian. A graphical representation of braid group statistics can be seen

in Fig. E.6

Now, let us return to the system of Majorana Zero Modes in half quantum

vortices in chiral p-wave superconductors as we discussed in the previous sec-

tion E.5. Let us see how the U(1) gauge transformation affects these states. If

the overall phase of the superconductor changes by φ, the creation and anni-

hilation operators (see eq. (E.16) and following discussion) in the vortex core

change in phase by φ/2 (Because the d-vector rotation by half, for the chiral p-

wave superconductor causes the other half phase change). Thus ψα 7→ eiφ/2ψα,
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Figure E.9: A graphical representation of the braid group. Top: The elementary braid
operationsσ1 andσ2. Middle: Here it is shown thatσ1σ2 , σ2σ1, hence the braid group
in this representation is non-abelian. Bottom: Demonstration of one of the braid group
defining relationship σiσi+1σi = σi+1σiσi+1 as outlined in eq. (E.23).Figure reproduced
from [135].

ψ†α 7→ e−iφ/2ψ†α which means that the Bogoliubons, as given in eq. (E.17) will trans-

form as (u, v) 7→ (ue−iφ/2, veiφ/2). Therefore, for exchange of half-quantum vortices

then, where condensate makes one 2π phase winding around a vortex core, the

Majorana zero mode as given in eq. (E.19) will transform as:

γ† 7→
1
2

(ψ†e−iπ/2 + ψe−iπ/2) = −γ†

γ 7→
1
2

(ψ†eiπ/2 + ψe−iπ/2) = −γ

(E.25)

Enabled with this information, let us consider a vortex interchange σi braid-

ing the Majorna zero modes (MZM) as shown in Fig. E.10 in a set of vortices

1, 2, . . .N. One of the MZM moves around another where it must cross a line

where the phase for the other vortex jumps from 0 to 2π (a branch cut), so it picks

up the phase as given in eq. (E.25) relative to the other. All the other vortices
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Figure E.10: Schematic for an elementary braid exchange. Figure adapted
from [131]

remain unaffected. Hence the the elementary braid operation σi exchanging the

positions of two vortices affects the MZMs as [131]

σi :



γi 7→ γi+1,

γi+1 7→ −γi

γ j 7→ γ j f or j , i + 1and j , i

(E.26)

From the elementary braiding operation on the MZMs as given in eq.(E.26),

it can be checked that the this representation satisfies the conditions for the braid

group as given in eq. (E.22) and (E.23). Hence the MZM’s in the core of half

quantum vortices are part of the braid group! To construct the explicit oper-

ators acting on Hilbert space, we can create fermionic operators from MZMs

and operate them on vacuum states. The condition we need to impose for an

operator τ(Ti) is

τ(Ti)γ j [τ(Ti)]−1 = Tiγ j (E.27)

where the action of operator Ti on γ j is given in eq. (E.26). With the normaliza-

tion condition {γi, γ j} = 2δi j, the expression for the braid operators for MZMs are

given as [131]:

τ(Ti) = exp
(
π

4
γi+1γi

)
=

1
√

2
(1 + γi+1γi) (E.28)

For example, in case of 2 vortices, we have 2 MZMs γ1 and γ2, which can lead
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to only 1 fermion given by ψ = (γ1 + iγ2)/2, ψ = (γ1 − iγ2)/2. The ground state is

doubly degenerate and the braid group has only one member which exchanges

these and given as [131]:

τ(T ) = exp (π/4γ2γ1) = exp
[
i
π

4
(2ψ†ψ − 1)

]
= exp

(
i
π

4
σz

)
(E.29)

where σz is the Pauli matrix in basis
(
|0〉, ψ†|0〉

)
.

For the case of 4 vortices, we have 4 MZMs and 2 fermions given by ψ1 =

(γ! + iγ2)/2, ψ2 = (γ3 + iγ4)/2 and the two hermitian conjugate operators ψ†1 and

ψ†2. The ground state has a degeneracy of 4, hence there are 3 possible exchanges

given by τ(Ti) operators as [131]:

τ(T1) =



e−iπ/4

eiπ/4

e−iπ/4

eiπ/4


, τ(T3) =



e−iπ/4

e−iπ/4

eiπ/4

eiπ/4



τ(T2) =
1
√

2



1 0 0 −i

0 1 −i 0

0 −i 1 0

−i 0 0 1


(E.30)

where the basis is
(
|0〉, ψ†1|0〉, ψ

†

2|0〉, ψ
†

1ψ
†

2|0〉
)
.

There are several key things to note from this discussion. First, all the ex-

change operators τ(Ti) are even in the fermion number. This is a reflection of

underlying superconducting Hamiltonian which allows creation and destruc-

tion of electrons only in pairs. This means that a parity operator can be defined

and the representations can be restricted to odd or even subsector, containing

2N−1 states. In each of these subspaces the representation operators τ(Ti) are
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non-commuting and non-trivial. These properties are derived on the fact that

a)MZM exists and b) MZM exchange is given by γ 7→ −γ, which is possible

because of the presence of a d-vector which rotates to compensate a phase of π

resulting in the orbital part having a phase of π, to give a total phase of 2π for

a phase winding around a vortex. Hence this is possible for a chiral odd-parity

superconductor. These MZMs and braiding statistics do not rely on the exact

form of the Hamiltonian, but overall topological structure, hence they are pro-

tected against local perturbations of the Hamiltonian and local disorder as long

as the vortices survive. This is termed as topological protection.

Since Majorana zero modes exchange operators τ(Ti) discussed above fol-

low non-abelian anyon statistics, they can be employed as qubits (quantum-

bits) [136] for quantum computation [137, 135], where information can be en-

coded as states of non-abelian anyons and operations, can be performed by

braiding multiple non-abelian anyons. After all the operations, the anyons can be

fused to measure the final states. This quantum computing process is schemat-

ically depicted in Fig. E.11. Information encoded and processed in such a fash-

ion is provided a topological protection (a braid cannot be destroyed easily until

the thread is damaged by cutting!) and hence quantum computation using non-

abelian anyons is also called topological quantum computation [138, 135] [For

a popular and easy to follow article on topological quantum computation in

Scientific American, see [139]].
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Figure E.11: Topological quantum computation using Non-Abelian anyons. This
schematic shows two qubits each comprising of four anyons. The ellipses show anyons
grouped into qubits to initialize the state. Braiding is performed to apply gates and
eventually the anyons are fused to measure the final states. The light grey anyons are
parts of qubits do not participate in computation and can be used for error-corrections.
Figure reproduced from [140]
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APPENDIX F

MATLAB SCRIPTS

F.1 T-matrix calculation for BSCCO

%script to calculate bqpi pattern using t-matrix formalism for bscco

%See Wang and Lee QPI PRB 67, 020511(R) (2003)

n_q = 401; % number of points in k-space, odd for center to lie ...

on a pixel

E = 0.024; %Energy in eV, code generates results from E to -E,

n_E = 12; % number of energy layers from E to -E, odd to have FS: E=0

tic

[qx,qy] = meshgrid(linspace(-1,1,n_q));

Epoints = linspace(-E,E,n_E);

I = eye(2);

Vs = 0.1;

Vm = 0.0;

% calculate TB model energies as per Wang and Lee QPI PRB 67,

% 020511(R) (2003), who used Norman

t1 = 0.1305;

t2 = -0.5951;

t3 = 0.1636;

t4 = -0.0519;

t5 = -0.1117;

t6 = 0.0510;

E_tb = t1 + t2*(cos(pi*qx)+cos(pi*qy))/2 ...

+t3*cos(pi*qx).*cos(pi*qy)+ t4*(cos(2*pi*qx)+cos(2*pi*qy))/2 ...

+t5*(cos(2*pi*qx).*cos(pi*qy)+cos(pi*qx).*cos(2*pi*qy))/2 ...
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+ t6*cos(2*pi*qx).*cos(2*pi*qy);

% calculate gap function

D0 = 0.025;% gap max in meV

D = D0/2*(cos(pi*qx)-cos(pi*qy));

%calculate Green's function (2x2 matrix) for each k and E value

G11 = zeros(n_q,n_q,n_E);

G12 = zeros(n_q,n_q,n_E);

G21 = zeros(n_q,n_q,n_E);

G22 = zeros(n_q,n_q,n_E);

G11r = zeros(n_q,n_q,n_E);

G12r = zeros(n_q,n_q,n_E);

G22r= zeros(n_q,n_q,n_E);

G21r = zeros(n_q,n_q,n_E);

%broadening parameter,

%usually the bias modulation in dI/dV experiment

d=0.0015;

for k=1:n_E

den = (Epoints(k)ˆ2-E_tb.ˆ2-D.ˆ2-dˆ2+1i*2*Epoints(k)*d);

G11(:,:,k) = (Epoints(k) + E_tb + 1i*d) ./den;

G22(:,:,k) = (Epoints(k) - E_tb + 1i*d) ./den;

G12(:,:,k) = D./den;

G21(:,:,k) = G12(:,:,k);

%get all G's in r-space for useful computations later

G11r(:,:,k) = fftshift(fft2(G11(:,:,k)))/(n_q*n_q);

G12r(:,:,k) = fftshift(fft2(G12(:,:,k)))/(n_q*n_q);

G21r(:,:,k) = fftshift(fft2(G21(:,:,k)))/(n_q*n_q);

G22r(:,:,k) = fftshift(fft2(G22(:,:,k)))/(n_q*n_q);

end
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toc

%calculate T matrix

T11 = zeros(1,n_E);

T12 = zeros(1,n_E);

T21 = zeros(1,n_E);

T22 = zeros(1,n_E);

sumG_ind = (n_q+1)/2;

for k=1:n_E

A = [Vs+Vm, 0.0;...

0.0, -Vs+Vm];

B = [G11r(sumG_ind,sumG_ind,k),G12r(sumG_ind,sumG_ind,k);...

G21r(sumG_ind,sumG_ind,k),G22r(sumG_ind,sumG_ind,k)];

C = I - A*B;

T = A/C;

T11(k) = T(1,1);

T12(k) = T(1,2);

T21(k) = T(2,1);

T22(k) = T(2,2);

end

toc

%calculate A

A11r = zeros(n_q,n_q,n_E);

A22r = zeros(n_q,n_q,n_E);

for k=1:n_E

for i=1:n_q

for j=1:n_q

A11r(i,j,k) = G11r(i,j,k)*T11(k)*G11r(n_q-i+1,n_q-j+1,k)...

+ G11r(i,j,k)*T12(k)*G21r(n_q-i+1,n_q-j+1,k)...

+ G12r(i,j,k)*T21(k)*G11r(n_q-i+1,n_q-j+1,k)...

+ G12r(i,j,k)*T22(k)*G21r(n_q-i+1,n_q-j+1,k);
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A22r(i,j,k) = G21r(i,j,k)*T11(k)*G12r(n_q-i+1,n_q-j+1,k)...

+ G21r(i,j,k)*T12(k)*G22r(n_q-i+1,n_q-j+1,k)...

+ G22r(i,j,k)*T21(k)*G12r(n_q-i+1,n_q-j+1,k)...

+ G22r(i,j,k)*T22(k)*G22r(n_q-i+1,n_q-j+1,k);

end

end

end

toc

%calculate dn, change in density of states

dnr = zeros(n_q,n_q,n_E);

dnq = zeros(n_q,n_q,n_E);

for k=1:n_E

dnr(:,:,k) = -imag(A11r(:,:,k)+A22r(:,:,n_E-k+1))/pi/2 ;

%calculate dnq, the bqpi pattern

dnq(:,:,k) = fftshift(fft2(dnr(:,:,k)));

end

%calculate the spectral function Ak, for one spin

%(other will be symmetric)

Ak = -imag(G11);

% do some plotting to see the results

m = 4; %number of rows in subplot, note that m*n must be n_E

n = 3;%number of columns in subplot, note that m*n must be n_E

%define [vertical,horizontal]margins between the subplots

margins = [0.02,0.02];

height=(1-(m+1)*margins(1))/m; % single subplot height
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width=(1-(n+1)*margins(2))/n; % single subplot width

%position of text relative to each subplot in fraction

text_left = 0.35;

%position of text relative to each subplot in fraction

text_bottom = 0.08;

text_font_size = 8;

text_color = 'r';

% plot Ak

figure

colorscale = 'gray';

for k=1:n_E

[subplot_row,subplot_col] = ind2sub([m,n],k);

% merged subplot bottom position

bottom=(m-(subplot_row))*(height+margins(1)) +margins(1);

% merged subplot left position

left=(subplot_col)*(width+margins(2))-width;

subplot('Position',[left,bottom,width,height])

%set colorbar limits

Akk = Ak(:,:,k);

cl2 = max(Akk(:))/10;

cl1 = min(Akk(:))/10;

imagesc(Ak(:,:,k));colormap(colorscale);axis equal;axis off;

caxis([cl1,cl2]);

text(text_left,text_bottom,[num2str(1000*Epoints(k),'%6.2f'),...

' meV'],'Units','normalized','Fontsize',text_font_size,...

'Color',text_color,'FontWeight','Bold');

end

suptitle('Spectral Function A(k)')

% plot dnr
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figure

colorscale = 'gray';

for k=1:n_E

[subplot_row,subplot_col] = ind2sub([m,n],k);

% merged subplot bottom position

bottom=(m-(subplot_row))*(height+margins(1)) +margins(1);

% merged subplot left position

left=(subplot_col)*(width+margins(2))-width;

subplot('Position',[left,bottom,width,height])

dnrk = dnr(:,:,k);

%set colorbar limits

cl2 = max(dnrk(:))/10;

cl1 = min(dnrk(:))/10;

imagesc(dnr(:,:,k));colormap(colorscale);axis equal;axis off;

caxis([cl1,cl2]);

text(text_left,text_bottom,[num2str(1000*Epoints(k),'%6.2f'),...

' meV'],'Units','normalized','Fontsize',text_font_size,...

'Color',text_color,'FontWeight','Bold');

end

suptitle('Real space BQPI \∆ N(r)')

% plot dnq

figure

colorscale = 'gray';

for k=1:n_E

[subplot_row,subplot_col] = ind2sub([m,n],k);

% merged subplot bottom position

bottom=(m-(subplot_row))*(height+margins(1)) +margins(1);

% merged subplot left position

left=(subplot_col)*(width+margins(2))-width;

subplot('Position',[left,bottom,width,height])

163



dnqk = dnq(:,:,k);

%set colorbar limits

cl2 = max(abs(dnqk(:)))/2;

cl1 = min(abs(dnqk(:)))/2;

imagesc(abs(dnq(:,:,k)));colormap(colorscale);axis equal;axis off;

caxis([cl1,cl2]);

text(text_left,text_bottom,[num2str(1000*Epoints(k),'%6.2f'),...

' meV'],'Units','normalized','Fontsize',text_font_size,...

'Color',text_color,'FontWeight','Bold');

end

suptitle('Fourier Transoform of real space BQPI \∆ N(q)')

F.2 Demonstration of Multi Atom Fourier Transform

%script to generate and analyze Freidel oscillation

%cos(k0r+phi)/rˆ2

clear

N=100; % number of impurities

npx = 512; % number of pixels for simulation

r = 1:1:npx;

[rx,ry] = meshgrid(r,r);

%create the windowing function

x = linspace(0,pi,npx);

y = linspace(0,pi,npx);

w = sin(x)'*sin(y);

%define the center of the grid

if mod(npx, 2) == 0

cpx = npx/2 + 1;

else

cpx = (npx-1)/2 + 1;
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end

%define k-space

kx = 1/npx*(rx-cpx);

ky = 1/npx*(ry-cpx);

k0 = [1,0]; % set k0

kappa=0;

%set what limits you want to randomize the impurity to,

%usually it is good to avoid boundaries,

%hence the floor(npx/10) term, set it as needed

minX = min(r)+floor(npx/10);

maxX = max(r)-floor(npx/10);

%set phi

phi = 0;

%get random coordinates for the defect

%within min and max limits set in

%lines 23-24

x0 = floor((maxX-minX)*rand(N,1)+minX);

y0 = floor((maxX-minX)*rand(N,1)+minX);

dnr = zeros(npx,npx);

dnqC = zeros(npx,npx);

%%%Generate signal

for n=1:N

ys = cos(norm(k0)*sqrt((rx-x0(n)).ˆ2+(ry-y0(n)).ˆ2)+phi)./ ...

(sqrt((rx-x0(n)).ˆ2+(ry-y0(n)).ˆ2)).ˆ2 ...

.*exp(-kappa*sqrt((rx-x0(n)).ˆ2+(ry-y0(n)).ˆ2));

%set infinity values at origin to 1, that's how sinc does it

ys(isinf(ys)) = cos(phi)*1;

dnr = dnr + ys;

end

dnr = dnr/N; %noramlize by number of defects
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% Correct signal with shift theorem

%shift is from center [x0-cpx,y0-cpx]

for n=1:N

sftr = exp(1i*2*pi*(kx*(x0(n)-cpx)+ky*(y0(n)-cpx)));

yq = fftshift(fft2(ifftshift(dnr)));

sft_yq = yq.*sftr; %shifted in q-space

%bring back to real space by ifft and multiple by sine window

wind_sft_yq = ifftshift(fftshift(ifft2(ifftshift(sft_yq))).*w);

%take fft again of the windowed data

ft_wind_sft_yq = fftshift(fft2(wind_sft_yq));

dnqC = dnqC + ft_wind_sft_yq;

end

dnq = fftshift(fft2(dnr));

dnrC = real(fftshift(ifft2(ifftshift(dnqC))));

%perform azimuthal integration

for i=cpx:-1:2

mask = circlematrix([npx,npx],i,cpx,cpx)...

-circlematrix([npx,npx],i-1,cpx,cpx);

real_dnq_curve(i) = sum(sum(mask.*real(dnq)));

imag_dnq_curve(i) = sum(sum(mask.*imag(dnq)));

real_dnqC_curve(i) = sum(sum(mask.*real(dnqC)));

imag_dnqC_curve(i) = sum(sum(mask.*imag(dnqC)));

end

figure;

%plot the dnr before correction

subplot(1,2,1)

imagesc(dnr);axis equal; axis off;colormap('gray');

caxis([-0.002,0.002])
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% caxis([min(dnr(:)),max(dnr(:))]/100);

title(gca,'\∆ N(r)')

%plot the dnr after correction, this makes sense only for N=1, for

%multiple defects, this will show sum of more than one images

subplot(1,2,2)

imagesc(dnrC);axis equal; axis off;colormap('gray');

caxis([-0.002,0.002])

% caxis([min(dnrC(:)),max(dnrC(:))]/100);

title(gca,'Shift Corrected \∆ N(r)')

suptitle('Real space Friedel oscillations')

% define a three color colormap with 0 in the middle

%to be able to see sign

% we choose to go from Red [1,0,0] to White [1,1,1] to Blue [0,0,1]

rwb = [linspace(1,1,128),linspace(1,0,128);

linspace(0,1,128),linspace(1,0,128);

linspace(0,1,128),linspace(1,1,128);

];

rwb = rwb';

figure;

%Plot Fourier transform of Friedel oscillations

subplot(2,2,1)

imagesc(real(dnq));axis equal; axis off; colormap(rwb);

caxis([-3,3])

title(gca,'Re\∆ N(q)')

subplot(2,2,2)

imagesc(real(dnq));axis equal; axis off; colormap(rwb);

caxis([-3,3])

title(gca,'Im\∆ N(q)')

%Plot Multiple Atom Fourier transform of Friedel oscillations

subplot(2,2,3)
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imagesc(real(dnqC));axis equal; axis off; colormap(rwb);

caxis([-10,10])

title(gca,'Re\∆ N_{MA}(q)')

subplot(2,2,4)

imagesc(imag(dnqC));axis equal; axis off; colormap(rwb);

caxis([-1,1])

title(gca,'Re\∆ N_{MA}(r)')

suptitle('Fourier Transform and Multi Atom Fourier Transform of ...

the Freidel oscillations')

%plot azimuthally integrated signal

figure

subplot(1,2,1)

hold on

plot([86 ...

86],[min(real_dnq_curve),max(real_dnq_curve)],'-k','Linewidth',2)

plot(real_dnq_curve,'r','Linewidth',1)

xlabel('q (a.u.)')

ylabel('Re\∆ N(q) (a.u.)','FontSize',20)

set(gca,'Xtick',[],'FontSize',16)

axis square

box on

axis tight

subplot(1,2,2)

hold on

plot([86 ...

86],[min(real_dnqC_curve),max(real_dnqC_curve)],'-k','Linewidth',2)

plot(real_dnqC_curve,'b','Linewidth',1)

xlabel('q (a.u.)')

ylabel('Re\∆ N_{MA}(q) (a.u.)','FontSize',20)

set(gca,'Xtick',[],'FontSize',16)
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axis square

box on

axis tight
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[5] H. Fröhlich. Theory of the Superconducting State. I. The Ground State

at the Absolute Zero of Temperature. Phys. Rev., 79:845–856, Sep 1950.

doi:10.1103/PhysRev.79.845. URL https://link.aps.org/doi/10.

1103/PhysRev.79.845.

[6] P. Morel and P. W. Anderson. Calculation of the Superconducting State

Parameters with Retarded Electron-Phonon Interaction. Phys. Rev., 125:

1263–1271, Feb 1962. doi:10.1103/PhysRev.125.1263. URL https://

link.aps.org/doi/10.1103/PhysRev.125.1263.

[7] Piers Coleman. Introduction to Many-Body Physics. Cambridge University

Press, 2015. doi:10.1017/CBO9781139020916.

170

https://doi.org/10.1063/1.3490499
https://physicstoday.scitation.org/doi/10.1063/1.3490499
https://physicstoday.scitation.org/doi/10.1063/1.3490499
https://doi.org/10.1103/PhysRev.108.1175
https://link.aps.org/doi/10.1103/PhysRev.108.1175
https://doi.org/10.1103/PhysRev.104.1189
https://link.aps.org/doi/10.1103/PhysRev.104.1189
http://www.worldcat.org/isbn/0486435032
http://www.worldcat.org/isbn/0486435032
https://doi.org/10.1103/PhysRev.79.845
https://link.aps.org/doi/10.1103/PhysRev.79.845
https://link.aps.org/doi/10.1103/PhysRev.79.845
https://doi.org/10.1103/PhysRev.125.1263
https://link.aps.org/doi/10.1103/PhysRev.125.1263
https://link.aps.org/doi/10.1103/PhysRev.125.1263
https://doi.org/10.1017/CBO9781139020916


[8] Henrik Bruus and Karsten Flensberg. Many-Body Quantum Theory in Con-

densed Matter Physics. Oxford University Press, 2004. ISBN 9780198566335.

[9] N.N. Bogoliubov. A New Method in the Theory of Superconductivity.

Journal of Experimental and Theoretical Physics, 7:41, July 1958. URL http:

//www.jetp.ac.ru/cgi-bin/e/index/e/7/1/p41?a=list.

[10] J. G. Valatin. Comments on the theory of superconductivity.

Il Nuovo Cimento (1955-1965), 7(6):843–857, 1958. ISSN 1827-

6121. doi:10.1007/BF02745589. URL https://doi.org/10.1007/

BF02745589.

[11] Douglas D. Osheroff. Superfluidity in3He: Discovery and understanding.

Rev. Mod. Phys., 69:667–682, Jul 1997. doi:10.1103/RevModPhys.69.667.

URL https://link.aps.org/doi/10.1103/RevModPhys.69.

667.

[12] Anthony J. Leggett. Quantum Liquids. Oxford Graduate Texts. Oxford

University Press, 2006.

[13] Patrick A. Lee, Naoto Nagaosa, and Xiao-Gang Wen. Doping a Mott insu-

lator: Physics of high-temperature superconductivity. Rev. Mod. Phys., 78:

17–85, Jan 2006. doi:10.1103/RevModPhys.78.17. URL https://link.

aps.org/doi/10.1103/RevModPhys.78.17.

[14] J. C. Davis and R. E. Packard. Superfluid 3He Josephson weak links. Rev.

Mod. Phys., 74:741–773, Jul 2002. doi:10.1103/RevModPhys.74.741. URL

https://link.aps.org/doi/10.1103/RevModPhys.74.741.

[15] Michael R. Norman. The Challenge of Unconventional Super-

conductivity. Science, 332(6026):196–200, 2011. ISSN 0036-8075.

171

http://www.jetp.ac.ru/cgi-bin/e/index/e/7/1/p41?a=list
http://www.jetp.ac.ru/cgi-bin/e/index/e/7/1/p41?a=list
https://doi.org/10.1007/BF02745589
https://doi.org/10.1007/BF02745589
https://doi.org/10.1007/BF02745589
https://doi.org/10.1103/RevModPhys.69.667
https://link.aps.org/doi/10.1103/RevModPhys.69.667
https://link.aps.org/doi/10.1103/RevModPhys.69.667
https://doi.org/10.1103/RevModPhys.78.17
https://link.aps.org/doi/10.1103/RevModPhys.78.17
https://link.aps.org/doi/10.1103/RevModPhys.78.17
https://doi.org/10.1103/RevModPhys.74.741
https://link.aps.org/doi/10.1103/RevModPhys.74.741


doi:10.1126/science.1200181. URL https://science.sciencemag.

org/content/332/6026/196.

[16] James E. Annett. Superconductivity, Superfluids and Condensates. Oxford

University Press, 2004.

[17] Andrew Peter Mackenzie and Yoshiteru Maeno. The superconductivity

of Sr2RuO4 and the physics of spin-triplet pairing. Rev. Mod. Phys., 75:657–

712, May 2003. doi:10.1103/RevModPhys.75.657. URL https://link.

aps.org/doi/10.1103/RevModPhys.75.657.

[18] Yoshiteru Maeno, Shunichiro Kittaka, Takuji Nomura, Shingo Yonezawa,

and Kenji Ishida. Evaluation of Spin-Triplet Superconductivity in

Sr2RuO4. Journal of the Physical Society of Japan, 81(1):011009, 2012.

doi:10.1143/JPSJ.81.011009. URL https://doi.org/10.1143/JPSJ.

81.011009.

[19] J. E. Hoffman, K. McElroy, D.-H. Lee, K. M Lang, H. Eisaki,

S. Uchida, and J. C. Davis. Imaging Quasiparticle Interference in

Bi2Sr2CaCu2O8 + δ. Science, 297(5584):1148–1151, 2002. ISSN 0036-8075.

doi:10.1126/science.1072640. URL https://science.sciencemag.

org/content/297/5584/1148.

[20] Makoto Hashimoto, Inna M. Vishik, Rui-Hua He, Thomas P. Dev-

ereaux, and Zhi-Xun Shen. Energy gaps in high-transition-temperature

cuprate superconductors. Nature Physics, 10(7):483–495, 2014. ISSN

1745-2481. doi:10.1038/nphys3009. URL https://doi.org/10.1038/

nphys3009.

[21] James F. Annett. Unconventional superconductivity. Contemporary

172

https://doi.org/10.1126/science.1200181
https://science.sciencemag.org/content/332/6026/196
https://science.sciencemag.org/content/332/6026/196
https://doi.org/10.1103/RevModPhys.75.657
https://link.aps.org/doi/10.1103/RevModPhys.75.657
https://link.aps.org/doi/10.1103/RevModPhys.75.657
https://doi.org/10.1143/JPSJ.81.011009
https://doi.org/10.1143/JPSJ.81.011009
https://doi.org/10.1143/JPSJ.81.011009
https://doi.org/10.1126/science.1072640
https://science.sciencemag.org/content/297/5584/1148
https://science.sciencemag.org/content/297/5584/1148
https://doi.org/10.1038/nphys3009
https://doi.org/10.1038/nphys3009
https://doi.org/10.1038/nphys3009


Physics, 36(6):423–437, 1995. doi:10.1080/00107519508232300. URL

https://doi.org/10.1080/00107519508232300.

[22] Manfred Sigrist and Kazuo Ueda. Phenomenological theory of uncon-

ventional superconductivity. Rev. Mod. Phys., 63:239–311, Apr 1991.

doi:10.1103/RevModPhys.63.239. URL https://link.aps.org/doi/

10.1103/RevModPhys.63.239.

[23] Eduardo Fradkin, Steven A. Kivelson, and John M. Tranquada.

Colloquium: Theory of intertwined orders in high tempera-

ture superconductors. Rev. Mod. Phys., 87:457–482, May 2015.

doi:10.1103/RevModPhys.87.457. URL https://link.aps.org/

doi/10.1103/RevModPhys.87.457.

[24] M. H. Hamidian, S. D. Edkins, Sang Hyun Joo, A. Kostin, H. Eisaki,

S. Uchida, M. J. Lawler, E.-A. Kim, A. P. Mackenzie, K. Fujita, Jinho
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